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Description
BACKGROUND
1. Technical Field

[0001] The present invention relate to a display sub-
strate and a liquid crystal display panel having the display
substrate.

2. Description of the Related Art

[0002] Liquid crystal display devices have various ad-
vantages, such as light weight, thinness, low power con-
sumption, etc., making liquid crystal display devices
widely used.

[0003] A liquid crystal display device controls align-
ment of liquid crystal using an electric field formed be-
tween two electrodes, such as a pixel electrode and a
common electrode, to display an image. The pixel elec-
trode and the common electrodes may be formed at dif-
ferent substrates. However, use of a plane line switching,
or plane to line switching, liquid crystal panel (e.g., a PLS
type LCD) including a pixel electrode and acommon elec-
trode, which are formed at a same substrate, is recently
increasing to improve view angles, etc.

[0004] However, colors represented by the PLS type
liquid crystal panel may vary depending on the viewing
angle. When a plurality of domains is formed in a pixel
to improve the color variation problem, a liquid crystal
texture may be formed adjacent a domain boundary,
thereby decreasing brightness.

SUMMARY

[0005] Example embodiments of the present invention
provide a display substrate and a LCD panel capable of
improving display quality without decreasing brightness.
[0006] According to one aspect of example embodi-
ments of the present invention, a display substrate in-
cludes a display area corresponding to a plurality of pix-
els, a peripheral area surrounding the display area, a thin
film transistor for driving a corresponding one of the pix-
els, a gate line electrically coupled to the thin film tran-
sistor, a data line crossing the gate line and electrically
coupled to the thin film transistor, a pixel electrode elec-
trically coupled to the thin film transistor, and a common
electrode overlapping the pixel electrode and having a
first opening overlapping a first pixel of the pixels, and a
second opening overlapping a second pixel of the pixels
adjacent the first pixel, wherein the first opening and the
second opening extend in differentdirections, and where-
in the common electrode continuously overlaps the first
and second pixels.

[0007] The first opening and the second opening may
collectively form a continuous opening.

[0008] The first pixel may be adjacent the second pixel
in a row direction.
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[0009] The first opening may be symmetrical to the
second opening with respect to the data line.

[0010] The common electrode may further have a third
opening overlapping a third pixel of the pixels that is ad-
jacent the first pixel in a column direction, and a fourth
opening overlapping a fourth pixel of the pixels that is
adjacent the second pixel in the column direction and is
adjacent the third pixel in the row direction, and the third
opening may be symmetrical to the first opening with re-
spect to the gate line, and the fourth opening may be
symmetrical to the second opening with respect to the
gate line.

[0011] Thefirstopening may have afirstextending por-
tion extending in a first direction, a second extending por-
tion extending from an end of the first extending portion
in a second direction different from the first direction, and
a third extending portion extending from an opposite end
of the first extending portion in a third direction different
from the first direction.

[0012] The second direction may be opposite to the
third direction.
[0013] The second extending portion and the third ex-

tending portion may each partially overlap the pixel elec-
trode.

[0014] The first pixel may be adjacent the second pixel
in a row direction, and may be spaced apart from the
second pixel.

[0015] The firstopening may have afirstextending por-
tion extending in a first direction, a second extending por-
tion extending from an end of the first extending portion
in a second direction different from the first direction, and
a third extending portion extending from an opposite end
of the first extending portion in a third direction different
from the first direction.

[0016] The second extending portion and the third ex-
tending portion may respectively overlap an adjacent da-
ta line.

[0017] The second extending portion and the third ex-
tending portion may be spaced from an adjacent data
line in a plan view.

[0018] The display substrate may further include a
common line electrically coupled to the common elec-
trode at the peripheral area.

[0019] The common electrode may be on the pixel
electrode.
[0020] The display substrate may furtherinclude a low-

er alignment layer on the common electrode and rubbed
in a row direction.

[0021] According to one aspect of example embodi-
ments of the present invention, a display substrate in-
cludes a display area corresponding to a plurality of pix-
els, a peripheral area surrounding the display area, a thin
film transistor for driving a corresponding one of the pix-
els, a gate line electrically coupled to the thin film tran-
sistor, a data line crossing the gate line and electrically
coupled to the thin film transistor, a pixel electrode elec-
trically coupled to the thin film transistor, and a common
electrode overlapping the pixel electrode and having an
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opening overlapping a first pixel of the pixels, and a sec-
ond pixel of the pixels adjacent the first pixel, wherein
the opening has a zigzag shape.

[0022] A protrusion portion of the opening may extend
in a column direction and may have a "V" shape.
[0023] The opening may have a protrusion portion that
overlaps the date line.

[0024] The opening of the common electrode may fur-
ther have a third opening overlapping a third pixel of the
pixels adjacent the first pixel in a column direction, and
a fourth opening overlapping a fourth pixel of the pixels
adjacent the second pixel in the column direction, and
the third and fourth openings may be respectively sym-
emetrical to the first and second openings with respect
to the gate line.

[0025] According to one aspect of example embodi-
ments of the present invention, a liquid crystal display
panel includes a display substrate including a display ar-
ea corresponding to a plurality of pixels, and a peripheral
area surrounding the display area, an opposing substrate
coupled to the display substrate, a liquid crystal layer
between the display substrate and the opposing sub-
strate, a thin film transistor on the display substrate and
for driving a corresponding one of the pixels, a gate line
electrically coupled to the thin film transistor, a data line
crossing the gate line and electrically coupled to the thin
film transistor, a pixel electrode electrically coupled to
the thin film transistor, and a common electrode overlap-
ping the pixel electrode and having a first opening over-
lapping a first pixel of the pixels, and a second opening
overlapping a second pixel of the pixels adjacent the first
pixel, wherein the first opening and the second opening
extend in different directions, and wherein the common
electrode is continuous and overlaps the first and second
pixels.

[0026] The first opening and the second opening may
collectively define a continuous opening, and the first pix-
el and the second pixel may be adjacent each other in a
row direction.

[0027] The first opening may be symmetrical to the
second opening with respect to the data line.

[0028] The common electrode may further have a third
opening overlapping a third pixel of the pixels adjacent
the first pixel in a column direction, and a fourth opening
overlapping a fourth pixel of the pixels adjacent the sec-
ond pixel in the column direction and adjacent the third
pixel in the row direction, and the third opening may be
symmetrical to the first opening with respect to the gate
line, and the fourth opening may be symmetrical to the
second opening with respect to the gate line.

[0029] Thefirstopeningmay have afirstextending por-
tion extending in a first direction, a second extending por-
tion extending from an end of the first extending portion
in a second direction different from the first direction, and
a third extending portion extending from an opposite end
of the first extending portion in a third direction different
from the first direction.

[0030] The second direction may be opposite to the
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third direction.

[0031] The second extending portion and the third ex-
tending portion may each partially overlap the pixel elec-
trode.

[0032] The first pixel may be adjacent the second pixel
in a row direction, and is spaced apart from the second
pixel.

[0033] The firstopening may have afirstextending por-
tion extending in a first direction, a second extending por-
tion extending from an end of the first extending portion
in a second direction different from the first direction, and
a third extending portion extending from an opposite end
of the first extending portion in a third direction different
from the first direction.

[0034] The second extending portion and the third ex-
tending portion may respectively overlap an adjacent da-
ta line.

[0035] The second extending portion and the third ex-
tending portion may be spaced apart from an adjacent
data line in a plan view.

[0036] The display substrate may further include a
common line electrically coupled to the common elec-
trode at the peripheral area.

[0037] Thedisplay substrate may furtherinclude a low-
er alignment layer on the common electrode and rubbed
in a row direction, and an upper alignment layer below
the opposing substrate and rubbed in a row direction.
[0038] According to one aspect of example embodi-
ments of the present invention, a liquid crystal display
panelincludes a display substrate including a display ar-
ea corresponding to a plurality of pixels, and a peripheral
areasurrounding the display area, an opposing substrate
coupled to the display substrate, a liquid crystal layer
between the display substrate and the opposing sub-
strate, a thin film transistor for driving a corresponding
one of the pixels on the display substrate, a gate line
electrically coupled to the thin film transistor, a data line
crossing the gate line and electrically coupled to the thin
film transistor, a pixel electrode electrically coupled to
the thin film transistor, and a common electrode overlap-
ping the pixel electrode and having a first opening over-
lapping a first pixel of the pixels, and a second opening
overlapping with a second pixel of the pixels adjacent the
first pixel, wherein the first and second openings have a
zigzag shape.

[0039] The first and second openings may have a pro-
trusion portion protruding in a column direction and hav-
ing a "V" shape.

[0040] The protrusion portion may overlap the date
line.

[0041] Accordingtothe above, liquid crystal molecules
in a display area are aligned in different directions to form
a plurality of domains. Thus, a color perceived by an ob-
server may be relatively consistent regardless of a view
angle.

[0042] Furthermore, the domains are not formed in a
sinlge pixel area, but are formed in different pixel areas.
Thus, brightness decrease caused at a boundary be-
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tween domains in a same pixel area may be reduced or
prevented.

[0043] Also, openings of a common electrode may be
symmetrical in a row direction and in a column direction
so that horizontal line defects are reduced, thereby im-
proving picture quality.

[0044] Further, a common electrode continuously ex-
tends in a display area. Thus, brightness decrease or
contrast decrease caused at a boundary between pixel
areas may be reduced or prevented. Furthermore, when
the common electrode continuously extends in the dis-
play area, a common line formed in the display area is
not required, so that an opening ratio substantially in-
creases.

[0045] At least some of the above and other features
of the invention are set out in the claims.

BRIEF DESCRIPTION OF THE DRAWINGS

[0046] Example embodiments of the present invention
can be understood in more detail from the following de-
scription taken in conjunction with the accompanying
drawings, in which:

[0047] FIG. 1 is a plan view illustrating a display sub-
strate according to an example embodiment of the
present invention;

[0048] FIG. 2 is an enlarged plan view illustrating a
pixel of the display substrate of the embodiment illustrat-
edin FIG. 1;

[0049] FIG. 3 is a cross-sectional view illustrating the
display substrate of FIG. 2 taken along the line I-I’;
[0050] FIG. 4 is aplanview illustrating a common elec-
trode of the embodiment illustrated in FIG. 2.

[0051] FIG. 5 is an enlarged plan view illustrating the
region ‘A’ of the display substrate illustrated in FIG. 1;
[0052] FIG. 6 is a cross-sectional view illustrating the
display substrate of FIG. 5 taken along the line II-II’;
[0053] FIGS. 7 to 15 are cross-sectional views illus-
trating a method of manufacturing a display substrate
according to an example embodiment of the present in-
vention;

[0054] FIG. 16 is a cross-sectional view illustrating a
liquid crystal display panel according to an example em-
bodiment of the present invention;

[0055] FIG. 17 is a plan view illustrating liquid crystal
molecules that are aligned on a common electrode and
a pixel electrode of the liquid crystal display panel ac-
cording to an example embodiment of the present inven-
tion;

[0056] FIG. 18 is a plan view illustrating a display sub-
strate according to another example embodiment of the
present invention;

[0057] FIG. 19 is a plan view illustrating a common
electrode of the display substrate of the embodiment il-
lustrated in FIG. 18; and

[0058] FIG. 20 is a plan view illustrating a display sub-
strate according to another embodiment of the present
invention.
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DETAILED DESCRIPTION

[0059] The example embodiments of the present in-
vention are described more fully hereinafter with refer-
ence to the accompanying drawings. However, the
present invention may be embodied in many different
forms, and should not be construed as limited to the ex-
ample embodiments set forth herein. In the drawings, the
sizes and relative sizes of layers and regions may be
exaggerated for clarity.

[0060] It will be understood that when an element or
layer is referred to as being "on," "coupled to" or "coupled
to" another element or layer, it can be directly on, directly
coupled to, or directly coupled to the other element or
layer, or one or more intervening elements or layers may
be present. In contrast, when an element is referred to
as being "directly on," "directly coupled to" or "directly
coupled to" another element or layer, no intervening el-
ements or layers are present. Like or similar reference
numerals refer to like or similar elements throughout. As
used herein, the term "and/or" includes any and all com-
binations of one or more of the associated listed items.
[0061] It will be understood that, although the terms
"first," "second," "third," etc. may be used herein to de-
scribe various elements, components, regions, layers,
patterns, and/or sections, these elements, components,
regions, layers, patterns, and/or sections should not be
limited by these terms. These terms are only used to
distinguish one element, component, region, layer pat-
tern or section from another region, layer, pattern or sec-
tion. Thus, a first element, component, region, layer, or
section discussed below could be termed a second ele-
ment, component, region, layer, or section without de-
parting from the teachings of example embodiments.
[0062] Spatially relative terms, such as "beneath," "be-
low," "lower," "above," "upper" and the like, may be used
herein for ease of description to describe one element or
feature’s relationship to another element(s) or feature(s)
as illustrated in the figures. It will be understood that the
spatially relative terms are intended to encompass dif-
ferent orientations of the device in use/operation in ad-
dition to the orientation depicted in the figures. For ex-
ample, if the device in the figures is turned over, elements
described as "below" or "beneath" other elements or fea-
tures would then be oriented "above" the other elements
or features. Thus, the exemplary term "below" can en-
compass both an orientation of above and below. The
device may be further oriented differently (rotated 90 de-
grees or at other orientations), and the spatially relative
descriptors used herein should be interpreted according-
ly.

[0063] The terminology used herein is for the purpose
of describing particular example embodiments only, and
is not intended to be limiting of the invention. As used
herein, the singularforms "a," "an," and "the" are intended
to include the plural forms as well, unless the context
clearly indicates otherwise. It will be further understood
that the terms "comprises" and/or "comprising," when
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used in this specification, specify the presence of stated
features, integers, steps, operations, elements, and/or
components, but do not preclude the presence or addi-
tion of one or more other features, integers, steps, oper-
ations, elements, components, and/or groups thereof.
[0064] Example embodiments may be described here-
in with reference to cross sectional illustrations that are
schematic illustrations of example embodiments (and in-
termediate structures) of the present invention. As such,
variations from the shapes of the illustrations as a result,
for example, of manufacturing techniques and/or toler-
ances, are to be expected. Thus, example embodiments
should not be construed as being limited to the particular
shapes of regions illustrated herein, but should be con-
strued as including deviations in shapes that result, for
example, from manufacturing. The regions illustrated in
the figures are schematic in nature, and their shapes are
not intended to illustrate the actual shape of a region of
a device, and are not intended to limit the scope of the
present invention.

[0065] Unless otherwise defined, all terms (including
technical and scientific terms) used herein have the
meaning thatis commonly understood by one of ordinary
skill in the art to which embodiments of the present in-
vention belongs. It will be further understood that terms
should be interpreted as having a meaning that is con-
sistent with the meanings defined in commonly used dic-
tionaries and in the context of the relevant art, and the
terms will not be interpreted in an idealized or overly for-
mal sense unless expressly so defined herein.

[0066] FIG. 1 is a plan view illustrating a display sub-
strate according to an example embodiment of the
presentinvention. Referringto FIG. 1, a display substrate
100 is categorized as a display area DA for displaying
an image, and a peripheral area PA surrounding the dis-
play area DA.

[0067] Thedisplay substrate 100 includes a base sub-
strate 110, a plurality of pixels PX located at the display
area DA of the base substrate 110, and a driving part
located at the peripheral area PA of the base substrate
110.

[0068] Each of the pixels PX includes a pixel thin film
transistor TFT. Thus, the display substrate 100 includes
a thin film transistor array including a plurality of thin film
transistors arranged in a matrix configuration. The pixel
thin film transistor TFT may include an NMOS transistor.
The pixel PX includes a pixel electrode PE coupled to
the pixel thin film transistor TFT to form a liquid crystal
capacitor Clc, and also includes a common electrode CE.
In another embodiment of the presentinvention, the pixel
PX may further include a storage line and/or a storage
electrode to form a storage capacitor.

[0069] The driving part at the peripheral area PA in-
cludes a gate driving part GD and a data driving part DD.
The gate driving part GD provides a gate signal(s) to the
pixel PX, and the data driving part DD provides a data
signal(s) to the pixel PX. The gate driving part GD and
the data driving part DD may include a circuit transistor,
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which may be a CMOS transistor including a PMOS tran-
sistor or an NMOS transistor, integrated on the base sub-
strate 110.

[0070] FIG. 2 is an enlarged plan view illustrating a
pixel of the display substrate of the embodiment illustrat-
ed in FIG. 1. FIG. 3 is a cross-sectional view illustrating
the display substrate of FIG. 2 taken along the line I-I'.
FIG. 4 is a plan view illustrating a common electrode il-
lustrated in FIG. 2.

[0071] Referring to FIGS. 2 and 3, a display substrate
100 includes a gate line GL, a data line DL, a gate elec-
trode GE, a source electrode SE, a drain electrode DE,
an active pattern AP, a pixel electrode PE, and acommon
electrode CE. The gate electrode GE, the source elec-
trode SE, the drain electrode DE, and the active pattern
AP form the pixel thin film transistor TFT.

[0072] The gate line GL is electrically coupled to the
gate driving part GD, and extends in a first direction. For
example, the gate line GL may extend in a row direction
D1 of the display substrate 100. Examples of a material
that may be used for the gate line GL may include, for
example, copper, chromium, nickel, molybdenum, man-
ganese, titanium, silver, aluminum, an alloy thereof,
and/or the like. The gate line GL may have a single-lay-
ered structure, or a multiple-layered structure including
different metal layers. For example, the gate line GL may
have a single-layered structure of a copper layer, or may
have a double-layered structure including a titanium layer
located under a copper layer. Alternatively, the gate line
GL may include a metal layer and an oxide barrier layer
located on and/or under the copper layer. For example,
the gate line GL may include a copper layer, an indium-
zinc oxide layer on the copper layer, and an indium-zinc
oxide layer under the copper layer.

[0073] The gate electrode GE is electrically coupled to
the gate line GL to receive a gate signal from the gate
driving part GD. For example, the gate electrode GE may
have a shape protruding from the gate line GL. The gate
electrode GE may be formed from a same layer (e.g., in
a same order, or at a same time) as the gate line GL. In
another embodiment, the gate electrode GE may be sep-
arated from the gate line GL, and may be electrically cou-
pled to the gate line GL through a bridge. Furthermore,
the gate electrode GE may include a material that is dif-
ferent from that of the gate line GL.

[0074] The data line DL is electrically coupled to the
data driving part DD, and extends in a second direction
to cross the gate line GL. For example, the data line DL
may extend in a column direction D2 of the display sub-
strate 100. The data line DL may have a single-layered
structure of copper, chromium, nickel, molybdenum,
manganese, titanium, silver, aluminum, or an alloy there-
of, or may have a multiple-layered structure including dif-
ferent metal layers. Furthermore, the data line DL may
include a metal layer and an oxide barrier layer located
on and/or under the copper layer.

[0075] The source electrode SE is electrically coupled
to the data line DL to receive a source signal from the
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data driving part DD. In the present embodiment, the
source electrode SE is defined by a portion of the data
line DL (e.g., the source electrode SE and the data line
DL may be continuously formed). In another embodi-
ment, the source electrode SE may have a shape pro-
truding from the data line DL. In another embodiment,
the source electrode SE may be separated from the data
line DL, and may be electrically coupled to the data line
DL through a bridge. Furthermore, the source electrode
SE may include a material that is different from that of
the data line DL.

[0076] The drain electrode DE is spaced apart from
the source electrode SE, is formed from a same layer as
the data line DL and the source electrode SE, and is
electrically coupled to the pixel electrode PE.

[0077] The active pattern AP includes a source portion
SP, a drain portion DP, and a channel portion CP be-
tween the source portion SP and the drain portion DP. A
low-concentration-doped portion LD is located between
the source portion SP and the channel portion CP, and
also between the drain portion DP and the channel por-
tion CP. The source portion SP, the drain portion DP, the
channel portion CP, and the low-concentration-doped
portion LD are formed from a same layer.

[0078] The source portion SP is electrically coupled to
the source electrode SE, and the drain portion DP is elec-
trically coupled to the drain electrode DE. The channel
portion CP overlaps with the gate electrode GE in a plan
view (e.g., the gate electrode GE is above the channel
portion CP). When a gate signal is applied to the gate
electrode GE, a conductivity of the channel portion CP
is increased so that a data signal provided to the source
portion SP is provided to the pixel electrode PE through
the channel portion CP, the drain portion DP, and the
drain electrode DE.

[0079] The active pattern AP may include polycrystal-
line silicon. The source portion SP and the drain portion
DP may include polycrystalline silicon doped with impu-
rities of high concentration. The low-concentration-
doped portion LD may include polycrystalline silicon
doped with impurities of low concentration. The channel
portion CP may include polycrystalline silicon that is not
doped. For example, the source portion SP, the drain
portion DP, and the low-concentration-doped portion LD
may be doped with N-type impurities.

[0080] The common electrode CE overlaps with the
pixel electrode PE, is electrically insulated from the pixel
electrode PE, and has a common voltage provided there-
to. The common electrode CE continuously overlaps with
at least two pixel electrodes adjacent (e.g., next to) each
other in the row direction D1. Preferably, the common
electrode CE continuously extends in the row direction
D1 in the display area DA (e.g., comprises a number of
continuous pieces extending in the row direction D1).
Furthermore, the common electrode CE includes an
opening OP overlapping with the pixel electrode PE. In
this embodiment of the present invention, the opening
OP extends substantially in the row direction D1 in the
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display area DA. Thus, the opening OP crosses the data
line DL, and the common electrode CE is made of a plu-
rality of electrode portions spaced apart from each other
(e.g., separated by openings such as the opening OP)
in the column direction D2 in the display area DA.
[0081] Furthermore, the opening OP includes a protru-
sion portion PP protruding in the column direction D2
(e.g., the protrusion portion PP may extend further in the
column direction D2 then a remaning portion of the open-
ing OP). The protrusion portion PP overlaps with the data
line DL, and preferably may have a V-shape. The com-
mon electrode CE and the opening OP will be explained
more fully in the following.

[0082] Referring to FIG. 3, the display substrate 100
includes a light-blocking pattern BP formed on the base
substrate 110. The light-blocking pattern BP overlaps
with the active pattern AP, and is located between the
active pattern AP and the base substrate 110. Thus, the
light-blocking pattern BP blocks an incident light from be-
low the active pattern AP to reduce or prevent the incident
light from entering the active pattern AP. Thus, change
of electrical characteristics of the thin film transistor may
be reduced or prevented. Examples of a material that
may be used for the light-blocking pattern BP may include
a metal, an organic material, polycrystalline silicon,
and/or the like.

[0083] Afirstinsulation layer 120 is formed on the light-
blocking pattern BP. The first insulation layer 120 may
include an insulation material such as silicon nitride, sil-
icon oxide, or the like. The active pattern AP is formed
on the first insulation layer 120, and overlaps with the
light-blocking pattern BP.

[0084] A second insulation layer 130 is formed on the
active pattern AP, and may include an insulation material
such as silicon nitride, silicon oxide, or the like. The gate
line GL and the gate electrode GE are formed on the
second insulation layer 130.

[0085] A thirdinsulationlayer 140 is formed onthe gate
line GL and the gate electrode GE, and may include an
insulation material such as silicon nitride, silicon oxide,
or the like. The data line DL, the source electrode SE,
and the drain electrode DE are formed on the third insu-
lation layer 140. The source electrode SE contacts the
source portion SP of the active pattern AP through a con-
tact hole in the second third insulation layers 130 and
140. The drain electrode DE contacts the drain portion
DP of the active pattern AP through a different contact
hole in the second and third insulation layers 130 and
140.

[0086] A fourth insulation layer 150 and a fifth insula-
tion layer 160 are formed on the data line DL, the source
electrode SE, and the drain electrode DE. The fourth in-
sulation layer 150 may include an insulation material
such as silicon nitride, silicon oxide, or the like. The fifth
insulation layer 160 compensates for height difference
to planarize an upper surface of the display substrate
100 (e.g., a planarization layer). The fifth insulation layer
160 may include an organic insulation material. The pixel
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electrode PE is formed on the fifth insulation layer 160,
and contacts the drain electrode DE though a contact
hole formed through the fourth insulation layer 150 and
the fifth insulation layer 160.

[0087] A sixth insulation layer 170 is formed on the
pixel electrode PE, and may include an insulation mate-
rial such as silicon nitride, silicon oxide, or the like. In
another embodiment, the sixth insulation layer 170 may
include an organic insulation material. The common elec-
trode CE is formed on the sixth insulation layer 170.
[0088] Inthis embodiment of the presentinvention, the
common electrode CE is located on the pixel electrode
PE. In another embodiment of the present invention, the
common electrode CE may be located under the pixel
electrode PE.

[0089] A lower alignment layer 180 is located on the
common electrode CE, and is rubbed in a direction so
that liquid crystal molecules located between the display
substrate 100 and an opposing substrate are orientated
in a direction to have a pretilt angle. In an embodiment
of the present invention, a rubbing direction of the lower
alignment layer 180 is substantially parallel to the row
direction D1 of the display substrate 100.

[0090] Referring to FIGS. 2 and 4, the opening OP in-
cludes a first protrusion portion PP1 protruding in the
column direction D2, and a second protrusion portion
PP2 protruding in the column direction D2 in a direction
opposite to the protruding direction of the first protrusion
portion PP1. The first and second protrusion portions
PP1 and PP2 respectively overlap with corresponding
data lines DL.

[0091] Particularly, a first opening OP1 in a first pixel
area PX1 includes a first extending portion OP11 extend-
ing in a first direction, a second extending portion OP12
extending from an end (e.g., a first end) of the first ex-
tending portion OP11 in a second direction, and a third
extending portion OP13 extending from an opposite end
(e.g., a second end) of the first extending portion OP11
in a third direction. The first extending portion OP11, the
second extending portion OP12, and the third extending
portion OP13 are continuously coupled to each other
(e.g., the first, second, and third opening portions OP11,
OP12, and OP13 collectively form a continuous first
opening OP1).

[0092] Inthis embodiment of the presentinvention, the
first direction is different from the second direction, and
the second direction is substantially parallel to the third
direction. Thus, the second direction is opposite to the
third direction (e.g., the second and third extending por-
tions OP12 and OP 13 extend in opposite directions from
first extending portion OP11). The first direction is tilted
to the row direction D1 such that the first direction is not
parallel to either the gate line GL or the data line DL.
[0093] Inthis embodiment of the presentinvention, the
first extending portion OP11 is entirely overlapped with
the pixel electrode PE, and the second extending portion
OP12 and the third extending portion OP13 are partially
overlapped with the pixel electrode PE.
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[0094] Inthis embodiment of the presentinvention, the
first pixel area PX1 includes a plurality of first openings
OP1 spaced apartfromeach otherin the columndirection
D2. Thefirst opening OP1 is coupled to a second opening
OP2, which is in a second pixel area PX2 that is adjacent
the first pixel area PX1, in the row direction D1. The sec-
ond opening OP2 has a shape symmetrical to that of the
first opening OP1 with respect to the data line DL.
[0095] The second opening OP2 includes a first ex-
tending portion OP21 extending in a fourth direction, a
second extending portion OP22 extending from an end
of the first extending portion OP21 in a fifth direction, and
a third extending portion OP23 extending from an oppo-
site end of the first extending portion OP21 in a sixth
direction. The first extending portion OP21, the second
extending portion OP22, and the third extending portion
OP23 are continuously coupled to each other (e.g., to
form a continuous second opening OP2). The second
extending portion OP22 of the second opening OP2 is
coupled to the third extending portion OP13 of the first
opening OP1 to form the protrusion portion PP.

[0096] Inthis embodimentof the presentinvention, the
fourth direction is different from the fifth direction, and
the fifth direction is substantially parallel to (e.g., opposite
to) the sixth direction. The fourth direction is tilted to the
row direction D1 such that the fourth direction is not par-
allel to either the gate line GL or the data line DL.
[0097] A third opening OP3 in a third pixel area PX3,
which is adjacent the first pixel area PX1 in the column
direction D2, has a shape symmetrical to that of the first
opening OP1 with respect to the gate line GL (e.g., the
third opening OP3 and the first opening OP1 are sym-
metrical with respect to the gate line GL). Thus, the third
opening OP3 has substantially a same shape (e.g.,
shape and direction) as the second opening OP2. Par-
ticularly, the third opening OP3 includes a first extending
portion OP31, a second extending portion OP32, and a
third extending portion OP33, which are continuously
coupled to each other.

[0098] A fourth opening OP4 in afourth pixel area PX4,
which is adjacent the second pixel area PX2 in the column
direction D2 and is also adjacent the third pixel area PX3
in the row direction D1, has a shape symmetrical to the
second opening OP2 with respect to the gate line GL.
Furthermore, the fourth opening OP4 has a shape sym-
metrical to the third opening OP3 with respect to the data
line DL. Thus, the fourth opening OP4 has substantially
a same shape (e.g., same shape and direction) as the
first opening OP1. Particularly, the fourth opening OP4
includes afirst extending portion OP41, asecond extend-
ing portion OP42, and a third extending portion OP43,
which are continuously coupled to each other (e.g., the
first extending portion OP41, the second extending por-
tion OP42, and the third extending portion OP43 collec-
tively form, or define, the fourth opening OP4).

[0099] Thus, the common electrode CE in the present
embodiment has a repeating unit (e.g., a repeating pat-
tern) including four pixel areas corresponding to two rows
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and two columns (e.g., the four pixel areas being in a 2
by 2 matrix). First to fourth pixels, which respectively cor-
respond to the first to fourth pixel areas PX1, PX2, PX3
and PX4, are coupled to different thin film transistors to
be independently driven.

[0100] FIG. 5is an enlarged plan view illustrating the
region ‘A’ of the display substrate of the embodiment il-
lustrated in FIG. 1. FIG. 6 is a cross-sectional view illus-
trating the display substrate of FIG. 5 taken along the line
lI-1I'. Referring to FIGS. 5 and 6, the common electrode
CE overlaps the peripheral area PA as well as the display
area DA, and is electrically coupled to a common line CL.
[0101] Thecommonline CL is located at the peripheral
area PA, and may be formed from a same layer as the
gate line GL. For example, the common line CL is formed
on the first insulation layer 120 and the second insulation
layer 130.

[0102] The common electrode CE includes a connec-
tion portion CNP located in the peripheral area PA, and
which contacts the common line CL through a contact
hole formed through the third through sixth insulation lay-
ers 140, 150, 160, and 170. Accordingly, a common volt-
age may be provided to the common electrode CE from
the common line CL.

[0103] The connection portion CNP continuously ex-
tends (e.g., extends as a continuous piece of material)
in the column direction D2. Thus, even if the portion of
the common electrode CE in the display area DA is di-
vided into a plurality of electrode portions by the openings
OP, the common voltage may be applied to an entirety
of the common electrode CE.

[0104] FIGS. 7 to 15 are cross-sectional views illus-
trating a method of manufacturing a display substrate
according to an example embodiment of the present in-
vention. Referring to FIG. 7, a light-blocking pattern BP,
afirstinsulation layer 120, a polycrystalline silicon pattern
PSP, and a second insulation layer 130 are formed on a
base substrate 110.

[0105] The base substrate 110 may be a transparent
substrate. Examples of the base substrate 110 may in-
clude aglass substrate, a sodalime substrate (e.g., soda-
lime-silica glass substrate), a plastic substrate and/or the
like.

[0106] A light-blocking layer including a material capa-
ble of reflecting or absorbing a light is formed on the base
substrate 110, and is patterned through a photolithogra-
phy or the like to form the light-blocking pattern BP.
Thereafter, the firstinsulation layer 120 is formed to cover
the light-blocking pattern BP.

[0107] Thereafter, an amorphous silicon layer is
formed on the first insulation layer 120, and is dehydro-
genated, crystallized by using a laser or the like, and
patterned through a photolithography or the like to form
the polycrystalline silicon pattern PSP. At least a portion
of the polycrystalline silicon pattern PSP overlaps with
the light-blocking pattern BP. Thereafter, the second in-
sulation layer 130 covering the polycrystalline silicon pat-
tern PSP is formed.
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[0108] Referringto FIG. 8, a gate metal layer is formed
on the second insulation layer 130, and is patterned to
form a gate line GL and a gate electrode GE. The gate
electrode GE overlaps with the polycrystalline silicon pat-
tern PSP.

[0109] Thereafter, a photoresist pattern PR is formed
to cover the gate electrode GE. The photoresist pattern
PR has a width larger than a width of the gate electrode
GE in a plan view, and thus covers a side surface (e.g.,
the sides, or the top and sides) of the gate electrode GE.
[0110] Referringto FIG. 9, anion IP having a high con-
centration is implanted into a portion of the polycrystalline
silicon pattern PSP by using the photoresist pattern PR
as a mask to form a source portion SP and a drain portion
DP. The ion IP is not implanted into a portion of the poly-
crystalline silicon pattern PSP, which overlaps with (e.g.,
is covered by) the photoresist pattern PR.

[0111] Referring to FIG. 10, the photoresist pattern PR
is removed. Thereafter, an ion IP having a low concen-
tration is implanted into a portion of the polycrystalline
silicon pattern PSP by using the gate electrode GE as a
mask to form a low-concentration-doped portion LD. The
ion IP is not implanted into a portion of the polycrystalline
silicon pattern PSP that overlaps with the gate electrode
GE, and this portion forms a channel portion CP. The
low-concentration-doped portion LD is formed between
the source portion SP and the channel portion CP, and
between the drain portion DP and the channel portion CP.
[0112] Inanotherembodiment ofthe presentinvention,
after the gate electrode GE is formed, an ion having a
low concentration may be implanted into a portion of the
polycrystalline silicon pattern PSP. Thereafter, a pho-
toresist pattern may be formed, and an ion having a high
concentration may be implanted into a portion of a low-
concentration-doped portion LD to form the drain portion
DP and the channel portion CP.

[0113] In yet another embodiment of the present in-
vention, the process for forming the low-concentration-
doped portion LD may be omitted.

[0114] Referringto FIG. 11, a third insulation layer 140
is formed on the second insulation layer 130 to cover the
gate electrode GE and the gate line GL. Thereafter, the
second and third insulation layers 130 and 140 are pat-
terned to form a first contact hole CH1 exposing the
source portion SP, and a second contact hole CH2 ex-
posing the drain portion DP.

[0115] Referring to FIG. 12, a data metal layer is
formed on the third insulation layer 140, and is patterned
to form a source electrode SE contacting the source por-
tion SP through the first contact hole CH1, a drain elec-
trode contacting the drain portion DP through the second
contact hole CH2, and a data line (e.g., a portion of the
data line DL).

[0116] Referring to FIG. 13, a fourth insulation layer
150 is formed on the third insulation layer 140 to cover
the source electrode SE, the drain electrode DE, and the
data line. Then, a fifth insulation layer 160 is formed on
the fourth insulation layer 150. Thereafter, the fourth and
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fifth insulation layers 150 and 160 are patterned to form
a third contact hole CH3 exposing the drain electrode DE.
[0117] Referring to FIG. 14, a pixel electrode layer is
formed on the fifth insulation layer 160, and is patterned
to form a pixel electrode PE. Examples of a material that
may be used for the pixel electrode layer may include a
transparent conductive material such as indium tin oxide,
indium zinc oxide or the like.

[0118] Thereafter, asixthinsulationlayer 170is formed
onthefifthinsulation layer 160 to cover the pixel electrode
PE.

[0119] Referring to FIG. 15, a common electrode layer
is formed on the sixth insulation layer 170, and is pat-
terned to form a common electrode CE having an opening
OP. Examples of a material that may be used for the
common electrode layer may include a transparent con-
ductive material such as indium tin oxide, indium zinc
oxide, or the like. The opening OP overlaps with the pixel
electrode PE.

[0120] Thereafter, a lower alignment layer 180, shown
in FIG. 16, is formed to cover the common electrode layer
CE. For example, an alignment composition including a
polyimide resin is coated on the common electrode CE
to form an alignment layer 180, and the alignment layer
180 may be rubbed (e.g., rubbed in a predetermined di-
rection) by using a rubbing fabric or the like to form the
lower alignment layer 180.

[0121] Inthis embodiment of the presentinvention, the
thin film transistor includes a polycrystalline silicon chan-
nel portion. However, a thin film transistorincluding amor-
phous silicon, an oxide semiconductor, or the like may
be used for the invention.

[0122] Inanotherembodimentofthe presentinvention,
the common electrode CE may be located under the pixel
electrode PE.

[0123] FIG. 16 is a cross-sectional view illustrating a
liquid crystal display panel according to an example em-
bodiment of the present invention. FIG. 17 is a plan view
illustrating liquid crystal molecules aligned on a common
electrode and a pixel electrode of the liquid crystal display
panel.

[0124] Referring to FIG. 16, the liquid crystal display
panel includes a display substrate 100, an opposing sub-
strate 200, and a liquid crystal layer 250 between the
display substrate 100 and the opposing substrate 200.
The display substrate 100 and the opposing substrate
200 are combined with each other (e.g., bonded to each
other) by a sealing member or the like. The display sub-
strate 100 of the present embodiment is substantially the
same as the display substrate of the embodiment illus-
tratedin FIG. 2. Thus, duplicative explanation will be omit-
ted.

[0125] The opposing substrate 200 includes a base
substrate 210, a black matrix BM formed on a surface of
the base substrate 210, a color filter CF formed on the
surface of the base substrate 210, a planarizing layer
220 covering the black matrix BM and the color filter CF,
and an upper alignment layer 230 contacting the liquid
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crystal layer 250.

[0126] The upper alignment layer 230 has a rubbing
direction, which may be, for example, parallel with the
rubbing direction of the lower alignment layer 180. The
rubbing direction of the upper alignment layer 230 may
be opposite to the rubbing direction of the lower alignment
layer 180.

[0127] Liquid crystal molecules of the liquid crystal lay-
er 250 between the display substrate 100 and the oppos-
ing substrate 200 have a pretilt angle to be aligned (e.g.,
aligned in a predetermined direction).

[0128] FIG. 17 is a plan view for explaining behavior
of liquid crystal molecules in a liquid crystal display panel
according to an example embodiment of the present in-
vention. Referring to FIG. 17, a common electrode has
afirstopening OP1, a second opening OP2, a third open-
ing OP3, and a fourth opening OP4, which respectively
overlap different pixel electrodes.

[0129] When a pixel voltage is applied to each of the
pixel electrodes, a liquid crystal molecule LC is aligned
by an electric field formed by the pixel electrode PE and
the common electrode CE. For example, the liquid crystal
molecule LC may be aligned such that a longitudinal axis
of the liquid crystal molecule LC is perpendicular to an
extending direction of the opening OP of the common
electrode CE. Thus, a liquid crystal molecule LC in a first
pixel area PX1 is aligned in a direction perpendicular to
an extending direction of the first opening OP1. A liquid
crystal molecule LC in a second pixel area PX2, which
is adjacent the first pixel area PX1 in a row direction D1,
is aligned in a direction perpendicular (e.g., substantially
perpendicular) to an extending direction of the second
opening OP2. A liquid crystal molecule LC in a third pixel
area PX3, which is adjacent the first pixel area PX1 in a
column direction D2, is aligned in a direction perpendic-
ular (e.g., substantially perpendicular) to an extending
direction of the third opening OP3. A liquid crystal mole-
cule LC in a fourth pixel area PX4, which is adjacent the
third pixel area PX3 in the row direction D1 and is also
adjacent the second pixel area PX2 in the column direc-
tion D2, is aligned in a direction perpendicular to an ex-
tending direction of the fourth opening OP4.

[0130] Inthis embodimentof the presentinvention, the
first opening OP1 has substantially the same shape as
the fourth opening OP4. The second opening OP2 has
a shape that is symmetrical to the first opening OP1 with
respect to the data line, and that is substantially the same
as the shape of the third opening OP3. Thus, when a
same voltage is applied to each of the pixel electrodes,
the liquid crystal molecule LC in the first pixel area PX1
is aligned in a same direction as the liquid crystal mole-
cule LC in the fourth pixel area PX4, and the liquid crystal
molecule LC in the second pixel area PX2 is aligned in
a different direction from the liquid crystal molecule LC
in the first pixel area PX1, and the liquid crystal molecule
LC in the third pixel area PX3 is aligned in a same direc-
tion as the liquid crystal molecule LC in the second pixel
area PX2.
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[0131] According to the embodiments of the present
invention, liquid crystal molecules LC in a display area
DA are aligned in different directions to form a plurality
of domains. Thus, a color perceived by an observer may
be prevented from varying (e.g., may have a reduced
degree of varying) due to changes in a view angle.
[0132] Furthermore, the domains are not formed in a
pixel area, but are formed in different pixel areas. Thus,
brightness decrease caused at a boundary between do-
mains formed in a same pixel area may be reduced or
prevented.

[0133] Furthermore, a common electrode CE continu-
ously extends in a display area DA (e.g., is formed of a
single piece of material). Thus, decrease in brightness
or in contrast caused at a boundary between pixel areas
may be reduced or prevented. Furthermore, when the
common electrode CE continuously extends in the dis-
play area DA, a common line CL formed in the display
area DA is not required so that an opening ratio substan-
tially increases.

[0134] FIG. 18 is a plan view illustrating a display sub-
strate according to another example embodiment of the
present invention. FIG. 19 is a plan view illustrating a
common electrode of the display substrate illustrated in
FIG. 18.

[0135] Referring to FIG. 18, a display substrate in-
cludes a gate line GL, a data line DL, a gate electrode
GE, a source electrode SE, a drain electrode DE, an ac-
tive pattern AP, a pixel electrode PE, and a common elec-
trode CE. The common electrode CCE has an opening
OP overlapping with the pixel electrode PE.

[0136] The display substrate is substantially the same
as the display substrate 100 of the embodiment illustrat-
ed in FIG. 2 (although a shape of the opening OP of the
common electrode CE is different). Thus, duplicative ex-
planation will be omitted.

[0137] Referring to FIGS. 18 and 19, a first opening
OP1 in a first pixel area PX1 is separated from, and
spaced apart from, a second opening OP2 in a second
pixel area PX2 adjacent the first pixel area PX1 in a row
direction D1. Thus, the common electrode CE continu-
ously extends in a column direction D2. For example, the
common electrode CE may overlap with an entirety of
the data line DL. In this embodiment of the present in-
vention, the first opening OP1 and the second opening
OP2 are spaced apart from the data line DL in a plan
view (e.g., the first opening OP1 and the second opening
OP2 do not overlap the data line DL).

[0138] Particularly, the first opening OP1 in the first
pixel area PX1 includes a first extending portion OP11
extending in a first direction, a second extending portion
OP12 extending from an end of the first extending portion
OP11 in a second direction, and a third extending portion
OP13 extending from an opposite end of the first extend-
ing portion OP11 in a third direction. The first extending
portion OP11, the second extending portion OP12, and
the third extending portion OP13 are continuously cou-
pled to each other.
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[0139] Inthis embodimentof the presentinvention, the
first direction is different from the second direction, and
the second direction is substantially parallel to (e.g., op-
posite to) the third direction. The first direction is tilted to
the row direction D1 such that the first direction is not
parallel to either the gate line GL or the data line DL.
[0140] Inthis embodimentof the presentinvention, the
first extending portion OP11 is entirely overlapped with
the pixel electrode PE (e.g., the pixel electrode PE is
below an entirety of the first extending portion OP11),
and the second extending portion OP12 and the third
extending portion OP13 are partially overlapped with the
pixel electrode PE.

[0141] Inthis embodimentof the presentinvention, the
first pixel area PX1 includes a plurality of first openings
OP1 spaced apartfrom each otherin the columndirection
D2.

[0142] A second opening OP2 in a second pixel area
PX2 adjacent the first pixel area PX1 in a row direction
D1 has a shape symmetrical to that of the first opening
OP1 with respect to the data line DL.

[0143] Inthe presentembodiment, the second opening
OP2 includes a first extending portion OP21 extending
in a fourth direction, a second extending portion OP22
extending from an end of the first extending portion OP21
in a fifth direction, and a third extending portion OP23
extending from an opposite end of the first extending por-
tion OP21 in a sixth direction. The first extending portion
OP21, the second extending portion OP22, and the third
extending portion OP23 are continuously coupled to each
other to form the second opening OP2.

[0144] In an embodiment of the present invention, the
fourth direction is different from the fifth direction, and
the fifth direction is substantially parallel to (e.g., opposite
to) the sixth direction. The fourth direction is tilted to the
row direction D1 such that the fourth direction is not par-
allel to either the gate line GL or the data line DL.
[0145] A third opening OP3 in a third pixel area PX3
adjacent the first pixel area PX1 in the column direction
D2 has a shape symmetrical to that of the first opening
OP1 withrespectto the gate line GL. Thus, the third open-
ing OP3 has a substantially similar shape as that of the
second opening OP2. Particularly, the third opening OP3
includes afirst extending portion OP31, asecond extend-
ing portion OP32, and a third extending portion OP33,
which are continuously coupled to each other.

[0146] A fourth opening OP4 in a fourth pixel area PX4
adjacent the second pixel area PX2 in the column direc-
tion D2 and adjacent the third pixel area PX3 in the row
direction D1 has a shape symmetrical to the second
opening OP2 with respect to the gate line GL. Further-
more, the fourth opening OP4 has a shape symmetrical
to that of the third opening OP3 with respect to the data
line DL. Thus, the fourth opening OP4 has substantially
a same shape as that of the first opening OP1. Particu-
larly, the fourth opening OP4 includes a first extending
portion OP41, a second extending portion OP42, and a
third extending portion OP43, which are continuously
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coupled to each other.

[0147] Thus, the common electrode CE in an embod-
iment of the present invention has a repeating unit in-
cluding four pixel areas corresponding to two rows and
two columns. First to fourth pixels respectively corre-
sponding to the first to fourth pixel areas PX1, PX2, PX3
and PX4 are coupled to different thin film transistors to
be independently driven.

[0148] FIG. 20 is a plan view illustrating a display sub-
strate according to another embodiment of the present
invention. Referring to FIG. 20, a display substrate in-
cludes a gate line GL, a data line DL, a gate electrode
GE, a source electrode SE, a drain electrode DE, an ac-
tive pattern AP, a pixel electrode PE, and a common elec-
trode CE. The common electrode CE has an opening OP
overlapping the pixel electrode PE.

[0149] The display substrate of the present embodi-
ment is substantially the same as the display substrate
100 of the embodiment illustrated in FIG. 18 (although a
shape of the opening OP of the common electrode CE
is different). Thus, duplicative explanation will be omitted.
[0150] Referring to FIG. 20, the common electrode CE
has a plurality of openings OP spaced apart from each
other in a row direction D1. The opening OP partially
overlaps with the data line DL. Thus, the common elec-
trode CE overlaps a portion of the data line DL.

[0151] Adisplay substrate, a liquid crystal display pan-
el, and a method of manufacturing a display substrate
according to example embodiments of the presentinven-
tion may be used for a display device such as a monitor,
a television, a screen of a mobile phone or the like.
[0152] The foregoing is illustrative of example embod-
iments of the present invention, and is not to be construed
as limiting of the present invention. Although a few ex-
ample embodiments have been described, those skilled
in the art will readily appreciate that many modifications
are possible in the example embodiments without mate-
rially departing from the novel aspects of the present in-
vention. Accordingly, all such modifications are intended
to be included within the scope of example embodiments
as defined by the claims, and their equivalents. In the
claims, means-plus-function clauses are intended to cov-
er the structures described herein as performing the re-
cited function, and not only structural equivalents but also
equivalent structures. Therefore, it is to be understood
that the foregoing is not to be construed as limited to the
specific embodiments disclosed, and that modifications
to the disclosed example embodiments, as well as other
example embodiments, are intended to be included with-
in the scope of the appended claims. Embodiments of
the presentinvention are defined by the following claims.

Claims
1. A display substrate comprising:

adisplay area corresponding to a plurality of pix-
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els;

a peripheral area surrounding the display area;
a thin film transistor for driving a corresponding
one of the pixels;

a gate line electrically coupled to the thin film
transistor;

a data line crossing the gate line and electrically
coupled to the thin film transistor;

a pixel electrode electrically coupled to the thin
film transistor; and

a common electrode overlapping the pixel elec-
trode and having a first opening overlapping a
first pixel of the pixels, and a second opening
overlapping a second pixel of the pixels adjacent
the first pixel,

wherein the first opening and the second open-
ing extend in different directions, and

wherein the common electrode continuously
overlaps the first and second pixels.

2. Adisplay substrate according to claim 1, wherein the
first opening has:

a first extending portion extending in a first di-
rection;

asecond extending portion extending from afirst
end of the first extending portion in a second
direction different from the first direction; and

a third extending portion extending from a sec-
ond end of the first extending portion in a third
direction different from the first direction.

3. Adisplaysubstrate accordingto claim 1 or 2, wherein
the first opening and the second opening collectively
comprise a continuous opening.

4. A display substrate according to any preceding
claim, wherein the first pixel is adjacent the second
pixel in a row direction.

5. A display substrate according to any preceding
claim, wherein the first opening is symmetrical with
respect to the second opening with respect about
the data line.

6. Adisplaysubstrate accordingto claim4 or5, wherein
the common electrode further has:

a third opening overlapping a third pixel of the
pixels that is adjacent the first pixel in a column
direction; and

a fourth opening overlapping a fourth pixel of the
pixels that is adjacent the second pixel in the
column direction and is adjacent the third pixel
in the row direction,

wherein the third opening is symmetrical with
respect to the first opening with respect about
the gate line, and
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wherein the fourth opening is symmetrical with
respect to the second opening about gate line.

A display substrate according to claim 2 or any claim
dependent upon claim 2, wherein the second direc-
tion is opposite to the third direction.

The display substrate according to claim 2 or any
claim dependent upon claim 2, wherein the second
extending portion and the third extending portion
each partially overlap the pixel electrode.

Adisplay substrate according to any preceding claim
wherein the opening has a zigzag shape.

A display substrate according to any preceding
claim, wherein a protrusion portion of the opening
extends in a column direction and has a "V" shape.

The display substrate according to any preceding
claim, wherein the opening has a protrusion portion
that overlaps the data line.

A display substrate according to any preceding
claim, wherein the first pixel is spaced apart from the
second pixel.

A display substrate according to claim 2 or any claim
dependent thereon, wherein the second extending
portion and the third extending portion each overlap
a respectively adjacent data line.

A display substrate according to claim 2 or one of
claims 3 to 12 when dependent upon claim 2, where-
in the second extending portion and the third extend-
ing portion are each spaced from a respectively ad-
jacent data line in a plan view.

A display substrate according to any preceding
claim, further comprising a common line electrically
coupled to the common electrode at the peripheral
area.

The display substrate according to any preceding
claim, wherein the common electrode is on the pixel
electrode.

The display substrate according to any preceding
claim, further comprising a lower alignment layer on
the common electrode and rubbed in a row direction.

A liquid crystal display panel comprising:

a display substrate according to any preceding
claim.
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