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(57) ABSTRACT

An object of the present invention is to protect exposed
inspection pads with a conductive tape when the application
of resin is ceased and to enhance the reliability of the inspec-
tion pads. A liquid crystal display device is provided with a
transparent electrode formed on a superficial side of a CF
board, a grounded electrode, an inspection pad and a switch-
ing device between the inspection pad and a signal line or a
scanning line respectively formed in a terminal area a TFT
board and a conductive tape that electrically connects the
transparent electrode of the CF board, the grounded electrode
and the inspection pad respectively of the TFT board.
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LIQUID CRYSTAL DISPLAY DEVICE AND
METHOD FOR MANUFACTURING THE
SAME

CLAIM OF PRIORITY

[0001] The present application claims priority from Japa-
nese patent application JP2012-232562 filed on Oct. 22,
2012, the content of which is hereby incorporated by refer-
ence into this application.

BACKGROUND OF THE INVENTION

[0002] 1. Field of the Invention

[0003] The present invention relates to a liquid crystal dis-
play device, particularly relates to a liquid crystal display
device that protects an inspection pad for the inspection of a
liquid crystal display panel from corrosion and the like.
[0004] 2. Description of the Related Art

[0005] A liquid crystal display device is widely used for
various applications from a small-sized cellular phone hand-
set to a large television set because the device has such many
characteristics that the device has high display quality, it is
thin and light and its power consumption is low.

[0006] For example, an active matrix liquid crystal display
device is configured by oppositely arranging a thin film tran-
sistor (TFT) board and a color filter (CF) board, sticking them
via sealing material and sealing liquid crystal between the two
boards. In a display area of the TFT board, plural pixel elec-
trodes arrayed in a matrix, plural scanning lines laterally
formed and plural signal lines longitudinally formed respec-
tively corresponding to the pixel electrodes and a thin film
transistor (TFT) as a switching device which is connected to
the corresponding scanning line and the corresponding signal
line and which applies predetermined voltage to the corre-
sponding pixel electrode are formed. In addition, a color filter
and the like are formed on the CF board.

[0007] In the liquid crystal display device, an inspection
pad is arranged in a peripheral area of the TFT board so as to
check whether disconnection and a short circuit occur in the
wiring of the formed scanning lines and signal lines or notand
whether the thin film transistor as the switching device is
normally operated or not, and inspection is made at a manu-
facturing stage of the liquid crystal display device.

[0008] For example, it is described in Japanese Patent
Application Laid-Open Publication No. 2004-310024 that
there is included a liquid crystal display panel provided with
a gate line, a data line, a switching device connected to the
gate line and the data line, a pixel electrode connected to the
switching device and an inspection line isolated from the gate
line, the data line, the switching device and the pixel electrode
for transmitting an inspection signal to the data line; the
inspection line includes an inspection pad to which an inspec-
tion signal is transmitted from an external device, the inspec-
tion pad is arranged in a part in which the external device is
touched to the liquid crystal display panel and hereby; since
no inspection pad and no inspection line for inspecting the
data line and the gate line are formed between data driving IC
and gate driving IC and they are formed on driving IC, a
degree of the spatial utilization of the liquid crystal display
panel assembly can be enhanced (refer to its abstract).
[0009] In the meantime, in a liquid crystal panel according
to In-Plane Switching (IPS) and the like, a conductive film is
formed on the superficial side of a CF board so as to reduce an
effect of electrification charge, and in Japanese Patent Appli-
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cation Laid-Open Publication No. 2010-60696 for example,
there is disclosed a liquid crystal display device based upon a
liquid crystal display device provided with an electrode board
on a surface of which a pixel electrode and a common elec-
trode are arranged, an opposite board arranged opposite to the
electrode board and a liquid crystal panel in which liquid
crystal material is sealed between the electrode board and the
opposite board and having a characteristic that a conductive
film formed on the superficial side of the opposite board and
wiring for grounding formed on the surface of the electrode
board are provided and further, the conductive film and the
wiring for grounding are connected via conductive paste (re-
fer to Claim 1).

[0010] Further, in Japanese Patent Application Laid-Open
Publication No. 2006-236870, as a display device having
anti-static reinforced structure using a conductive tape, there
is disclosed a display device having a characteristic that a
circuit board on which electronic parts are mounted, a display
element which is connected to the circuit board and which is
driven and a conductive tape that electrically connects a GND
terminal provided to the circuitboard and the electric parts are
provided (refer to Claim 1).

SUMMARY OF THE INVENTION

[0011] Heretofore, in a liquid crystal display device, a ter-
minal area on a TFT board in which an inspection pad is
arranged is protected with resin and the like. Recently, how-
ever, there is a case that no resin is applied because of a
constraint on the structure of a module and the reduction of a
cost and in that case, an inspection pad remains exposed. In
this state, the inspection pad may corrode and the deteriora-
tion of reliability is feared.

[0012] An object of the present invention is to protect an
exposed inspection pad with a conductive tape when the
application of resin is ceased and to enhance the reliability of
the inspection pad.

[0013] To achieve the object, a liquid crystal display device
according to the present invention is based upon a liquid
crystal display device where a TFT board provided with a
pixel electrode arranged in a matrix, a thin film transistor
connected to each pixel electrode, plural scanning lines and
plural signal lines, and a CF board provided with a color filter
are oppositely arranged, and liquid crystal is sealed between
the both boards, and has a characteristic that the liquid crystal
display device according to the present invention is provided
with atransparent electrode formed on a superficial side of the
CF board, a grounded electrode, an inspection pad, a switch-
ing device between the inspection pad and the signal line or
the scanning line formed in a terminal area of the TFT board,
and a conductive tape that electrically connects the transpat-
ent electrode of the CF board, the grounded electrode and the
inspection pad respectively of the TFT board.

[0014] The liquid crystal display device according to the
present invention may also be provided with a terminal that
supplies electric potential which turns the switching device
open or closed.

[0015] Inaddition, the liquid crystal display device accord-
ing to the present invention may also be provided with a
terminal that supplies electric potential which turns the
switching device in a state in which wiring is short-circuited
(hereinafter called “closed”) in inspection and a terminal that
supplies electric potential which turns the switching device in
a state in which the wiring is disconnected (hereinafter called
“open”) in a product.
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[0016] In addition, in the liquid crystal display device
according to the present invention, when a driver IC is
mounted, electric potential which turns the switching device
open may also be supplied to the terminal that supplies the
electric potential which turns the switching device open from
the driver IC.

[0017] Further, in the liquid crystal display device accord-
ing to the present invention, the inspection pad may also be
utilized for the grounded electrode.

[0018] Furthermore, in the liquid crystal display device
according to the present invention, no independent grounded
electrode may also be provided.

[0019] Furthermore, in the liquid crystal display device
according to the present invention, a mark showing a position
in which the conductive tape is stuck may be further also
provided.

[0020] Furthermore, in the liquid crystal display device
according to the present invention, wire may also be directly
bound from an FPC terminal to some of the signal lines or the
scanning lines without passing the switching device.

[0021] Furthermore, in the liquid crystal display device
according to the present invention, some of the plural inspec-
tion pads are covered with the conductive tape and some
others may also be exposed.

[0022] Furthermore, in the liquid crystal display device
according to the present invention, when a driver is mounted,
the switching device is not required to be provided to the
inspection pad under the driver.

[0023] Another liquid crystal display device according to
the present invention is based upon a liquid crystal display
device where a TFT board provided with a pixel electrode
arranged in a matrix, a thin film transistor connected to each
pixel electrode, plural scanning lines and plural signal lines,
and a CF board provided with a color filter are oppositely
arranged, and liquid crystal is sealed between the both boards,
and has a characteristic that the liquid crystal display device
according to the present invention is provided with a trans-
parent electrode formed on a superficial side of the CF board,
an inspection pad formed in a terminal area of the TFT board,
a switching device between the inspection pad and the signal
line or the scanning line, laser numbering metal for identify-
ing a panel and a conductive tape that electrically connects the
transparent electrode of the CF board and the inspection pad
of the TFT board, metal of the inspection pad and the laser
numbering metal are closely arranged and ITO connected to
the metal of the inspection pad is formed with it covering the
numbering metal.

[0024] In the liquid crystal display device according to the
present invention, the inspection pad may also be utilized for
a grounded electrode.

[0025] In addition, in the liquid crystal display device
according to the present invention, the metal of the inspection
pad and the laser numbering metal may also be formed in the
saime process.

[0026] Further, the liquid crystal display device according
to the present invention may also be a liquid crystal display
device according to In-Plane Switching.

[0027] A method of manufacturing the liquid crystal dis-
play device according to the present invention is based upon
a method of manufacturing a liquid crystal display device
using a liquid crystal display panel configured by a TFT board
which is provided with a pixel electrode arranged in a matrix,
a thin film transistor connected to each pixel electrode, plural
scanning lines and plural signal lines, and in a terminal area of
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the TFT board, a grounded electrode, an inspection pad and a
switching device between the inspection pad and the signal
line or the scanning line are formed, and configured by a CF
board which is arranged opposite to the TFT board and pro-
vided with a color filter and a transparent electrode on a
superficial side, and has a characteristic that the method of
manufacturing the liquid crystal display device according to
the present invention includes a step of inspecting the liquid
crystal display panel using the inspection pad with the switch-
ing device closed in inspection and a step of sticking a con-
ductive tape that electrically connects the transparent elec-
trode of the CF board, the grounded electrode and the
inspection pad respectively of the TFT board.

[0028] The method of manufacturing the liquid crystal dis-
play device according to the present invention may further
also include a step of driving the liquid crystal display panel
with the switching device open.

[0029] According to the present invention, since the
exposed inspection pad is protected with the conductive tape
when the application of resin is ceased, a substance that
advances corrosion is prevented from adhering to its surface
and the reliability of the inspection pad can be enhanced. In
addition, since the grounded electrode and the inspection pad
are short-circuited after the conductive tape is stuck, the resis-
tance is reduced more than that in only the grounded electrode
and the relief of electrification charge can be advanced.

BRIEF DESCRIPTION OF THE DRAWINGS

[0030] FIG. 1 is a plan view showing the structure of a
liquid crystal display device equivalent to a first embodiment
of the present invention;

[0031] FIG. 2is a sectional view showing the liquid crystal
display device equivalent to the first embodiment of the
present invention and viewed along a line C-C",

[0032] FIG. 3isasectional view viewed alongaline C-C'in
a modified example of the liquid crystal display device
equivalent to the first embodiment of the present invention;
[0033] FIG. 4isasectional view viewedalong aline C-C'in
a modified example of the liquid crystal display device
equivalent to the first embodiment of the present invention,
[0034] FIG. 5 is a plan view showing the structure of a
liquid crystal display device equivalent to a second embodi-
ment of the present invention;

[0035] FIG. 6 is a plan view showing the structure of a
liquid crystal display device equivalent to a third embodiment
of the present invention;

[0036] FIG. 7 is a plan view showing the structure of a
liquid crystal display device equivalent to a fourth embodi-
ment of the present invention;

[0037] FIG. 8 is a plan view showing the structure of a
liquid crystal display device equivalent to a fifth embodiment
of the present invention;

[0038] FIG. 9 is a plan view showing the structure of a
liquid crystal display device equivalent to a sixth embodiment
of the present invention;

[0039] FIG. 10 is a sectional view showing the structure of
the liquid crystal display device equivalent to the sixth
embodiment of the present invention;

[0040] FIG. 11 is a plan view showing the structure of a
conventional type liquid crystal display device;

[0041] FIG. 12 is a sectional view showing the structure of
the conventional type liquid crystal display device and
viewed along a line A-A';
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[0042] FIG. 13 is a sectional view showing the structure of
the conventional type liquid crystal display device and
viewed along a line B-B'; and

[0043] FIG. 14 shows one example of an equivalent circuit
of a liquid crystal display device.

DETAILED DESCRIPTION OF THE INVENTION

[0044] Before the description of embodiments of the
present invention, a conventional type liquid crystal display
device will be described.

[0045] First, one example of an equivalent circuit of the
liquid crystal display device will be described referring to
FIG. 14. Plural scanning lines 204 and plural signal lines 203
are wired on aboard 201 in a matrix and a picture element 206
is connected to the intersection of the scanning lines 204 and
the signal lines 203 via TFT 210. A scan driving circuit 208 is
connected to the scanning lines 204, a signal driving circuit
207is connected to the signal lines 203, and voltage is applied
to the scanning line 204 and the signal line 203. Common
lines 205 are wired in parallel with the scanning lines 204 on
the board 201 so as to enable applying common voltage to all
picture elements from a common voltage generating circuit
209. A liquid crystal composition is sealed between the board
201 and a board 202 and the whole configures the liquid
crystal display device.

[0046] FIGS.11to 13 show one example of a liquid crystal
display panel researched prior to the present invention. FIG.
11 is its plan view, F1G. 12 is a sectional view viewed along a
line A-A', and FIG. 13 is a sectional view viewed along a line
B-B".

[0047] As shown in FIGS. 11 to 13, the liquid crystal dis-
play panel is configured by sticking a thin film transistor
(TFT) board 10 and a color filter (CF) board 20 and sealing
liquid crystal between them. In a case of a liquid crystal
display panel according to In-Plane Switching (IPS) for
example, a transparent electrode 30 made of ITO and the like
is formed on the back of the CF board 20 (on the superficial
side of the liquid crystal display panel). In addition, in a
terminal area 80 of the TFT board 10, an exposed grounded
electrode 40 called IPS-GND is formed and is connected to
grounding potential for example by connecting it to an FPC
terminal and the like. The transparent electrode 30 and the
grounded electrode 40 are electrically connected by conduc-
tive resin or a conductive tape 50. Hereby, electric charge
charged in the CF board 20 can be relieved via the grounded
electrode 40. A reference numeral 25 denotes a display area of
the liquid crystal display panel.

[0048] An inspection pad 60 for inspecting the liquid crys-
tal display panel is provided to the terminal area 80 of the TFT
board 10. A reference numeral 90 denotes a driver mounted
position. In a low resolution product, inspection pads are
arranged under a driver so as to secure reliability. However,
when the resolution is enhanced, it is difficult to arrange all
inspection pads under the driver and some of the inspection
pads are arranged outside the driver. Heretofore, resin and the
like are applied to a terminal to protect it, but there is a case
that no resin is applied because of module structure and the
reduction of a cost, and in that case, the inspection pads
arranged outside the driver remain exposed, the corrosion of
a contact is feared, an electric field may also leak, and it is
undesirable.

[0049] FIG. 13 shows one example of a layout of the
inspection pad 60 and the grounded electrode 40. An insulat-
ing film 14 is provided onto a glass board 12 that configures
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the TFT board 10, and a wiring layer made of a metal film of
the inspection pad 60 and a mark for a conductive tape stuck
position 45 are formed on the insulating film. An insulating
film 16 is provided onto the wiring layer of the inspection pad
and the grounded electrode 40 made of TTO is formed on the
insulating film. The grounded electrode 40 and the mark for
the conductive tape stuck position 45 are aligned and the mark
for the conductive tape stuck position 45 functions as a mark
when the conductive tape 60 is stuck. The insulating film 16
on the inspection pad 60 is bored and an ITO layer 62 of the
inspection pad for touching an inspection probe is formed
from the inside of the hole to a surface of the insulating film
16. The insulating films 14 and 16 may also be inorganic films
or organic films or may also be a laminated film of both, and
the insulating film 14 can be also omitted.

[0050] In this liquid crystal display panel, the inspection
pads are not arranged under the driver and when no resin is
applied onto the inspection pad, the inspection pad is
exposed, and fear of reliability such as the corrosion of a
contact arises.

[0051] The embodiments of the present invention will be
described referring to the drawings below. The same name
and the same reference numeral are allocated to an element
having the same function in all the drawings for explaining
the embodiments and the repeated description is omitted.

First Embodiment

[0052] FIGS. 1 and 2 show the structure of a liquid crystal
display device equivalent to a first embodiment of the present
invention. FIG. 1is its plan view and FIG. 2 is a sectional view
viewed along a line C-C".

[0053] Asshown in FIG. 1, a liquid crystal display panel is
configured by sticking a TFT board 10 and a CF board 20 and
sealing liquid crystal between them. A transparent electrode
30 (not shown) made of ITO and the like is formed on the back
of the CF board 20 (on the superficial side of the liquid crystal
display panel). A reference numeral 25 denotes a display area.
[0054] An inspection pad 60 and an exposed grounded
electrode 40 called IPS-GND for example are formed in a
terminal area 80 of the TFT board 10. The inspection pad 60
and the grounded electrode 40 are wired to an FPC terminal
100. A switching device made of a transistor for example for
nullifying an inspection line 70 is provided to a driver
mounted position 90 of the terminal area 80, is wired to the
inspection pad 60, and is connected to a signal line or a
scanning line of the liquid crystal display panel. In addition,
a pad for supplying high electric potential in inspection 72
and a bump 74 for supplying low electric potential when a
driver is mounted are connected to a gate of a MOS transistor
that configures the switching device for example of the
switching device 70 for nullifying an inspection line. A driver
IC is mounted in the driver mounted position 90 and is elec-
trically connected to wiring on the TFT board via the bump.
[0055] In a sectional view shown in FIG. 2, an insulating
film 14 is provided onto a glass board 12 that configures the
TFT board 10 and a wiring layer made of a metal film of the
inspection pad 60 is formed on the insulating film. An insu-
lating film 16 is provided onto the wiring layer of the inspec-
tion pad and the grounded electrode 40 made of ITO is formed
on the insulating film. The insulating film 16 on the inspection
pad 60 is bored and an I'TO layer 62 of the inspection pad for
touching an inspection probe is formed from an inner face of
the hole to a surface of the insulating film 16. In this embodi-
ment, as shown in FIGS. 1 and 2, the conductive tape 50 is
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stuck so as to cover the grounded electrode 40 and the
exposed ITO layer of the inspection pad 60 and so as to
electrically connect it to the transparent electrode 30 of the CF
board.

[0056] Operation in inspection in the first embodiment and
in a product after it (when the driver is mounted) will be
described below. In inspection, no conductive tape 50 and no
driver are mounted. High electric potential is supplied to the
pad 72 for supplying high electric potential in inspection, the
inspection pad, the signal line, the scanning line and the like
are electrically connected by the switching device 70 for
nullifying an inspection line, and the signal line, the scanning
line and the like of the liquid crystal display panel can be
inspected by touching the probe and the like to the inspection
pad 60. When the liquid crystal display panel is judged as a
non-defective one after the inspection is finished, the conduc-
tive tape 50 is stuck on the surfaces of the grounded electrode
40 and the inspection pad 60, is connected to the transparent
electrode on a surface of the CF board, and the driver IC is
mounted in the driver mounted position 90. When the driver is
operated, low electric potential is supplied to the bump for
supplying low electric potential when the driver is mounted
74, the inspection pad 60 is disconnected from the signal line,
the scanning line and the like by the switching device 70 for
nullifying an inspection line, and a signal can be supplied to
the signal line and the scanning line from the driver. It is
described above that low electric potential is supplied to the
bump for supplying low electric potential 74 from the driver,
although low electric potential may also be supplied from
FPC. In addition, it is described above that the pad for sup-
plying high electric potential in inspection 72 and the bump
for supplying low electric potential when the driver is
mounted 74 are separate terminals, although high electric
potential is supplied in inspection and low electric potential
may also be supplied in a product respectively from one
terminal.

[0057] According to this embodiment, as the switching
device 70 for nullifying an inspection line is turned open
when the driver is mounted after inspection is finished, the
following connection has no effect upon driving even if the
grounded electrode 40 and the exposed inspection pad 60 are
connected at the same electric potential by the conductive
tape 50. Accordingly, the inspection pad 60 exposed in the
terminal area can be protected with the conductive tape 50 by
sticking the conductive tape 50 on the grounded electrode 40
and the inspection pad 60. Further, the reduction of the resis-
tance of the grounded electrode can be realized by also mak-
ing the inspection pad 60 function as a conductor and the
relief of electrification charge can be advanced.

[0058] FIG. 3 shows a modified example of the first
embodiment. In this modified example, a mark 45 for a stuck
position of a conductive tape is formed. The mark 45 for the
stuck position has only to be formed at the same time with the
formation of a metal film of an inspection pad 60. The con-
ductive tape 50 can be stuck on the inspection pad 60 and a
grounded electrode 40 based upon the mark 45 for the stuck
position. A mark corresponding to the grounded electrode 40
shown in FIG. 13 may also be provided.

[0059] FIG. 4 shows another modified example of the first
embodiment. In this modified example, a grounded electrode
40 is removed and only an inspection pad is utilized for a
grounded electrode. As the inspection pad 60 is disconnected
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by a switching device 70 for nullifying an inspection line after
inspection is finished, the inspection pad can be utilized for
the grounded electrode.

[0060] Space for the grounded electrode 40 is not required,
aliquid crystal display panel can be miniaturized, and a frame
can be narrowed.

Second Embodiment

[0061] FIG.5is aplan view showing a liquid crystal display
device equivalent to a second embodiment of the present
invention.

[0062] In this embodiment, as shown in FIG. 5, an inspec-
tion pad 60 and a switching device 70 for nullifying an inspec-
tion line are arranged on the right side and on the left side of
a driver mounted position 90 and the switching device 70 for
nullifying an inspection line is connected to the inspection
pad 60 and a signal line 76. A conductive tape 50 is respec-
tively stuck on the right side and on the left side so as to
connect the inspection pad 60 and a transparent electrode 30
on a surface of a CF board.

[0063] When the inspection pad is also utilized for the
grounded electrode, the resistance can be reduced by using
plural conductive tapes.

Third Embodiment

[0064] FIG. 6is aplan view showinga liquid crystal display
device equivalent to a third embodiment of the present inven-
tion.

[0065] This embodiment is partially different in wire con-
nected to an inspection pad 60 and a switching device 70 for
nullifying an inspection line. The switching device 70 for
nullifying an inspection line is connected to the inspection
pad 60 connected to an FPC terminal 100 on the left side and
is connected to a signal line 76. When a driver is mounted, the
switching device 70 for nullifying an inspection line is turned
open, and driver IC and the signal line 76 are connected.

[0066] In the meantime, an FPC terminal 102 on the right
sideis connected to the signal line without passing the switch-
ing device 70 for nullifying an inspection line. No output of
the driver is supplied to the signal line and a signal can be
supplied from the FPC terminal 102. Accordingly, the liquid
crystal display device equivalent to this embodiment can be
also used for a type that a signal is supplied from an output
terminal of the FPC.

Fourth Embodiment

[0067] FIG.7is aplan view showing a liquid crystal display
device equivalent to a fourth embodiment of the present
invention.

[0068] In this embodiment, in the arrangement of the
inspection pads 60, the switching devices 70 for nullifying the
inspection line and the signal lines 76 in the second embodi-
ment shown in FIG. 5, a conductive tape 50 is stuck on an
inspection pad 60 on the right side. However, the conductive
tape is selectively provided to a part of inspection pad without
sticking a conductive tape on an inspection pad 60 on the left
side, the number of conductive tapes is inhibited, and the
relief which is one of effects of the present invention of
electrification charge can be advanced.
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Fifth Embodiment

[0069] FIG.8is aplan view showing a liquid crystal display
device equivalent to a fifth embodiment of the present inven-
tion.

[0070] This embodiment is an example in which an inspec-
tion pad to which a switching device for nullifying an inspec-
tion line is connected and an inspection pad to which no
switching device for nullifying an inspection line is con-
nected coexist. The right inspection pad 60 is provided out-
side a driver mounted position 90 and the switching device 70
for nullifying an inspection line is connected to it. A conduc-
tive tape 50 is stuck on the inspection pad.

[0071] In the meantime, the left inspection pad 60 is pro-
vided to the driver mounted position 90, no switching device
for nullifying an inspection line is connected to the inspection
pad, and the inspection pad is directly connected to a signal
line. No conductive tape is stuck on the inspection pad.

Sixth Embodiment

[0072] FIGS. 9 and 10 show the structure of a liquid crystal
display device equivalent to a sixth embodiment of the
present invention. FIG. 9 is its plan view and FIG. 10 is a
sectional view viewed along a line D-D".

[0073] In this embodiment, the structure in which an
inspection pad 60, a grounded electrode 40 and a laser num-
bering metal 110 are arranged is improved. In this case, the
laser numbering metal denotes a metal layer for recording an
identification code for identifying a liquid crystal display
panel and the like. As shown in FIG. 10, an insulating film 14
1s provided onto a glass board 12 that configures a TFT board
10, and a metal film of the inspection pad 60 and the laser
numbering metal are closely formed on a surface of the insu-
lating film 14 by deposition and the like. An insulating film 16
1s formed to cover the metal film of the inspection pad and the
laser numbering metal. The insulating film 16 on the upside of
the metal film of the inspection pad is bored and a transparent
electrode made of ITO 62 is formed from the inside of the hole
to a surface of the insulating film 16. The ITO 62 is also
formed in a numbering area on the upside of the laser num-
bering metal 110 in addition to an area which includes an
inspection pad area and in which a conductive tape is stuck.
[0074] The conductive tape 50 is stuck to the area which
includes the inspection pad area and in which the conductive
tape is stuck. No conductive tape 50 is stuck to the numbering
area on the upside of the laser numbering metal 110 so as to
secure the visibility of the laser numbering metal 110. The
configuration of a switching device 70 for nullifying an
inspection line, a switching device 72 for supplying high
electric potential in inspection, a bump 74 for supplying low
electric potential when a driver is mounted and the like is
similar to that in the first embodiment.

[0075] According to this embodiment, space is saved and
the manufacture can be facilitated respectively by closely
arranging the metal film of the inspection pad and the laser
numbering metal and forming them in a process of the same
metal film. In addition, space is saved and the manufacture
canbe facilitated respectively by utilizing the ITO layer of the
inspection pad for a grounded electrode 40.

[0076] There is a case that a color filter is formed ona TFT
board. In this specification, a board opposite to the TFT board
is also called a CF board in such a configuration. The con-
ductive tape includes a conductive tape onto which an aniso-
tropic conductive sheet is provided and only a thermocom-
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pression-bonded part of which has conductivity. In addition,
there is a case that a conductive film provided on the super-
ficial side of the CF board is also used for an electrode of a
touch panel. In that case, an inspection terminal is covered
with a conductive tape connected to the electrode of the touch
panel so as to electrically connect to an inspection pad and a
signal for driving the electrode for the touch panel can be also
supplied to the inspection pad.

What is claimed is:

1. A liquid crystal display device where a TFT board pro-
vided with a pixel electrode arranged in a matrix, a thin film
transistor connected to each pixel electrode, a plurality of
scanning lines and a plurality of signal lines, and a CF board
provided with a color filter are oppositely arranged, and liquid
crystal is sealed between the both boards, comprising:

a transparent electrode formed on a superficial side of the

CF board;

a grounded electrode, an inspection pad and a switching
device between the inspection pad and the signal line or
the scanning line respectively formed in a terminal area
of the TFT board; and

a conductive tape that electrically connects the transparent
electrode of the CF board, the grounded electrode and
the inspection pad respectively of the TFT board.

2. The liquid crystal display device according to claim 1,
comprising a terminal that supplies electric potential which
turns the switching device open or closed.

3. The liquid crystal display device according to claim 2,
comprising:

a terminal that supplies electric potential which turns the

switching device closed in inspection; and

a terminal that supplies electric potential which turns the
switching device open in a product.

4. The liquid crystal display device according to claim 3,
wherein electric potential which turns the switching device
open is supplied to the terminal that supplies electric potential
which turns the switching device open from a driver IC when
the driver IC is mounted.

5. The liquid crystal display device according to claim 1,
wherein the inspection pad is utilized for the grounded elec-
trode.

6. The liquid crystal display device according to claim 5,
wherein no independent grounded electrode is provided.

7. The liquid crystal display device according to claim 1,
further comprising a mark for a conductive tape stuck posi-
tion.

8. The liquid crystal display device according to claim 1,
wherein some of the signal lines or the scanning lines are
directly bound from an FPC terminal without passing the
switching device.

9. The liquid crystal display device according to claim 1,

wherein some of the plurality of inspection pads are cov-
ered with the conductive tape; and

some others are exposed.

10. The liquid crystal display device according to claim 1,
wherein when a driver is mounted, no switching device is
provided to the inspection pad under the driver.

11. A liquid crystal display device where a TFT board
provided with a pixel electrode arranged in a matrix, a thin
film transistor connected to each pixel electrode, a plurality of
scanning lines and a plurality of signal lines, and a CF board
provided with a color filter are oppositely arranged, and liquid
crystal is sealed between the both boards, comprising:
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a transparent electrode formed on a superficial side of the
CF board;

an inspection pad, a switching device between the inspec-
tion pad and the signal line or the scanning line and laser
numbering metal for identifying a panel respectively
formed in a terminal area of the TFT board; and

a conductive tape that electrically connects the transparent

electrode of the CF board and the inspection pad of the
TFT board,

wherein metal of the inspection pad and the laser number-

ing metal are closely arranged; and

ITO connected to the metal of the inspection pad is formed

with the ITO covering the numbering metal.

12. The liquid crystal display device according to claim 11,
wherein the inspection pad is utilized for a grounded elec-
trode.

13. The liquid crystal display device according to claim 11,
wherein the metal of the inspection pad and the laser num-
bering metal are formed in the same process.

14. The liquid crystal display device according to claim 1,
wherein the liquid crystal display device is a liquid crystal
display device according to In-Plane Switching.

15. A method of manufacturing a liquid crystal display
device using a liquid crystal display panel configured by a
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TFT board which is provided with a pixel electrode arranged
in a matrix, a thin film transistor connected to each pixel
electrode, a plurality of scanning lines and a plurality of
signal lines, and in a terminal area of the TFT board, a
grounded electrode, an inspection pad and a switching device
between the inspection pad and the signal line or the scanning
line are formed, and configured by a CF board which is
arranged opposite to the TFT board and provided with a color
filter and a transparent electrode on the superficial side, com-
prising the steps of:

inspecting the liquid crystal display panel using the inspec-
tion pad with the switching device closed in inspection;
and

sticking a conductive tape that electrically connects the
transparent electrode of the CF board, the grounded
electrode and the inspection pad respectively of the TFT
board.

16. The method of manufacturing the liquid erystal display
device according to claim 15, further comprising the step of
driving the liquid crystal display panel with the switching
device open.
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