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THIN FILM TRANSISTOR DISPLAY PANEL
AND LIQUID CRYSTAL DISPLAY

[0001] This application claims priority to Korean Patent
Application No. 10-2014-0004040 filed on Jan. 13, 2014, and
all the benefits accruing therefrom under 35 U.S.C. §119, the
content of which in its entirety is herein incorporated by
reference.

BACKGROUND

[0002] (a) Field

[0003] Exemplary embodiments of the invention relateto a
thin film transistor display panel and a liquid crystal display
including the thin film transistor.

[0004] (b) Description of the Related Art

[0005] A liquid crystal display, which is one of the most
widely used types of flat panel display, typically includes two
sheets of display units with field generating electrodes such as
a pixel electrode, a common electrode, and the like, and a
liquid crystal layer interposed therebetween. The liquid crys-
tal display device generates an electric field in the liquid
crystal layer by applying voltages to the field generating
electrodes, and determines the direction of liquid crystal mol-
ecules of the liquid crystal layer by the generated electric
field, thus controlling polarization of incident light to display
images.

[0006] As the liquid crystal display is widely used as a
display device of a television receiver, a size of a screen is
being enlarged. When the size of the liquid crystal display is
enlarged, a difference in the visual field increases based on a
case in which a viewer views a center portion of the screen
and a case in which the viewer views both left and right ends
of the screen.

[0007] To compensate for such difference in the visual
field, a display device in a curved shape may be provided by
bending the display device to be in a concave shape or a
convex shape. The display device may be provided as a por-
trait type having a longer vertical length than a horizontal
length and bent in a vertical direction based on the viewer, and
may be provided in a landscape type having a shorter vertical
length than a horizontal length and bent in a horizontal direc-
tion, based on the viewer.

SUMMARY

[0008] 1In aliquid crystal display formed in a curved shape
by bending the liquid crystal display, front end stress is
applied to a substrate positioned to be inward of a curved
surface between the two substrates. Therefore, in such a lig-
uid crystal display, texture may occur due to misalignment of
elements in the upper and lower substrates.

[0009] Exemplary embodiments of the invention provide a
thin film transistor display panel, in which texture that may
occurs when bent to provide a curved panel is reduced by
placing a pixel electrode and a stem of a divided-voltage
reference voltage line in a horizontal direction, a manufactur-
ing method of the thin film transistor display panel, and a
liquid crystal display including the thin film transistor display
panel.

[0010] An exemplary embodiment of the invention pro-
vides a thin film transistor display panel including: a first
substrate; a gate line disposed on the first substrate; a storage
electrode line disposed on the first substrate; a gate insulating
layer disposed on the gate line; a semiconductor layer dis-
posed on the gate insulating layer; a data line disposed on the
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semiconductor layer; a drain electrode connected to the data
line and disposed on the semiconductor layer; a divided-
voltage reference voltage line disposed on the semiconductor
layer; a passivation layer which covers the data line, the drain
electrode and the divided-voltage reference voltage line,
where a first contact hole and a second contact hole, which
expose the drain electrode, are defined through the passiva-
tion layer; a first sub-pixel electrode electrically connected to
the drain electrode through the first contact hole and includ-
ing a plurality of pixel branch electrodes; and a second sub-
pixel electrode electrically connected to the drain electrode
through the second contact hole and including a plurality of
pixel branch electrodes, where the first sub-pixel electrode
and the first contact hole are in an upper region in a pixel area
with respect to the gate line, the second sub-pixel electrode
and the second contact hole are in a lower region in the pixel
area with respect to the gate line, the divided-voltage refer-
ence voltage line divides a first sub-pixel area of the pixel
area, in which the first sub-pixel electrode is disposed, into
two regions, and each of the two regions of the first sub-pixel
area has three sides defined by the divided-voltage reference
voltage line and an open side, and the divided-voltage refer-
ence voltage line divides a second sub-pixel area of the pixel
area, in which the second sub-pixel electrode is disposed, into
two regions and each of the two regions of the second sub-
pixel area has three sides defined by the divided-voltage ref-
erence voltage line and an open side.

[0011] Inanexemplary embodiment, the pixel branch elec-
trodes of each of the first sub-pixel electrode and second
sub-pixel electrode may include a first horizontal stem and a
second horizontal stem extending substantially in a horizon-
tal direction, and a plurality of minute branches extending in
an oblique direction from the first and second horizontal
stems.

[0012] In an exemplary embodiment, the open sides of the
two regions of the first sub-pixel area may be opposite to each
other, and the open sides of the two regions of the second
sub-pixel area may be opposite to each other.

[0013] In an exemplary embodiment, a minute branch
extending from the first horizontal stem of the first sub-pixel
electrode may be connected to a minute branch extending
from the second horizontal stem of the first sub-pixel elec-
trode, and a minute branch extending toward the gate line
from the second horizontal stem of the first sub-pixel elec-
trode may be connected to an expansion of the first sub-pixel
electrode and receive a voltage from the drain electrode
through the first contact hole.

[0014] In an exemplary embodiment, a minute branch
extending from the first horizontal stem of the second sub-
pixel electrode may be connected to a minute branch extend-
ing from the second horizontal stem of the second sub-pixel
electrode, and a minute branch extending toward the gate line
from the first horizontal stem of the second sub-pixel elec-
trode may be connected to an expansion of the second sub-
pixel electrode and receive the voltage from the drain elec-
trode through the second contact hole.

[0015] Inanexemplary embodiment, the pixel branch elec-
trodes of the first sub-pixel electrode may further include a
first perpendicular stem substantially perpendicular to the
first horizontal stem of the first sub-pixel electrode and con-
nected to an end of the first horizontal stem of the first sub-
pixel electrode, and a second perpendicular stem substan-
tially perpendicular to the second horizontal stem of the first
sub-pixel electrode and connected to an end of the second
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horizontal stem of the first sub-pixel electrode, and a position
of the first perpendicular stem in the first sub-pixel area is
opposite to a position of the second perpendicular stem in the
first sub-pixel area.

[0016] Inanexemplary embodiment, the pixel branch elec-
trodes of the second sub-pixel electrode may further include
a first perpendicular stem substantially perpendicular to the
first horizontal stem and connected to an end of the first
horizontal stem of the second sub-pixel electrode, a second
perpendicular stem substantially perpendicular to the second
horizontal stem of the second sub-pixel electrode and con-
nected to an end of the second horizontal stem of the second
sub-pixel electrode, and a position of the first perpendicular
stem in the second sub-pixel area is opposite to a position of
the second perpendicular stem in the second sub-pixel area.
[0017] In an exemplary embodiment, the first perpendicu-
lar stem and the second perpendicular stem of the first sub-
pixel electrode may overlap the divided-voltage reference
voltage line, and the divided-voltage reference voltage line
may be disposed between a minute branch extending from the
first horizontal stem of the first sub-pixel electrode and a
minute branch extending from the second horizontal stem of
the first sub-pixel electrode.

[0018] In an exemplary embodiment, the first perpendicu-
lar stem and the second perpendicular stem of the second
sub-pixel electrode may overlap the divided-voltage refer-
ence voltage line, and the divided-voltage reference voltage
line may be disposed between a minute branch extending
from the first horizontal stem of the first sub-pixel electrode
and a minute branch extending from the second horizontal
stem of the first sub-pixel electrode.

[0019] In an exemplary embodiment, a portion of the
divided-voltage reference voltage line in the first sub-pixel
area may include: a first horizontal unit, a second horizontal
unit and a third horizontal unit which extend substantially in
the horizontal direction in the first sub-pixel electrode region;
a first perpendicular unit connected to an end of the first
horizontal unit and an end of the second horizontal unit at a
first side; and a second perpendicular unit connected to an end
of the second horizontal unit and an end of the third horizontal
unit at a second side, where the first side and the second side
may be opposite to each other. In such an embodiment, a
portion of the divided-voltage reference voltage line in the
second sub-pixel area may include: a first horizontal unit, a
second horizontal unit and a third horizontal unit which
extend substantially in the horizontal direction in the second
sub-pixel electrode region; a first perpendicular unit con-
nected to an end of the first horizontal unit and an end of the
second horizontal unit at the first side; and a second perpen-
dicular unit connected to an end of the second horizontal unit
and an end of the third horizontal unit at the second side,
where the first perpendicular unit and the second perpendicu-
lar unit may be opposite to each other.

[0020] In an exemplary embodiment, the first perpendicu-
lar unit of the divided-voltage reference voltage line may
overlap the first perpendicular stem of the first sub-pixel
electrode or the second sub-pixel electrode, and the second
perpendicular unit of the divided-voltage reference voltage
line may overlap the second perpendicular unit of the first
sub-pixel electrode or the second sub-pixel electrode.
[0021] In an exemplary embodiment, a portion of the stor-
age electrode line formed in the first sub-pixel area may have
a square-like ring shape surrounding four sides of the first
sub-pixel area.
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[0022] 1Inan exemplary embodiment, a portion of the stor-
age electrode line in the second sub-pixel electrode region has
a shape substantially the same as a shape of the divided-
voltage reference voltage line in the second sub-pixel elec-
trode region, the portion of the storage electrode line in the
second sub-pixel area may overlap the divided-voltage refer-
ence voltage line in the second sub-pixel area, and the portion
of the storage electrode line in the second sub-pixel area may
be electrically insulated from the divided-voltage reference
voltage line in the second sub-pixel area.

[0023] In an exemplary embodiment, the thin film transis-
tor display panel may further include a shield electrode dis-
posed in a same layer as the first and second sub-pixel elec-
trodes, and the shield electrode may extend substantially in a
perpendicular direction along the pixel area and include a
perpendicular unit overlapping the data line and a horizontal
unit disposed between the first sub-pixel electrode and the
second sub-pixel electrode.

[0024] In an exemplary embodiment, four domains are
defined in each of the first and second sub-pixel areas.

[0025] Another exemplary embodiment of the invention
provides a liquid crystal display including: a first substrate; a
gate line disposed on the first substrate; a storage electrode
line disposed on the first substrate; a gate insulating layer
disposed on the gate line; a semiconductor layer disposed on
the gate insulating layer; a data line disposed on the semicon-
ductor layer; a drain electrode connected to the data line and
disposed on the semiconductor layer; a divided-voltage ref-
erence voltage line disposed on the semiconductor layer; a
passivation layer which covers the data line, the drain elec-
trode and the divided-voltage reference voltage line, where a
first contact hole and a second contact hole, which expose the
drain electrode, are defined through the passivation layer; a
first sub-pixel electrode electrically connected to the drain
electrode through the first contact hole, and including a plu-
rality of pixel branch electrodes; a second sub-pixel electrode
electrically connected to the drain electrode through the sec-
ond contact hole, and including a plurality of pixel branch
electrodes; a second substrate disposed opposite to the first
substrate; a common electrode disposed on the second sub-
strate; and a liquid crystal layer disposed between the first
substrate and the second substrate, where the first sub-pixel
electrode and the first contact hole are in an upper region of a
pixel area with respect to the gate line, the second sub-pixel
electrode and the second contact hole are in a lower region of
the pixel area with respect to the gate line, the pixel branch
electrodes of each of the first sub-pixel electrode and the
second sub-pixel electrode includes: a first horizontal stem
extending substantially in a horizontal direction; a second
horizontal stem extending substantially in the horizontal
direction; and a plurality of minute branches extending in an
oblique direction from the first and second horizontal stems,
the divided-voltage reference voltage line divides a first sub-
pixel area of the pixel area, in which the first sub-pixel elec-
trode 1s disposed, into two regions, each of the two regions of
the first sub-pixel area has three sides defined by the divided-
voltage reference voltage line and an open side, open sides of
the two regions of the first sub-pixel area are opposite to each
other, the divided-voltage reference voltage line divides a
second sub-pixel area of the pixel area, in which the second
sub-pixel electrode is disposed, into two regions, each of the
two regions of the second sub-pixel area has three sides
defined by the divided-voltage reference voltage line and an
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open side, and open sides of the two regions of the second
sun-pixel area are opposite to each other.

[0026] In an exemplary embodiment, a minute branch
extending from the first horizontal stem of the first sub-pixel
electrode may be connected to a minute branch extending
from the second horizontal stem of the first sub-pixel elec-
trode, aminute branch extending toward the gate line from the
second horizontal stem of the first sub-pixel electrode may be
connected to an expansion of the first sub-pixel electrode and
receive a voltage from the drain electrode through the first
contact hole, a minute branch extending from the first hori-
zontal stem of the second sub-pixel electrode may be con-
nected to a minute branch extending from the second hori-
zontal stem of the second sub-pixel electrode, and a minute
branch extending toward the gate line from the first horizontal
stem of the second sub-pixel electrode may be connected to
an expansion of the second sub-pixel electrode and receive a
voltage from the drain electrode through the second contact
hole.

[0027] Inanexemplary embodiment, the pixel branch elec-
trodes of each of the first sub-pixel electrode and the second
sub-pixel electrode may further include: a first perpendicular
stem substantially perpendicular to the first horizontal stem
thereof and connected to an end of the first horizontal stem
thereof, a second perpendicular stem substantially perpen-
dicular to the second horizontal stem thereof and connected to
an end of the second horizontal stem thereof, and aposition of
the first perpendicular stem in the first or second sub-pixel
area may be opposite a position of the second perpendicular
stem therein.

[0028] Inanexemplary embodiment, the liquid crystal dis-
play may further include a shield electrode disposed in a same
layer as the first and second sub-pixel electrodes, where the
shield electrode may extend in the perpendicular direction
along the pixel area, and the shield electrode may include: a
perpendicular unit which overlaps the data line; and a hori-
zontal unit disposed between the first sub-pixel electrode and
the second sub-pixel electrode.

[0029] Inanexemplary embodiment, the liquid crystal dis-
play may further include a black matrix which exposes the
first and second sub-pixel areas and a region of the second
substrate facing the shield electrode.

[0030] In exemplary embodiments of the invention, the
pixel electrode and the stem of the divided-voltage reference
voltage line are disposed in a horizontal direction to improve
texture that may occur when bent to be configured as a curved
panel.

BRIEF DESCRIPTION OF THE DRAWINGS

[0031] The above and other features of the invention will
become more apparent by describing in detailed exemplary
embodiments thereof with reference to the accompanying
drawings, in which:

[0032] FIG.1isaplan view of an exemplary embodiment
of a thin film transistor display panel according to the inven-
tion;

[0033] FIG.2isacross-sectional view taken along line II-11
of the thin film transistor display panel of FIG. 1,

[0034] FIG. 3 is a plan view of a data line and a divided-
voltage reference voltage line of an exemplary embodiment
of a thin film transistor display panel according to the inven-
tion;
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[0035] FIG. 4isaplan view of a pixel electrode and a shield
electrode of an exemplary embodiment of a thin film transis-
tor display panel according to the invention;

[0036] FIG. 5 is a cross-sectional view of an exemplary
embodiment of a liquid crystal display according to an the
invention;

[0037] FIG. 6 is an equivalent circuit diagram showing a
pixel of an exemplary embodiment of a liquid crystal display
according to the invention;

[0038] FIG. 7 is a plan view of a comparative embodiment
of a thin film transistor display panel;

[0039] FIG. 8 is a plan view of a pixel electrode of the
comparative embodiment of a liquid crystal display;

[0040] FIG. 9 is a plan view of a data line and a divided-
voltage reference voltage line of the comparative embodi-
ment of a liquid crystal display;

[0041] FIG. 10 shows a pixel image in a flat state and a
curved state of a pixel configuration according to a compara-
tive embodiment of a liquid crystal display (normal type) and
an exemplary embodiment of a liquid crystal display accord-
ing to the invention (horizontal type); and

[0042] FIG. 11 to FIG. 17 are views showing an exemplary
embodiment of a method of manufacturing a thin film tran-
sistor display panel according to the invention.

DETAILED DESCRIPTION OF THE
EMBODIMENTS

[0043] The invention now will be described more fully
hereinafter with reference to the accompanying drawings, in
which various embodiments are shown. This invention may,
however, be embodied in many different forms, and should
not be construed as limited to the embodiments set forth
herein. Rather, these embodiments are provided so that this
disclosure will be thorough and complete, and will fully
convey the scope of the invention to those skilled in the art.
Like reference numerals refer to like elements throughout.
[0044] It will be understood that when an element is
referred to as being “on” another element, it can be directly on
the other element or intervening elements may be therebe-
tween. In contrast, when an element is referred to as being
“directly on” another element, there are no intervening ele-
ments present.

[0045] Itwill be understood that, although the terms “first,”
“second,” “third” etc. may be used herein to describe various
elements, components, regions, layers and/or sections, these
elements, components, regions, layers and/or sections should
not be limited by these terms. These terms are only used to
distinguish one element, component, region, layer or section
from another element, component, region, layer or section.
Thus, “a first element,” “component,” “region,” “layer” or
“section” discussed below could be termed a second element,
component, region, layer or section without departing from
the teachings herein.

[0046] The terminology used herein is for the purpose of
describing particularembodiments only and is not intended to
be limiting. As used herein, the singular forms “a,” “an,” and
“the” are intended to include the plural forms, including “at
least one,” unless the content clearly indicates otherwise.
“Or” means “and/or.” As used herein, the term “and/or”
includes any and all combinations of one or more of the
associated listed items. It will be further understood that the
terms “comprises” and/or “comprising,” or “includes” and/or
“including” when used in this specification, specify the pres-
ence of stated features, regions, integers, steps, operations,
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elements, and/or components, but do not preclude the pres-
ence or addition of one or more other features, regions, inte-
gers, steps, operations, elements, components, and/or groups
thereof.

[0047] Furthermore, relative terms, such as “lower” or
“bottom” and “upper” or “top,” may be used herein to
describe one element’s relationship to another element as
illustrated in the Figures. It will be understood that relative
terms are intended to encompass different orientations of the
device in addition to the orientation depicted in the Figures.
For example, if the device in one of the figures is turned over,
elements described as being on the “lower” side of other
elements would then be oriented on “upper” sides of the other
elements. The exemplary term “lower,” can therefore, encom-
passes both an orientation of “lower” and “upper,” depending
on the particular orientation of the figure. Similarly, if the
device in one of the figures is turned over, elements described
as “below” or “beneath” other elements would then be ori-
ented “above” the other elements. The exemplary terms
“below” or “beneath” can, therefore, encompass both an ori-
entation of above and below.

[0048] “About” or “approximately” as used herein is inclu-
sive of the stated value and means within an acceptable range
of deviation for the particular value as determined by one of
ordinary skill in the art, considering the measurement in
question and the error associated with measurement of the
particular quantity (i.e., the limitations of the measurement
system). For example, “about” can mean within one or more
standard deviations, or within +30%, 20%, 10%, 5% of the
stated value.

[0049] Unless otherwise defined, all terms (including tech-
nical and scientific terms) used herein have the same meaning
as commonly understood by one of ordinary skill in the art to
which this disclosure belongs. It will be further understood
that terms, such as those defined in commonly used dictio-
naries, should be interpreted as having a meaning that is
consistent with their meaning in the context of the relevant art
and the disclosure, and will not be interpreted in an idealized
or overly formal sense unless expressly so defined herein.
[0050] Exemplary embodiments are described herein with
reference to cross section illustrations that are schematic
illustrations of idealized embodiments. As such, variations
from the shapes of the illustrations as a result, for example, of
manufacturing techniques and/or tolerances, are to be
expected. Thus, embodiments described herein should not be
construed as limited to the particular shapes of regions as
illustrated herein but are to include deviations in shapes that
result, for example, from manufacturing. For example, a
region illustrated or described as flat may, typically, have
rough and/or nonlinear features. Moreover, sharp angles that
are illustrated may be rounded. Thus, the regions illustrated in
the figures are schematic in nature and their shapes are not
intended to illustrate the precise shape of a region and are not
intended to limit the scope of the claims.

[0051] Hereinafter, exemplary embodiments of a thin film
transistor display panel and exemplary embodiments of a
manufacturing method thereof, according to the invention,
will now be described with reference to accompanying draw-
ings.

[0052] An exemplary embodiment of a thin film transistor
display panel according to the invention will now be
described with reference to FIG. 1 to FIG. 4.

[0053] FIG.1is a plan view of an exemplary embodiment
of a thin film transistor display panel according to the inven-
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tion. FIG. 2 is a cross-sectional view taken along line II-1T of
the thin film transistor display panel of FIG. 1. FIG. 3 is aplan
view of a data line 171 and a divided-voltage reference volt-
age line 172 of an exemplary embodiment of a thin film
transistor display panel according to the invention. FIG. 4is a
plan view of a pixel electrode 191 and a shield electrode 273
of an exemplary embodiment of a thin film transistor display
panel according to the invention.

[0054] In an exemplary embodiment of the thin film tran-
sistor display panel, as shown in FIGS. 1 and 2, a gate con-
ductor including a gate line 121 and storage electrode lines
131 and 132 is disposed on an insulation substrate 110 includ-
ing a transparent material such as glass or plastic, for
example.

[0055] The gate line 121 includes a gate electrode and a
wide end portion (not shown) that may be connected to
another layer or an external driving circuit. The gate line 121
may include aluminum (Al) or an aluminum-based metal
such as an aluminum alloy, silver (Ag) or asilver-based metal
such as a silver alloy, copper (Cu) or a copper-based metal
such as a copper alloy, molybdenum (Mo) or a molybdenum-
based metal such as a molybdenum alloy, chromium (Cr),
tantalum (Ta), or titanium (Ti). In one exemplary embodi-
ment, for example, the gate line 121 may have a multilayer
structure including at least two conductive layers having dif-
ferent physical properties from each other.

[0056] The gate line 121 extends substantially in a horizon-
tal direction in a single pixel area. An upper region of the gate
line 121 defines a first sub-pixel area for expressing a high
grayscale, and a lower region of the gate line 121 defines a
second sub-pixel area for expressing a low grayscale.

[0057] Thestorageelectrode lines 131 and 132 may include
or be made of the same material as the gate line 121 and may
be provided or formed by a concurrent process with a process
of providing the gate line 121.

[0058] The storage electrode line 131 at the upper region of
the gate line 121 may have a shape that surrounds the first
sub-pixel area in a quadrangular manner, e.g., a square-like
ring shape. An upper horizontal unit of the storage electrode
line 131 at the upper region of the gate line 121 may extend
from a pixel area substantially in the horizontal direction, and
may be connected to another layer or an external driving
circuit.

[0059] The storage electrode line 132 at the lower region of
the gate line 121 may have a shape similar to a shape of the
number 5 in the second sub-pixel area. In such an embodi-
ment, the storage electrode line 132 includes a plurality of
horizontal units and a plurality of perpendicular units for
connecting the horizontal units on an edge, and the perpen-
dicular units connect one opposing side ends of the horizontal
units. In an exemplary embodiment, the horizontal units may
be substantially parallel to each other, and the perpendicular
units may be substantially perpendicular to the horizontal
units. [nan exemplary embodiment, as shown in FIG. 1, a first
horizontal unit and a second horizontal unit may be connected
to a first perpendicular unit at left side ends thereof, and the
second horizontal unit and a third horizontal unit may be
connected to a second perpendicular unit at right side ends
thereof. The third horizontal unit provided at a lowermost end
of the storage electrode line 132 may extend from the second
sub-pixel area and may be connected to another layer or an
external driving circuit. The third horizontal unit of the stor-
age electrode line 132 may define the upper horizontal unit of
the storage electrode line 131 at the upper region in another
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pixel area provided thereunder. In an exemplary embodiment,
a single horizontal unit, which extends substantially in the
horizontal direction and connected to another layer or an
external driving circuit, is disposed between two adjacent
pixel areas in a vertical direction.

[0060] Inanexemplary embodiment, as shown in FIG. 2, a
gate insulating layer 140 is disposed on the gate conductor.
[0061] Insuchanembodiment, a first semiconductor 154a,
asecond semiconductor 1545 and a third semiconductor 154¢
are disposed on the gate insulating layer 140.

[0062] A plurality of ohmic contacts, e.g., ohmic contacts
163a and 165a of the first semiconductor 154a, are disposed
on the semiconductors 1544, 1545, and 154c¢.

[0063] A data conductor including a data line 171 and a
divided-voltage reference voltage line 172 is disposed on the
ohmic contacts 163a and 1654 and the gate insulating layer
140

[0064] The data conductor, and the semiconductors and the
ohmic contacts disposed below the data conductor, may be
simultaneously provided or formed using a same mask or a
single mask.

[0065] FIG. 3 shows a data conductor of an exemplary
embodiment of a thin film transistor display panel according
to the invention.

[0066] In an exemplary embodiment, the data conductor
includes a data line 171, a first drain electrode 175a, a second
drain electrode 1755, and a divided-voltage reference voltage
line 172.

[0067] The dataline 171 extends substantially in a perpen-
dicular direction along a pixel area, and includes a first source
electrode 173a and a second source electrode 1735.

[0068] Insuchanembodiment, the data conductor includes
the divided-voltage reference voltage line 172 including a
third drain electrode 175¢.

[0069] Referring to FIG. 3, in an exemplary embodiment,
the divided-voltage reference voltage line 172 includes a
plurality of horizontal units and a plurality of perpendicular
units for connecting the horizontal units, and has a shape
similar to the shape of the number 5. In such an embodiment,
the divided-voltage reference voltage line 172 includes a
plurality of horizontals unit and a plurality of perpendicular
units for connecting them, and the perpendicular units con-
nect one side ends of the horizontal units that are parallel. In
an exemplary embodiment, the horizontal units may be sub-
stantially parallel to each other, and the perpendicular units
may be substantially perpendicular to the horizontal units. In
such an embodiment, a first horizontal unit and a second
horizontal unit may be connected to a first perpendicular unit
at left side ends thereof, and the second horizontal unit and a
third horizontal unit may be connected to a second perpen-
dicular unit at right side ends thereof.

[0070] The divided-voltage reference voltage line 172 may
have portions having a shape similar to the shape of the
number 5 in the first sub-pixel area and the second sub-pixel
area, respectively. In an exemplary embodiment, the second
sub-pixel area may be longer than the first sub-pixel area, and
a length of the divided-voltage reference voltage line 172 in
the second sub-pixel area may be longer than the divided-
voltage reference voltage line 172 in the first sub-pixel area.
[0071] In an alternative exemplary embodiment, the
divided-voltage reference voltage line 172 may have a
reversed shape of the shape similar to the shape of the number
5 shown in FIG. 3 in which the right and the left sides are
reversed in the horizontal direction. In one exemplary
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embodiment, for example, the divided-voltage reference volt-
age line 172 may have a shape similar to a shape of the
number 2 that is similar a shape in which the right and the left
sides of the shape similar to the number 5 is reversed in the
horizontal direction, in each of the first sub-pixel area and the
second sub-pixel area.

[0072] Regarding the divided-voltage reference voltage
line 172 in the first sub-pixel area, the horizontal unit 177 that
defines a lowermost portion thereof may include a portion
extending downwardly to define the third drain electrode
175¢.

[0073] The first gate electrode 124a, the first source elec-
trode 173a and the first drain electrode 1754 collectively
define a first thin film transistor (Qa shown in FIG. 6) together
with the first semiconductor island 1544, and a channel of the
first thin film transistor is formed on the semiconductor 154a
between the first source electrode 173a and the first drain
electrode 175a. Similarly, the second gate electrode 1245, the
second source electrode 1735 and the second drain electrode
1756 collectively define a second thin film transistor (Qb
shown in FIG. 6) together with the second semiconductor
island 1545, and a channel of the second thin film transistor is
formed on the semiconductor 1545 between the second
source electrode 1735 and the second drain electrode 1755,
while the third gate electrode 124c, a third source electrode
173¢ and the third drain electrode 175¢ collectively define a
third thin film transistor (Qc shown in FIG. 6) together with
the third semiconductor island 154c¢, and a channel of the
third thin film transistor is formed on the semiconductor 154¢
between the third source electrode 173¢ and the third drain
electrode 175c¢.

[0074] The second drain electrode 1754 is connected to the
third source electrode 173¢ and includes an expanded portion
having a wide area.

[0075] A first passivation layer 180p is disposed on the data
conductor and exposed portions of the semiconductors 154q,
1545 and 154c¢. The first passivation layer 180p may include
an inorganic insulating layer such as a silicon nitride or a
silicon oxide. In an exemplary embodiment, a second passi-
vation layer 180¢ may be a color filter, and the first passiva-
tion layer 180p may effectively prevent inflow of a pigment of
a second passivation layer 180q into the exposed portions of
the semiconductors 154a, 1546 and 154c.

[0076] In an exemplary embodiment, as shown in FIG. 2,
the second passivation layer 180g is disposed on the first
passivation layer 180p. In an alternative exemplary embodi-
ment, the second passivation layer 180¢ may be omitted. In an
exemplary embodiment, the second passivation layer 180g
may be a color filter. In such an embodiment, where the
second passivation layer 1804 is a color filter, the second
passivation layer 180¢ may uniquely express one of primary
colors which may be red, green and blue, or yellow, cyan and
magenta. In an exemplary embodiment, the color filter may
further include a color filter for expressing a mixed color of
the primary colors or white.

[0077] A first contact hole 1854 and a second contact hole
1855 for exposing the first drain electrode 175¢ and the sec-
ond drain electrode 1755 are defined through the first passi-
vation layer 180p and the second passivation layer 180q.
[0078] A plurality of pixel electrodes 191 is disposed on the
second passivation layer 180g. The respective pixel elec-
trodes 191 are spaced apart from each other with a gate line
121 therebetween, and each pixel electrode 191 may include
a first sub-pixel electrode 191¢ and a second sub-pixel elec-
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trode 1915 neighboring each other in the vertical direction or
a column direction with respect to the gate line 121. In an
exemplary embodiment, the pixel electrode 191 may be
formed with a transparent material such as indium tin oxide
(“ITO”) and indium zinc oxide (“IZO, for example, or a
reflective metal such as aluminum, silver, chromium, or an
alloy thereof, for example.

[0079] The shield electrode 273 including a same material
as the pixel electrode 191 is disposed in the same layer as the
pixel electrode 191 on the second passivation layer 180g. The
pixel electrode 191 and the shield electrode 273 may be
simultaneously provided or formed by a same process.
[0080] FIG. 4 shows shapes of a pixel electrode 191 and a
shield electrode 273 of an exemplary embodiment of a thin
film transistor display panel according to the invention.
[0081] The shapes of the pixel electrode 191 and the shield
electrode 273 will now be described in detail with reference to
FIG. 4.

[0082] The shield electrode 273 will be described first. The
shield electrode 273 includes perpendicular units overlapping
portions of the data line 171 disposed in sides of a pixel area
and a horizontal unit 275 for connecting neighboring perpen-
dicular units. The shield electrode 273 may further include an
expansion in a center of the horizontal unit 275 of the shield
electrode.

[0083] A wvoltage applied to the shield electrode 273 is
substantially the same as a voltage applied to the common
electrode (not shown).

[0084] Therefore, in such an embodiment, electric field is
not generated between the shield electrode 273 and the com-
mon electrode, and alignment of liquid crystal molecules of a
liquid crystal layer disposed between the shield electrode 273
and the common electrode are not changed. Accordingly, in
such an embodiment, a portion of the liquid crystal layer
between the shield electrode and the common electrode is in
a black state, such that the portion of the liquid crystal may
function as a black matrix. Accordingly, the black matrix,
which is conventionally provided to the upper panel may be
omitted from the liquid crystal display including such an
embodiment of the thin film transistor display panel accord-
ing to the invention. In such an embodiment, the portion of the
liquid crystal layer between the shield electrode and the com-
mon electrode functions as a black matrix.

[0085] The pixel electrode 191 will now be described. The
pixel electrodes 191 are spaced apart from each other with the
gate line 121 therebetween, and include the first sub-pixel
electrode 191a and the second sub-pixel electrode 1915
neighboring in the column direction with respect to the gate
line 121.

[0086] The first sub-pixel electrode 191a includes horizon-
tal stems extending substantially in the horizontal direction
and a plurality of minute branches extending in an oblique
direction, e.g. a diagonal direction, from opposing sides of the
horizontal stems. The first sub-pixel electrode 191a includes
two horizontal stems 193a and 1935, minute branches of
which extends in different directions from each other.

[0087] Referring to FIG. 4, the first sub-pixel electrode
191q further includes a first perpendicular stem that is sub-
stantially perpendicular to the first horizontal stem at a right
side of the first sub-pixel electrode 191a, and the minute
branches extends from the first horizontal stem 193a
obliquely in a direction away from the first perpendicular
unit, e.g., an upper left or lower left direction.
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[0088] Insuchanembodiment, the first sub-pixel electrode
191qa further includes a second perpendicular stem that is
substantially perpendicular to the second horizontal stem
1935 at a left side of the first sub-pixel electrode 1914, and the
minute branch extends from the second horizontal stem 1935
obliquely in a direction away from the second perpendicular
unit, e.g., an upper right or lower right direction.

[0089] However, the positions of the first and second per-
pendicular stems are not limited to the positions described
above. In an alternative exemplary embodiment, the first hori-
zontal stem may include a first perpendicular stem at the left
side, and the second horizontal stem may include a second
perpendicular stem at the right side.

[0090] In an exemplary embodiment, the first sub-pixel
electrode 191a may further include minute branches extend-
ing from the first and second perpendicular stems. A part of
the minute branch extending from the first horizontal stem
193a is connected to the minute branch extending from the
second horizontal stem 1935. Further, a part of the minute
branch extending from the first horizontal stem is connected
to the expansion of the first sub-pixel electrode and receives a
voltage from the drain electrode through the first contact hole
185a.

[0091] The second sub-pixel electrode 1914 has a shape
substantially the same as the shape of the first sub-pixel
electrode 191a. In such an embodiment, the second sub-pixel
electrode 1915 includes two horizontal stems that extend
substantially in the horizontal direction, two perpendicular
stems and a plurality of minute branches that extends in the
diagonal direction from the horizontal or perpendicular
stems. The second sub-pixel electrode 1915 includes two
horizontal stems of which minute branches proceed in differ-
ent directions. The horizontal stems, the perpendicular stems
and the minute branches of the second sub-pixel electrode
1915 are substantially the same as the horizontal stems, the
perpendicular stems and the minute branches of the first sub-
pixel electrode 191a, and any repetitive detailed description
thereof will be omitted.

[0092] Referring to FIG. 3 and F1G. 4, the region, in which
the horizontal unit and the perpendicular unit of the divided-
voltage reference voltage line 172 are disposed, corresponds
to a region in which the minute branches are not disposed in
the pixel electrode 191.

[0093] The first sub-pixel area will now be described in
detail with reference to FIG. 3 and F1G. 4.

[0094] A first horizontal unit of the divided-voltage refer-
ence voltage line, which defines the uppermost part of the
divided-voltage reference voltage line 172 and extends to the
left side from the right side, is disposed on an edge of the
minute branch.

[0095] A second perpendicular unit 174 of the divided-
voltage reference voltage line, which is connected to a first
side end (e.g., a left side end) of the first horizontal unit and is
disposed on the left side, overlaps the second perpendicular
stem of the first sub-pixel electrode 191a.

[0096] A second horizontal unit of the divided-voltage ref-
erence voltage line, the first side end of which is connected to
the second perpendicular unit 174 and extends to a second
side (e.g., the right side), is disposed between the minute
branch extending from the first horizontal stem of the first
sub-pixel electrode and the minute branch extending from the
second horizontal stem.

[0097] A second perpendicular unit of the divided-voltage
reference voltage line, which is connected to the second side
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end of the second horizontal unit of the divided-voltage ref-
erence voltage line and is disposed on the second side (left
side) of a single pixel area, extends to the second sub-pixel
area. In such an embodiment, a third horizontal unit 177 may
extend in the center of the second perpendicular unit in the
horizontal direction.

[0098] The third horizontal unit 177 of the divided-voltage
reference voltage line is disposed below the minute branch
extending from the first horizontal stem 193a of the first
sub-pixel electrode.

[0099] The second sub-pixel area may correspond to the
first sub-pixel area.

[0100] The first sub-pixel electrode 191a and the second
sub-pixel electrode 1915 are physically and electrically con-
nected to the first drain electrode 175a and the second drain
electrode 1755 through the first contact hole 1854 and the
second contact hole 1855, and receive a data voltage from the
first drain electrode 175a and the second drain electrode
175b. In such an embodiment, a part of the data voltage
applied to the second drain electrode 1755 is divided by the
third source electrode 173¢ and the voltage applied to the first
sub-pixel electrode 191a becomes greater than the voltage
applied to the second sub-pixel electrode 1915.

[0101] A liquid crystal display including a thin film tran-
sistor display panel will now be described with reference to
FIG. 5. FIG. 5 is a cross-sectional view of an exemplary
embodiment ofa liquid crystal display according to the inven-
tion.

[0102] Referring to FIG. 5, a lower panel 100 of such an
embodiment of a liquid crystal display is substantially the
same as the lower panel of the exemplary embodiments of the
thin film transistor display panel described above with refer-
ence to FIG. 2, and any repetitive detailed description thereof
will be omitted.

[0103] Hereinafter, an upper panel 200 of an exemplary
embodiment of a liquid crystal display will now be described.
[0104] In such an embodiment, the upper panel 200
includes an insulation substrate 210 including a transparent
material, such as glass and plastic, for example. In such an
embodiment, a light blocking member 220 is disposed on the
insulation substrate 210. The light blocking member 220 may
be referred to as a black matrix that prevents light leakage.
[0105] A plurality of color filters (not shown) may be dis-
posed on the insulation substrate 210. In an exemplary
embodiment, the second passivation layer 180¢ of the lower
panel 100 may function as a color filter, and the color filter of
upper panel 200 may be omitted. In an exemplary embodi-
ment, the light blocking member 220 of the upper panel 200
may be disposed on the lower panel 100.

[0106] Inanexemplary embodiment, as shownin FIG. 5, an
overcoat 250 is disposed on the color filter and the light
blocking member 220. The overcoat 250 may include or be
made of an (organic) insulating material, effectively prevents
exposure of the color filter and provides a flat side. In an
alternative exemplary embodiment, the overcoat 250 may be
omitted.

[0107] Aliquidcrystal layer 3 may be disposed between the
lower panel 100 and the upper panel 200. The liquid crystal
layer 3 may have negative dielectric anisotropy, and longitu-
dinal axes of liquid crystal molecules of the liquid crystal
layer 3 may be aligned substantially perpendicular to a sut-
face of the display panels 100 and 200 when electric field is
not generated therein.
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[0108] The first sub-pixel electrode 191a and the second
sub-pixel electrode 1915, to which the data voltage is applied,
generate an electric field together with a common electrode
270 of the upper panel 200 to determine a direction of the
liquid crystal molecules of the liquid crystal layer 3 between
the two electrodes 191 and 270. Luminance of the light pass-
ing through the liquid crystal layer 3 is changed or controlled
by the above-determined direction of the liquid crystal mol-
ecules.

[0109] A signal line and pixels of an exemplary embodi-
ment of a liquid crystal display and an exemplary embodi-
ment of a driving method thereof, according to the invention,
will now be described with reference to FIG. 6. FIG. 6 is an
equivalent circuit diagram showing a pixel of an exemplary
embodiment ofa liquid crystal display according to the inven-
tion.

[0110] Referring to FIG. 6, each pixel of an exemplary
embodiment of the liquid crystal includes a plurality of signal
lines including a gate line (GL) for transmitting a gate signal,
a data line (DL) for transmitting a data signal, and a divided-
voltage reference voltage line (RL) for transmitting adivided-
voltage reference voltage, and first, second and third switch-
ing elements (Qa, Qb and Qc) connected to a plurality of
signal lines, and first and second liquid crystal capacitors
(Clea and Clcb).

[0111] The first and second switching elements (Qa and
Qb) are connected to the gate line (GL) and the data line (DL),
and the third switching element (Qc) is connected to an output
terminal of the second switching element (Qb) and the
divided-voltage reference voltage line (RL).

[0112] The first switching element (Qa) and the second
switching element (Qb) may be three-terminal elements, e.g,,
a thin film transistor, a control terminal of the first switching
element (Qa) is connected to the gate line (GL), an input
terminal of the first switching element (Qa) is connected to
the data line (DL), an output terminal of the first switching
element (Qa) is connected to the first liquid crystal capacitor
(Clea), and an output terminal of the second switching ele-
ment (Qb) is connected to the second liquid crystal capacitor
(Cleb) and an input terminal of the third switching element
(Qe).

[0113] Thethird switching element (Qc) is a three-terminal
element, e.g., the thin film transistor, a control terminal of the
third switching element (Qc) is connected to the gate line
(GL), an input terminal of the third switching element (Qc) is
connected to the second liquid crystal capacitor (Cleb), and
an output terminal of the third switching element (Qc) is
connected to the divided-voltage reference voltage line (RL).
[0114] In such an embodiment, when a gate-on signal is
applied to the gate line (GL), the first switching element (Qa),
the second switching element (Qb) and the third switching
element (Qc), which are connected to the gate line (GL), are
turned on. The data voltage applied to the data line (DL) is
applied to the first sub-pixel electrode (PEa) and the second
sub-pixel electrode (PEb) through the turned-on first and
second switching elements (Qa and Qb). In such an embodi-
ment, the data voltages applied to the first sub-pixel electrode
(PEa) and the second sub-pixel electrode (PEb) are substan-
tially the same as each other, and the first liquid crystal
capacitor (Clca) and the second liquid crystal capacitor
(Clcb) are charged with substantially a same value corre-
sponding to a difference between the common voltage and the
data voltage. Simultaneously, the voltage charged in the sec-
ond liquid crystal capacitor (Cleb) is divided by the turned-on
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third switching element (Qc). Therefore, the voltage value
stored in the second liquid crystal capacitor (Cleb) is lower by
a difference between the common voltage and the divided-
voltage reference voltage, such that the voltage charged in the
first liquid crystal capacitor (Clca) becomes greater than the
voltage charged in the second liquid crystal capacitor (Cleb).
[0115] As described above, in such an embodiment, the
voltage charged in the first liquid crystal capacitor (Clca)
becomes different from the voltage charged in the second
liquid crystal capacitor (Clcb). The voltage of the first liquid
crystal capacitor (Clca) is different from the voltage of the
second liquid crystal capacitor (Clcb) such that angles of the
liquid crystal molecules in the first sub-pixel and the second
sub-pixel are different from each other, and luminances of the
two kinds of sub-pixels thereby become different from each
other. Therefore, when the voltage of the first liquid crystal
capacitor (Clca) and the voltage of the second liquid crystal
capacitor (Clcb) are effectively controlled to allow the image
viewed from the lateral side to be substantially close, e.g., as
close as possible, to the image viewed from the front side, and
thus lateral visibility may be improved.

[0116] In an exemplary embodiment, as described above,
the third switching element (Qc) is connected between the
second liquid crystal capacitor (Clcb) and the divided-voltage
reference voltage line (RL) to allow the voltage charged in the
first liquid crystal capacitor (Clca) to be different from the
voltage charged in the second liquid crystal capacitor (Cleb).
In an alternative exemplary embodiment of a liquid crystal
display may include a step-down capacitor, to which the
second liquid crystal capacitor (Clcb) is connected. In such an
embodiment, the liquid crystal display may include a third
switching element including a first terminal connected to a
step-down gate line, a second terminal connected to the sec-
ond liquid crystal capacitor (Clcb), and a third terminal con-
nected to the step-down capacitor such that a portion of an
amount of charges stored in the second liquid crystal capaci-
tor (Clcb) may be charged to the step-down capacitor, and a
charging voltage between the first liquid crystal capacitor
(Cleb) and the second liquid crystal capacitor (Clcb) may be
set in a different manner. In another alternative exemplary
embodiment of the liquid crystal display according to the
invention, the first liquid crystal capacitor (Clcb) and the
second liquid crystal capacitor (Clcb) may be connected to
different data lines and receive different data voltages, such
that a different charged voltage between the firstliquid crystal
capacitor (Clch) and the second liquid crystal capacitor
(Clcb) may be set. In an exemplary embodiment, the charged
voltage between the first liquid crystal capacitor (Clcb) and
the second liquid crystal capacitor (Clcb) may be set to have
different values using other various methods.

[0117] Referring to FIG. 7 to FIG. 9, a comparative
embodiment of a liquid crystal display will now be described.
[0118] FIG. 7 is a plan view of a comparative embodiment
of a thin film transistor display panel. FIG. 8 shows a pixel
electrode of a comparative embodiment of a liquid crystal
display. FIG. 9 shows a data line and a divided-voltage refer-
ence voltage line of a comparative embodiment of a liquid
crystal display.

[0119] Referring to FIG. 9, a divided-voltage reference
voltage line 172 of a comparative embodiment of a liquid
crystal display may extend vertically along a center of a pixel
area in a perpendicular manner. A part of the divided-voltage
reference voltage line 172 disposed outside the pixel area may
define a third drain electrode 175c¢.
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[0120] Referring to FIG. 8, the pixel electrode of a com-
parative embodiment of the liquid crystal display has a qua-
drangular shape, and includes a cross stem including a hori-
zontal stem 193 and a perpendicular stem 192 that crosses the
horizontal stem 193. In such a comparative embodiment, as
shown in FIG. 8, aunit pixel electrode in each sub-pixel are is
divided into a first sub-region (Da), a second sub-region (Db),
a third sub-region (Dc) and a fourth sub-region (Dd) by the
horizontal stem 193 and the perpendicular stem 192, and the
sub-regions (Da-Dd) include a plurality of first minute
branches 194a, a plurality of second minute branches 1945, a
plurality of third minute branches 194¢, and a plurality of
fourth minute branches 1944, respectively.

[0121] The first minute branch 194a obliquely extends in
the left upward direction from the horizontal stem 193 or the
perpendicular stem 192, and the second minute branch 1945
obliquely extends in the right upward direction from the
horizontal stem 193 or the perpendicular stem 192. The third
minute branch 194¢ extends in the left downward direction
from the horizontal stem 193 or the perpendicular stem 192,
and the fourth minute branch 194d extends in the right down-
ward direction from the horizontal stem 193 or the perpen-
dicular stem 192.

[0122] Referringto FIG. 7to FIG. 9, the perpendicular stem
192 of'the pixel electrode corresponds to the divided-voltage
reference voltage line 172. That is, the perpendicular stem
192 and the divided-voltage reference voltage line 172 of the
pixel electrode are disposed at a same position to overlap each
other when viewed from a plan view, and the perpendicular
stem 192 and the divided-voltage reference voltage line 172
of the pixel electrode are insulated by a passivation layer.
[0123] In such a comparative embodiment, the divided-
voltage reference voltage line 172 and the perpendicular stem
192 of the pixel electrode are perpendicularly provided in a
pixel area.

[0124] In an exemplary embodiment of the liquid crystal
display according to the invention, the divided-voltage refer-
ence voltage line 172 and the stem of the pixel electrode
include the horizontal unit and the perpendicular unit, as
described above. In such an embodiment of the invention, the
horizontal stem of the pixel electrode is disposed in the hori-
zontal direction, and the perpendicular stem of the pixel elec-
trode is disposed at an edge rather than in the center of the
pixel area.

[0125] Accordingly, in an exemplary embodiment of the
liquid crystal display having the divided-voltage reference
voltage line and the pixel electrode, generation of texture
caused by misalignment of the upper and lower panels is
substantially reduced or effectively prevented when the liquid
crystal display is bent, compared to such a comparative
embodiment of the liquid crystal display.

[0126] A reduction effect of texture in an exemplary
embodiment of the liquid crystal display will now be
described in greater detail.

[0127] The comparative embodiment of the liquid crystal
display described above provides the divided-voltage refer-
ence voltage line and the stem of the pixel electrode in the
perpendicular direction. In such a comparative embodiment,
the divided-voltage reference voltage line overlaps the stem
ofthe pixel electrode with a passivation layer therebetween in
the perpendicular direction. However, when the liquid crystal
display is bent to the right or left direction, a misalignment
between the divided-voltage reference voltage line and the
stem of the pixel electrode may occur, such that the divided-
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voltage reference voltage line does not overlap the stem of the
pixel electrode in the perpendicular direction, which is visible
as a texture.

[0128] In an exemplary embodiment of the liquid crystal
display according to the invention, the divided-voltage refer-
ence voltage line and the stem of the pixel electrode may
extend in the horizontal direction and the perpendicular direc-
tion. However, in such an embodiment, the horizontal stem of
the pixel electrode crosses over the center of the pixel area,
and a minute branch is extending from the horizontal stem to
form a domain, and the perpendicular stem of the pixel elec-
trode may be disposed at a side of the pixel area. Therefore, in
such an embodiment of the invention, the stem is disposed
substantially in the horizontal direction in a pixel area of the
liquid crystal display.

[0129] Accordingly, when the liquid crystal display is a
curbed display or the liquid crystal display is bent horizon-
tally to the right side and left side, the texture caused by
misalignment may be effectively prevented.

[0130] The divided-voltage reference voltage line overlaps
the perpendicular stem of the pixel electrode or a gap between
neighboring minute branches, that is, the divided-voltage ref-
erence voltage line may overlap a non-transmission region of
the pixel electrode. Therefore, no additional reduction of
transmittance caused by the divided-voltage reference volt-
age line occurs, such that the divided-voltage reference volt-
age line may maximize transmittance in the liquid crystal
display.

[0131] When the pixel electrode includes the horizontal
stem and the minute branch extending from the horizontal
stem as shown in FIG. 4, and the divided-voltage reference
voltage line extends in the perpendicular direction as shown
in FIG. 9, the divided-voltage reference voltage line is not
hidden by the stem of the pixel electrode when viewed from
a plan view. Therefore, transmittance may be reduced by the
exposed portion of divided-voltage reference voltage line
through the pixel electrode.

[0132] However, in an exemplary embodiment, the
divided-voltage reference voltage line passes through the
non-transmission region of the pixel electrode, such that addi-
tional transmittance blockage caused by the divided-voltage
reference voltage line may not occur.

[0133] In an exemplary embodiment, an overlapping
region where the perpendicular stem of the divided-voltage
reference voltage line overlaps the perpendicular stem of the
pixel electrode is not in the center of the pixel area, but is an
edge of the pixel area. Therefore, in such an embodiment,
when the liquid crystal panel is bent horizontally to the right
side and the left side to be configured as a curved display, the
overlapping region is not viewed as a texture when the pet-
pendicular stem of the divided-voltage reference voltage line
and the perpendicular stem of the pixel electrode are mis-
aligned.

[0134] FIG. 10 shows a pixel image in a flat state and a
curved state of a pixel configuration according to a compara-
tive embodiment (normal type) and an exemplary embodi-
ment of the invention (horizontal type). As shown in F1G. 10,
a texture is invisible in the flat plate state in the comparative
embodiment and the exemplary embodiment of the invention.
In the comparative embodiment shown in FIG. 10, the dark
cross region corresponds to the stem of the pixel electrode. As
shown in FIG. 10, the comparative embodiment of the liquid
crystal display has the stem of the pixel electrode as a cross
shape.
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[0135] In the exemplary embodiment of the invention
shown in FIG. 10, the horizontal region shows a dark line,
which corresponds to the horizontal stem of the pixel elec-
trode. Therefore, as shown in FIG. 10, the exemplary embodi-
ment of the liquid crystal display according to the invention
has the stem of the pixel electrode as a horizontal type.
[0136] Referring to FIG. 10, in the curved state, texture is
more visible in the comparative embodiment of the liquid
crystal display. That is, a width of the perpendicular stem is
shown to be greater by misalignment of the upper and lower
panels. The perpendicular stem of the divided-voltage refer-
ence voltage line overlaps the perpendicular stem of the pixel
electrode in the flat panel state, and when the panel is bent in
the horizontal direction, the perpendicular stem of the
divided-voltage reference voltage line and the perpendicular
stem of the pixel electrode do not overlap each other, and the
perpendicular stem of the divided-voltage reference voltage
line and the perpendicular stem of the pixel electrode are
visible as non-transmission regions.

[0137] However, in an exemplary embodiment of the liquid
crystal display according to the invention, the perpendicular
unit of the divided-voltage reference voltage line and the
perpendicular unit of the pixel electrode are provided on the
edge of the pixel area, and the horizontal unit is provided in
the center of the pixel area. Therefore, when the panel is bent
in the horizontal region to be configured as a curved panel,
additional texture does not occur in the center of the actually
visible pixel area. The stem provided in the horizontal direc-
tion is not misaligned when the panel is bent in the horizontal
direction.

[0138] Accordingly, an exemplary embodiment of the lig-
uid crystal display including a pixel electrode structure and a
divided-voltage reference voltage line structure described
above may be effectively adapted into a curved display. In
such an embodiment, the stems of the pixel electrode and the
divided-voltage reference voltage line extend in the horizon-
tal direction, such that no misalignment occurs by bending the
display panel in the horizontal direction. Therefore, in such an
embodiment, when the panel is bent in the horizontal direc-
tion, a texture may be effectively prevented from being gen-
erated by such a misalignment.

[0139] Referring to FIG. 11 to FIG. 17, an exemplary
embodiment of a method for manufacturing a thin film tran-
sistor display panel, according to the invention, will now be
described. F1G. 11 to FIG. 17 are views showing an exem-
plary embodiment of a process for manufacturing a thin film
transistor display panel, according to the invention. The same
or like elements shown in FIGS. 11 to 17 have been labeled
with the same reference characters as used above to describe
the exemplary embodiments of the thin film transistor display
panel shown in FIGS. 1 to 5, and any repetitive detailed
description thereof will hereinafter be omitted or simplified.
[0140] As shown in FIG. 11, a gate conductor including a
gate line 121 and storage electrode lines 131 and 132 is
provided, e.g., formed, on an insulation substrate 110 includ-
ing a transparent material such as glass or plastic, for
example.

[0141] The gate line 121 crosses each pixel area. The stor-
age electrode lines 131 and 132 may be made of the same
material as the gate line 121, and may be formed together with
the gate line 121 by a same or concurrent process.

[0142] The storage electrode line 131 at an upper region of
the gate line 121 may have a shape that surrounds the first
sub-pixel area in a quadrangular manner. A side at the upper-
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most portion on the quadrangular storage electrode line 131
may further extend from a pixel area in the horizontal direc-
tion, and may be connected to another layer or an external
driving circuit.

[0143] The storage electrode line 132 at the lower region of
the gate line 121 may be provided in a shape that is similar to
the shape of the number 5 in the second sub-pixel area. In an
exemplary embodiment, the storage electrode line 132
includes a plurality of horizontal units and a plurality of
perpendicular units for connecting the horizontal units, and
the perpendicular units connect same side ends of the hori-
zontal units that are disposed substantially parallel to each
other. Inan exemplary embodiment, when left ends of the first
horizontal unit and the second horizontal unit are by the
perpendicular unit, right ends of the second horizontal unit
and the third horizontal unit are connected by the perpendicu-
lar unit.

[0144] As shown in FIG. 12, a gate insulating layer 140 is
provided on the conductor including the gate line 121 and the
storage electrode lines 131 and 132.

[0145] A data conductor is provided on the gate insulating
layer 140 as shown in FIG. 13 and FIG. 14. A semiconductor
and an ohmic contact may be provided below the data con-
ductor, and the semiconductor and the ohmic contact may be
simultaneously formed using a same mask.

[0146] The data conductor includes a data line 171, a first
drain electrode 1754, a second drain electrode 1756 and a
divided-voltage reference voltage line 172.

[0147] The data line 171 proceeds in the perpendicular
direction along a pixel area, and forms a first source electrode
1734 and a second source electrode 1734.

[0148] Insuchanembodiment, the data conductor includes
a divided-voltage reference voltage line 172 that extends in a
direction that is parallel to the data line 171, and the divided-
voltage reference voltage line 172 forms a third drain elec-
trode 175¢.

[0149] The divided-voltage reference voltage line 172
includes a plurality of horizontal units and a plurality of
perpendicular units for connecting the horizontal units, and
the divided-voltage reference voltage line 172 may have a
shape similar to the shape of the number 5. That is, the
divided-voltage reference voltage line 172 includes a plural-
ity of horizontal units and a plurality of perpendicular units
for connecting side ends of the horizontal units that are dis-
posed substantially parallel to each other. In such an embodi-
ment, left ends of the first horizontal unit and the second
horizontal unit are connected by a perpendicular unit, and
right sides of the second horizontal unit and the third hori-
zontal unit are connected by a perpendicular unit.

[0150] Referring to FIG. 15, a first passivation layer 180p
and a second passivation layer 180¢ are sequentially pro-
vided, e.g.. stacked, on the data conductor and the semicon-
ductor, and contact holes 185a and 1855 for partially expos-
ing the first drain electrode 1754 and the second drain
electrode 1755 are formed through the first and second pas-
sivation layers 180p and 180q.

[0151] Referring to FIG. 16 and FIG. 17, a pixel electrode
191 is provided on the second passivation layer 180¢. The
pixel electrode 191 is connected to the drain electrode
through contact holes 185a and 1855 and receives a current.
The shape of the pixel electrode is substantially the same as
the shape of the pixel electrode in the exemplary embodi-
ments described above. In such an embodiment, the pixel
electrode 191 includes a first sub-pixel electrode 191a and a

Jul. 16, 2015

second sub-pixel electrode 1915 neighboring in the column
direction with respect to the gate line 121.

[0152] The respective sub-pixel electrodes 191a and 1915
include two horizontal stems extending in the horizontal
direction and a plurality of minute branches extending in the
diagonal direction from respective sides of the horizontal
stems. Each horizontal stem is connected to the perpendicular
stem at an end thereof, and neighboring perpendicular stems
are provided at opposing sides in the sub-pixel area.

[0153] While the invention has been described in connec-
tion with what is presently considered to be practical exem-
plary embodiments, it is to be understood that the invention is
not limited to the disclosed embodiments, but, on the con-
trary, is intended to cover various modifications and equiva-
lent arrangements included within the spirit and scope of the
appended claims.

What is claimed is:

1. A thin film transistor display panel comprising:

a first substrate;

a gate line disposed on the first substrate;

a storage electrode line disposed on the first substrate;

a gate insulating layer disposed on the gate line;

a semiconductor layer disposed on the gate insulating
layer;

a data line disposed on the semiconductor layer;

adrain electrode connected to the data line and disposed on
the semiconductor layer;

a divided-voltage reference voltage line disposed on the
semiconductor layer;

a passivation layer which covers the data line, the drain
electrode and the divided-voltage reference voltage line,
wherein a first contact hole and a second contact hole,
which expose the drain electrode, are defined through
the passivation layer;

a first sub-pixel electrode electrically connected to the
drain electrode through the first contact hole, and com-
prising a plurality of pixel branch electrodes; and

a second sub-pixel electrode electrically connected to the
drain electrode through the second contact hole, and
comprising a plurality of pixel branch electrodes,

wherein

the first sub-pixel electrode and the first contact hole are in
an upper region in a pixel area with respect to the gate
line,

the second sub-pixel electrode and the second contact hole
are in a lower region in the pixel area with respect to the
gate line,

the divided-voltage reference voltage line divides a first
sub-pixel area of the pixel area, in which the first sub-
pixel electrode is disposed, into two regions, and each of
the two regions of the first sub-pixel area has three sides
defined by

the divided-voltage reference voltage line and an open side,
and the divided-voltage reference voltage line divides a
second sub-pixel area of the pixel area, in which the
second sub-pixel electrode is disposed, into two regions
and each of the two regions of the second sub-pixel area
has three sides defined by the divided-voltage reference
voltage line and an open side.

2. The thin film transistor display panel of claim 1, wherein

the pixel branch electrodes of each of the first sub-pixel
electrode and second sub-pixel electrode comprise:

a first horizontal stem and a second horizontal stem
extending substantially in a horizontal direction; and
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a plurality of minute branches extending in an oblique
direction from the first and second horizontal stems.

3. The thin film transistor display panel of claim 2, wherein

the open sides of the two regions of the first sub-pixel area
are opposite to each other, and

the open sides of the two regions of the second sub-pixel
area are opposite to each other.

4. The thin film transistor display panel of claim 3, wherein

aminute branch extending from the first horizontal stem of
the first sub-pixel electrode is connected to a minute
branch extending from the second horizontal stem of the
first sub-pixel electrode, and

a minute branch extending toward the gate line from the
second horizontal stem of the first sub-pixel electrode is
connected to an expansion of the first sub-pixel electrode
and receives a voltage from the drain electrode through
the first contact hole.

5. The thin film transistor display panel of claim 4, wherein

aminute branch extending from the first horizontal stem of

the second sub-pixel electrode is connected to a part of a

minute branch extending from the second horizontal

stem of the second sub-pixel electrode, and

a minute branch extending toward the gate line from the
first horizontal stem of the second sub-pixel electrode is
connected to an expansion of the second sub-pixel elec-
trode and receives the voltage from the drain electrode
through the second contact hole.

6. The thin film transistor display panel of claim 5, wherein

the pixel branch electrodes of the first sub-pixel electrode
further comprises:

a first perpendicular stem substantially perpendicular to
the first horizontal stem of the first sub-pixel electrode
and connected to an end of the first horizontal stem of
the first sub-pixel electrode; and

asecond perpendicular stem substantially perpendicular
to the second horizontal stem of the first sub-pixel
electrode and connected to an end of the second hori-
zontal stem of the first sub-pixel electrode, and

wherein position of the first perpendicular stem in the first
sub-pixel area is opposite to a position of the second
perpendicular stem in the first sub-pixel area.

7. The thin film transistor display panel of claim 6, wherein

the pixel branch electrodes of the second sub-pixel elec-
trode further comprises:

a first perpendicular stem substantially perpendicular to
the first horizontal stem of the second sub-pixel elec-
trode and connected to an end of the first horizontal
stem of the second sub-pixel electrode; and

asecond perpendicular stem substantially perpendicular
to the second horizontal stem of the second sub-pixel
electrode and connected to an end of the second hori-
zontal stem of the second sub-pixel electrode,

wherein a position of the first perpendicular stem in the
second sub-pixel area is opposite to a position of the
second perpendicular stem in the second sub-pixel area.

8. The thin film transistor display panel of claim 7, wherein

the first perpendicular stem and the second perpendicular
stem of the first sub-pixel electrode overlap the divided-
voltage reference voltage line, and

the divided-voltage reference voltage line is disposed
between a minute branch extending from the first hori-
zontal stem of the first sub-pixel electrode and a minute
branch extending from the second horizontal stem of the
first sub-pixel electrode.

Jul. 16, 2015

9. The thin film transistor display panel of claim 8, wherein

the first perpendicular stem and the second perpendicular
stem of the second sub-pixel electrode overlap the
divided-voltage reference voltage line, and

the divided-voltage reference voltage line is disposed
between a minute branch extending from the first hori-

zontal stem of the second sub-pixel electrode and a

minute branch extending from the second horizontal

stem of the second sub-pixel electrode.
10. The thin film transistor display panel of claim 9,
wherein
a portion of the divided-voltage reference voltage line in
the first sub-pixel area comprises:

afirst horizontal unit, a second horizontal unit and a third
horizontal unit, which extend substantially in the hori-
zontal direction in the first sub-pixel area;

a first perpendicular unit connected to an end of the first
horizontal unit and an end of the second horizontal
unit at a first side; and

a second perpendicular unit connected to an end of the
second horizontal unit and an end of the third hori-
zontal unit at a second side,

and
a portion of the divided-voltage reference voltage line in
the second sub-pixel area comprises:

afirst horizontal unit, a second horizontal unit and a third
horizontal unit which extend substantially in the hori-
zontal direction in the second sub-pixel area;

a first perpendicular unit connected an end of the first
horizontal unit and an end of the second horizontal
unit at the first side; and

a second perpendicular unit connected to an end of the
second horizontal unit and an end of the third hori-
zontal unit at the second side,

wherein
the first side and the second side are opposite to each other,
and
the first perpendicular unit and the second perpendicular
unit are opposite to each other.
11. The thin film transistor display panel of claim 10,
wherein
the first perpendicular unit of the divided-voltage reference
voltage line overlaps the first perpendicular stem of the
first sub-pixel electrode or the second sub-pixel elec-
trode, and
the second perpendicular unit of the divided-voltage refer-
ence voltage line overlaps the second perpendicular unit
of the first sub-pixel electrode or the second sub-pixel
electrode.
12. The thin film transistor display panel of claim 1,
wherein
a portion of the storage electrode line in the first sub-pixel
area has a square-like ring shape surrounding four sides
of the first sub-pixel area.
13. The thin film transistor display panel of claim 12,
wherein
a portion of the storage electrode line in the second sub-
pixel area has a shape substantially the same as a shape
of the divided-voltage reference voltage line in the sec-
ond sub-pixel area,
the portion of the storage electrode line in the second
sub-pixel area overlaps the divided-voltage reference
voltage line in the second sub-pixel area, and
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the portion of the storage electrode line in the second
sub-pixel area is electrically insulated from the divided-
voltage reference voltage line in the second sub-pixel
area.

14. The thin film transistor display panel of claim 1, further

comptrising:

a shield electrode disposed in a same layer as the first and
second sub-pixel electrodes,

wherein the shield electrode extends substantially in a per-
pendicular direction along the pixel area, and

the shield electrode comprises:

a perpendicular unit overlapping the data line; and
a horizontal unit disposed between the first sub-pixel
electrode and the second sub-pixel electrode.

15. The thin film transistor display panel of claim 1,

wherein

four domains are defined in each of the first and second
sub-pixel areas.

16. A liquid crystal display comprising:

a first substrate;

a gate line disposed on the first substrate;

a storage electrode line disposed on the first substrate;

a gate insulating layer disposed on the gate line;

a semiconductor layer disposed on the gate insulating
layer;

a data line disposed on the semiconductor layer;

adrain electrode connected to the data line and disposed on
the semiconductor layer;

a divided-voltage reference voltage line disposed on the
semiconductor layer;

a passivation layer which covers the data line, the drain
electrode and the divided-voltage reference voltage line,
wherein a first contact hole and a second contact hole,
which expose the drain electrode, are defined through
the passivation layer;

a first sub-pixel electrode electrically connected to the
drain electrode through the first contact hole, and com-
prising a plurality of pixel branch electrodes;

a second sub-pixel electrode electrically connected to the
drain electrode through the second contact hole, and
comprising a plurality of pixel branch electrodes;

a second substrate disposed opposite to the first substrate;

acommon electrode disposed on the second substrate; and

a liquid crystal layer disposed between the first substrate
and the second substrate,

wherein

the first sub-pixel electrode and the first contact hole are in
an upper region of a pixel area with respect to the gate
line,

the second sub-pixel electrode and the second contact hole
are in a lower region of the pixel area with respect to the
gate line,

the pixel branch electrodes of each of the first sub-pixel
electrode and the second sub-pixel electrode comprise:
a first horizontal stem extending substantially in a hori-

zontal direction;
a second horizontal stem extending substantially in the
horizontal direction; and
a plurality of minute branches extending in an oblique
direction from the first and second horizontal stems,
the divided-voltage reference voltage line divides a first
sub-pixel area of the pixel area, in which the first sub-
pixel electrode is disposed, into two regions,
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each of the two regions of the first sub-pixel area has three
sides defined by the divided-voltage reference voltage
line and an open side,

the open sides of the two regions of the first sub-pixel area
being opposite to each other,

the divided-voltage reference voltage line divides a second
sub-pixel area of the pixel area, in which the second
sub-pixel electrode is disposed, into two regions,

each of the two regions of the second sub-pixel area has
three sides defined by the divided-voltage reference
voltage line and an open side, and

the open sides of the two regions of the second sun-pixel
area are opposite to each other.

17. The liquid crystal display of claim 16, wherein

aminute branch extending from the first horizontal stem of
the first sub-pixel electrode is connected to a minute
branch extending from the second horizontal stem of the
first sub-pixel electrode,

a minute branch extending toward the gate line from the
second horizontal stem of the first sub-pixel electrode is
connected to an expansion of the first sub-pixel electrode
and receives a voltage from the drain electrode through
the first contact hole,

aminute branch extending from the first horizontal stem of
the second sub-pixel electrode is connected to a minute
branch extending from the second horizontal stem of the
second sub-pixel electrode, and

a minute branch extending toward the gate line from the
first horizontal stem of the second sub-pixel electrode is
connected to an expansion of the second sub-pixel elec-
trode and receives a voltage from the drain electrode
through the second contact hole.

18. The liquid crystal display of claim 16, wherein

the pixel branch electrodes of each of the first sub-pixel
electrode and the second sub-pixel electrode further
comprises:

a first perpendicular stem substantially perpendicular to the
first horizontal stem thereof and connected to an end of
the first horizontal stem thereof,

a second perpendicular stem substantially perpendicular to
the second horizontal stem thereof and connected to an
end of the second horizontal stem thereof, and

a position of the first perpendicular stem in the first or
second sub-pixel area is opposite to a position of the
second perpendicular stem therein.

19. The liquid crystal display of claim 16, further compris-

ing:

a shield electrode disposed in a same layer as the first and
second sub-pixel electrodes,

wherein the shield electrode extends substantially in the
perpendicular direction along the pixel area, and

the shield electrode comprises:
a perpendicular unit which overlaps the data line; and
a horizontal unit disposed between the first sub-pixel

electrode and the second sub-pixel electrode.
20. The liquid crystal display of claim 19, further compris-

ing:

ablack matrix which exposes the first and second sub-pixel
areas and a region of the second substrate facing the
shield electrode.
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