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(57) ABSTRACT

The present invention provides a liquid crystal display panel
and a display apparatus using the same. The liquid crystal
display panel comprises a first substrate, a second substrate
and a liquid crystal layer. The liquid crystal layer is formed
between the first substrate and the second substrate. The
second substrate includes a passivation layer and a plurality
of pixel electrodes. The passivation layer includes a plurality
of convex portions, and the pixel electrodes are formed on the
passivation layer. Each of the pixel electrodes has a plurality
of node patterns protruding from the periphery of the pixel
electrode. The present invention can improve a dark line
problem in the conventional technology.

11 Claims, 6 Drawing Sheets
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LIQUID CRYSTAL DISPLAY PANEL AND
DISPLAY APPARATUS USING THE SAME

FIELD OF THE INVENTION

The present invention relates to a liquid crystal display
(LCD) panel and a display apparatus using the same, and
more particularly to a display panel and a liquid crystal dis-
play apparatus using the same for improving a viewing angle
thereof.

BACKGROUND OF THE INVENTION

Liquid crystal displays (LCDs) have been widely applied
in electrical products. Currently, most of LCDs are backlight
type LCDs which include a liquid crystal panel and a back-
light module. The liquid crystal panel is composed of two
substrates and a liquid crystal layer filled there between. A
common electrode is formed on an inner surface of one of the
substrates, and a plurality of pixel electrodes are formed on an
inner surface of another one of the substrates. In a conven-
tional technology, the pixel electrodes cover a passivation
layer which has a plurality of convex portions. The convex
portions of the passivation layer can control a vertical align-
ment of liquid crystal molecules, so as to enlarge a viewing
angle of the LCD.

However, in the above-mentioned conventional technol-
ogy, at the surrounding of each of the pixel electrodes, due to
non-orthogonality between a pattern of the convex portions
and the pixel electrodes, a disclination line or a dark line is
formed and extends into a display zone of a pixel, hence
deteriorating a display quality of the LCD.

Asaresult, it is necessary to provide a liquid crystal display
(LCD) panel and a display apparatus using the same to solve
the problems existing in the conventional technologies, as
described above.

SUMMARY OF THE INVENTION

The present invention provides a LCD panel and a display
apparatus using the same, so as to solve a dark line problem
existing in the conventional technologies.

A primary object of the present invention is to provide a
liquid crystal display panel, and the liquid crystal display
panel comprises: a first substrate including a common elec-
trode; a second substrate including a passivation layer and a
plurality of pixel electrodes, wherein the passivation layer
includes a plurality of convex portions, and the pixel elec-
trodes are formed on the passivation layer, and each of the
pixel electrodes has a plurality of node patterns protruding
from the periphery of the pixel electrodes; and a liquid crystal
layer formed between the first substrate and the second sub-
strate.

Another object of the present invention is to provide a
display apparatus, and the display apparatus comprises: a
backlight module; and a liquid crystal display panel compris-
ing; a first substrate including a common electrode; a second
substrate including a passivation layer and a plurality of pixel
electrodes, wherein the passivation layer includes a plurality
of convex portions, and the pixel electrodes are formed on the
passivation layer, and each of the pixel electrodes has a plu-
rality of node patterns protruding from the periphery of the
pixel electrodes; and a liquid crystal layer formed between the
first substrate and the second substrate.

In one embodiment of the present invention, the node pat-
terns cover the convex portions.
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In one embodiment of the present invention, the display
apparatus according to Claim 9, characterized in that: the
node patterns are positioned between the convex portions.

In one embodiment of the present invention, portions of the
node patterns of the pixel electrodes cover the convex por-
tions, and other portions of the node patterns are positioned
between the convex portions.

In one embodiment of the present invention, the node pat-
terns are positioned outside rectangular display zones of the
pixel electrodes.

In one embodiment of the present invention, the node pat-
terns are sheltered by a black matrix.

In one embodiment of the present invention, the shape of
the node patterns is a triangle, a semicircular, a rectangle or a
parallelogram.

With use of the liquid crystal display panel and the display
apparatus using the same, the liquid crystal molecules which
are arranged at non-45 degrees are allowed to extend outside
a display zone of the pixel electrodes, hence improving the
transmittance thereof and enhancing the display quality.

The structure and the technical means adopted by the
present invention to achieve the above-mentioned and other
objects can be best understood by referring to the following
detailed description of the preferred embodiments and the
accompanying drawings.

DESCRIPTION OF THE DRAWINGS

FIG. 1 is a partially cross-sectional view showing a liquid
crystal display panel according to a first embodiment of the
present invention;

FIG. 2 is a schematic diagram showing a pixel zone of the
liquid crystal display panel according to the first embodiment
of the present invention;

FIG. 3 is a schematic diagram showing a regional electrode
of a pixel electrode according to the first embodiment of the
present invention;

FIG. 4 is a schematic diagram showing a regional electrode
of a pixel electrode according to a second embodiment of the
present invention;

FIG. 5is a schematic diagram showing a regional electrode
of a pixel electrode according to a third embodiment of the
present invention;

FIGS. 6A through 6E are schematic diagrams showing
node patterns of the pixel electrodes of the present invention;

FIG. 7A is a schematic diagram showing an alignment of
liquid crystal molecules and a dark line a conventional liquid
crystal display panel; and

FIG. 7B is a schematic diagram showing an alignment of
liquid crystal molecules and a dark line of the liquid crystal
display panel according to the present invention.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENTS

The following embodiments are referring to the accompa-
nying drawings for exemplifying specific implementable
embodiments of the present invention. Furthermore, direc-
tional terms described by the present invention, such as upper,
lower, front, back, left, right, inner, outer, side and etc., are
only directions by referring to the accompanying drawings,
and thus the used directional terms are used to describe and
understand the present invention, but the present invention is
not limited thereto.

In the drawings, structure-like elements are labeled with
like reference numerals.
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Referring to FIG. 1, a partially cross-sectional view show-
ing a liquid crystal display (LCD) panel according to a first
embodiment of the present invention is illustrated. The dis-
play apparatus of the present embodiment comprises a liquid
crystal display panel and a backlight module (not shown). The
LCD panel is disposed opposite to the backlight module, and
the backlight module is used to provide the LCD panel with
the back-light. The LCD panel ofthe present embodiment can
comprise a first substrate 5, a second substrate 6 and a liquid
crystal layer 7. The first substrate 5 and the second substrate
6 may be realized as glass substrates or flexible plastic sub-
strates. In this embodiment, the first substrate 5 may be a glass
substrate or another material substrate with color filters (CF),
and the second substrate 6 may be a glass substrate or another
material substrate with a thin film transistor (TFT) array. It
should be noted that the CF and the TFT array may also be
disposed on the same substrate in other embodiments. Refer-
ring to FIG. 1 again, the liquid crystal layer 7 is formed
between the first substrate 5 and the second substrate 6. The
first substrate 5 includes a common electrode 8 facing to the
liquid crystal layer 7.

Referring to FIG. 2, a schematic diagram showing a pixel
zone of the LCD panel according to the first embodiment of
the present invention is illustrated. The second substrate 6
includes a plurality of gate lines 2, a plurality of data lines 3,
apassivation layer 9 and a plurality of pixel electrodes 1. The
gate lines 2 and the data lines 3 are crisscrossed on the second
substrate 6, and thereby form a plurality of pixel zones
arranged in an array, wherein each of the pixel zones includes
at least one TFT electrically connected to the adjacent gate
line 2 and the adjacent data line 3. The passivation layer 9 is
disposed on the second substrate 6 and includes a plurality of
convex portions 10. The convex portions 10 are preferably
elongated convex portions facing to the liquid crystal layer 7
and arranged regularly in each of the pixel zones, thereby
forming a convex portion pattern. The convex portions 10 are
used to control a vertical alignment of the molecules of the
liquid crystal layer 7 for improving a viewing angle range of
the LCD apparatus.

Referring to FIG. 1 and F1G. 2 again, the pixel electrodes 1
are formed on the passivation layer 9 and corresponding to the
pixel zones. Each of the pixel zones is substantially rectan-
gular and has four regional electrodes 12. In each of the
regional electrodes 12, the convex portions 10 are obliquely
arranged, and a plurality of grooves are correspondingly
formed between the convex portions 10. Moreover, each of
the pixel electrodes 1 further includes a plurality of node
patterns 11 which protrude from the periphery of each of the
pixel electrodes 1 as one-piece and are equally spaced at the
periphery of the pixel electrodes 1. In this case, the node
patterns 11 can cover the convex portions 10, or are posi-
tioned between the convex portions 10. The node patterns 11
are preferably positioned outside rectangular display zones,
(i.e. zones of the pixel electrodes 1 for displaying images) or
overlapped by a black matrix (not shown).

Referring to FIG. 3, a schematic diagram showing the
regional electrode of the pixel electrode according to the first
embodiment of the present invention is illustrated. In the first
embodiment, portions of the convex portions 10 of the passi-
vation layer 9 protrude from rectangular zones of the pixel
electrodes 1, and the node patterns 11 of the pixel electrodes
1 cover the convex portions 10. Please refer to FIG. 7B first.
When controlling the alignment of the liquid crystal layer 7,
with use of the node patterns 11 around the pixel electrodes 1,
a dark line 15 formed by the liquid crystal molecules can be
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positioned outside the display zone or sheltered by the black
matrix (BM), hence enhancing the display quality of the LCD
panel.

Referring to FIG. 4, a schematic diagram showing a
regional electrode of a pixel electrode according to a second
embodiment of the present invention is illustrated. In the
second embodiment, the node patterns 11 of the pixel elec-
trodes 1 may not cover the convex portions 10, but are posi-
tioned between the convex portions 10. Similarly, when con-
trolling the alignment of the liquid crystal layer 7, with use of
the node patterns 11 around the pixel electrodes 1 and posi-
tioned between the convex portions 10, the dark line formed
by the liquid crystal molecules can be positioned outside the
display zone or sheltered by the black matrix (BM), hence
enhancing the display quality of the LCD panel.

Referring to FIG. 5, a schematic diagram showing a
regional electrode of a pixel electrode according to a third
embodiment of the present invention is illustrated. In the third
embodiment, portions of the node patterns 11 of the pixel
electrodes 1 may cover the convex portions 10, and other
portions of the node patterns 11 are positioned between the
convex portions 10. Therefore, when controlling the align-
ment of the liquid crystal layer 7, with use of the node patterns
11 around the pixel electrodes 1 and positioned between the
convex portions 10, the dark line formed by the liquid crystal
molecules can be positioned outside the display zone or shel-
tered by the black matrix (BM), hence enhancing the display
quality of the LCD panel.

Referring to FIG. 6 A through FIG. 6E, schematic diagrams
showing the node patterns of the pixel electrodes of the
present invention are illustrated. The node patterns 11 of the
pixel electrodes 1 of the present invention may electrode
patterns of any shapes, such as triangle (referring to FIG. 6 A
and FIG. 6D), semicircular (referring to FIG. 6B), rectangle
(referring to FIG. 6C) or parallelogram (referring to FIG. 6F)

Referring to FIG. 7A and FIG. 7B, FIG. 7A is a schematic
diagram showing an alignment of liquid crystal molecules
902 and a dark line 903 in a zone of a pixel electrode of a
conventional LCD panel, and FIG. 7B is a schematic diagram
showing an alignment of liquid crystal molecules 7 and a dark
line 15 in a zone of the regional pixel of one of the pixel
electrodes 1 of the LCD panel according to the present inven-
tion. In comparison with the convention technique in FIG.
7A, the node patterns 11 are regularly arranged at the edge of
the pixel electrodes 1, so as to allow the liquid crystal mol-
ecules 7 which are arranged at non-45 degrees to extend
outside the display zone of the pixel electrodes 1, hence
improving the transmittance thereof and enhancing the dis-
play quality.

The present invention has been described above with a
preferred embodiment thereof, and it is understood that many
changes and modifications to the described embodiment can
be carried out without departing from the scope and the spirit
of the invention that is intended to be limited only by the
appended claims.

The invention claimed is:

1. A liquid crystal display panel, characterized in that: the
display panel comprises:

a first substrate including a common electrode;

a second substrate including a passivation layer and a plu-
rality of pixel electrodes, wherein the passivation layer
includes a plurality of convex portions, and the pixel
electrodes are formed on the passivation layer, and each
of the pixel electrodes has a plurality of node patterns
which are electrode patterns protruding from the periph-
ery of the pixel electrodes, and the pixel electrodes and
the node patterns are formed as one-piece, and the node



US 8,797,489 B2

5

patterns are positioned outside rectangular display zones
of the pixel electrodes, portions of the node patterns of
the pixel electrodes cover the convex portions, and other
portions of the node patterns are positioned between the
convex portions; and

aliquid crystal layer formed between the first substrate and
the second substrate.

2. A liquid crystal display panel, characterized in that: the

display panel comprises:

a first substrate including a common electrode;

a second substrate including a passivation layer and a plu-
rality of pixel electrodes, wherein the passivation layer
includes a plurality of convex portions, and the pixel
electrodes are formed on the passivation layer, and each
of the pixel electrodes has a plurality of node patterns
which are electrode patterns protruding from the periph-
ery of the pixel electrodes, and the pixel electrode and
the node patterns are formed as one-piece, and the node
patterns cover the convex portions; and

aliquid crystal layer formed between the first substrate and
the second substrate, wherein the node patterns are shel-
tered by a black matrix.

3. The liquid crystal display panel according to claim 2,
characterized in that: the node patterns are positioned
between the convex portions.

4. The liquid crystal display panel according to claim 2,
characterized in that: portions of the node patterns of the pixel
electrodes cover the convex portions, and other portions of the
node patterns are positioned between the convex portions.

5. The liquid crystal display panel according to claim 2,
characterized in that: the node patterns are positioned outside
rectangular display zones of the pixel electrodes.
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6. The liquid crystal display panel according to claim 2,
characterized in that: the shape of the node patterns is a
triangle, a semicircular, a rectangle or a parallelogram.

7. A display apparatus, characterized in that: the display
apparatus comprises:

a backlight module; and

a liquid crystal display panel comprising;

a first substrate including a common electrode;

a second substrate including a passivation layer and a plu-
rality of pixel electrodes, wherein the passivation layer
includes a plurality of convex portions, and the pixel
electrodes are formed on the passivation layer, and each
of the pixel electrodes has a plurality of node patterns
which are electrode patterns protruding from the periph-
ery of the pixel electrodes, and the pixel electrodes and
the node patterns are formed as one-piece, and the node
patterns cover the convex portions; and

aliquid crystal layer formed between the first substrate and
the second substrate, wherein the node patterns are shel-
tered by a black matrix.

8. The display apparatus according to claim 7, character-
ized in that: the node patterns are positioned between the
convex portions.

9. The display apparatus according to claim 7, character-
ized in that: portions of the node patterns of the pixel elec-
trodes cover the convex portions, and other portions of the
node patterns are positioned between the convex portions.

10. The display apparatus according to claim 7, character-
ized in that: the node patterns are positioned outside rectan-
gular display zones of the pixel electrodes.

11. The display apparatus according to claim 7, character-
ized in that: the shape of the node patterns is a triangle, a
semicircular, a rectangle or a parallelogram.
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