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LIQUID CRYSTAL DISPLAY DEVICE WITH
TOUCH SCREEN

CROSS-REFERENCE TO RELATED
APPLICATION

This application is continuation of U.S. patent application
Ser. No. 13/405,892, filed on Feb. 27, 2012, which is a
continuation of U.S. patent application Ser. No. 11/946,141,
filed on Nov. 28, 2007, now U.S. Pat. No. 8,139,037, and
claims priority from Japanese application No. 2006-321551
filed on Nov. 29, 2006, the contents of which are incorpo-
rated herein by reference.

BACKGROUND OF THE INVENTION

Field of the Invention

The present invention relates to a liquid crystal display
device with a touch screen, and particularly to a liquid
crystal display device with a touch screen having capacitive
high-transmittance touch screen function.

Background Art

An IPS liquid crystal display device is known as one type
of liquid crystal display devices. In an IPS liquid crystal
display device, pixel electrodes and counter electrodes are
formed on the same substrate and an electric field is applied
between each pair of the pixel electrodes and the counter
electrodes to rotate liquid crystal molecules in the substrate
plane for contrast control. The IPS liquid crystal display
device is therefore characterized in that the grayscale of a
displayed image is not reversed when the screen is viewed
in an oblique direction.

The IPS liquid crystal display panel has no counter
electrode on the substrate on which color filters are pro-
vided, unlike a TN liquid crystal display panel and a VA
liquid crystal display panel. Therefore, to reduce display
noise and from other reasons, a transparent conductive layer
is formed on the front side of the color filter substrate (the
side opposite to where the color filters are provided) (see
Japanese Patent No. 2,758,864).

In recent years, widespread use of mobile devices
increases the importance of the touch screen technology that
supports a “user friendly” graphical user interface.

A capacitive touch screen is known as one of the touch
screen technologies. Atypical capacitive touch screen
includes a touch screen substrate in which a conductive
coating (transparent conductive layer) is applied on the front
side (and the backside) of a glass substrate, and position
detection is carried out when a finger of an operator touches
the touch screen substrate.

A liquid crystal display device having the above touch
screen substrate attached to the front side of the liquid
crystal display panel is also known as a liquid crystal display
device with a touch screen. In such a liquid crystal display
device with a touch screen, when a finger of the operator
touches the menu screen displayed on the liquid crystal
display panel, the display device is operated according to the
selected menu (see “Development of capacitive high-trans-
mittance touch screen”, Saburo Miyamoto and four others,
SHARP Technical Report, 92, August, 2005, pp. 59-63)
(hereinafter referred to as Document 1).

Related art documents relevant to the invention include
Japanese Patent No. 2,758,864 and “Development of capaci-
tive high-transmittance touch screen”, Saburo Miyamoto
and four others, SHARP Technical Report, 92, August, 2005,
pp. 59-63.
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2
SUMMARY OF THE INVENTION

However, the liquid crystal display panel with a touch
screen described in Document 1 has a problem of reduction
in light transmittance approximately by 15% due to the
touch screen substrate attached to the front side of the liquid
crystal display panel.

Furthermore, the touch screen substrate and other parts
are necessary as extra parts, disadvantageously contributing
to increase in cost.

The invention has been made to solve the above problems
of the related art. An object of the invention is to provide a
liquid crystal display device with a touch screen that does
not reduce light transmittance but achieves cost reduction.

The foregoing and other objects as well as novel features
of the invention will be apparent from the description in the
specification and the accompanying drawings.

The summary of representative inventive aspects dis-
closed herein is briefly described as follow:

(1) A liquid crystal display device with a touch screen
includes a first substrate, a second substrate disposed in front
of the first substrate (on the viewer side), and liquid crystal
material sandwiched between the first and second substrates.
The second substrate has a transparent conductive layer on
the front-side surface (the side opposite to where the liquid
crystal material is disposed), and the transparent conductive
layer is used as a transparent electrode of the capacitive
touch screen.

(2) In (1), the liquid crystal display device with a touch
screen further includes a conductive member disposed on
the transparent conductive layer.

(3) In (2), the conductive member is a conductive polar-
izer plate.

(4)In (1) to (3). the liquid crystal display device is an IPS
liquid crystal display device.

(5)In (1) to (4), the transparent conductive layer is shaped
to have four corners, and alternating voltage for position
detection is supplied to each of the four corners.

(6) In (5), alternating voltages for position detection
having the same phase and the same potential are supplied
to the four corners.

(7) In (6), the liquid crystal display device with a touch
screen has a planar transparent conductive layer, and carries
out the position detection based on inner node voltages
outputted from the four corners of the planar transparent
conductive layer.

(8) In (7), the liquid crystal display device with a touch
screen detects the position where a contact member comes
into contact with the conductive member.

(9) In (8), the liquid crystal display device with a touch
screen further includes a drive circuit that drives the liquid
crystal display device with a touch screen. The drive circuit
includes a position detection alternating voltage generation
circuit that inputs the alternating voltage for position detec-
tion and a coordinate detection circuit that detects the
position where the contact member comes into contact with
the conductive member.

(10) In (9), the coordinate detection circuit includes four
waveform detection circuits provided in correspondence to
the four corners, and a coordinates position calculation
circuit that receives outputs of the four waveform detection
circuits and calculates the coordinates position. Each of the
waveform detection circuits receives the alternating voltage
for position detection inputted to the corresponding corner
of the planar transparent conductive layer and the inner node
voltage outputted from the corresponding corner of the
planar transparent conductive layer.
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(11) In (10), each of the waveform detection circuits
includes a first comparison circuit that compares the alter-
nating voltage for position detection inputted to the corre-
sponding corner of the planar transparent conductive layer
with the inner node voltage outputted from the correspond-
ing corner of the planar transparent conductive layer, a
second comparison circuit that compares the output of the
first comparison circuit with a reference voltage, a counter
that converts the period when the output of the second
comparison circuit is a first voltage into a count, and a filter
circuit that averages output of the counter.

(12) In (11), the reference voltage 1s obtained by dividing
the alternating voltage for position detection generated in the
position detection alternating voltage generation circuit.

(13) A liquid crystal display device with a touch screen
includes a first substrate, a second substrate disposed in front
of the first substrate (on the viewer side), and liquid crystal
material sandwiched between the first and second substrates.
The second substrate has a planar transparent conductive
layer on the front-side surface (the side opposite to where the
liquid crystal material is disposed), and a polarizer plate
disposed on the transparent conductive layer. The transpar-
ent conductive layer is used as a transparent electrode of the
capacitive touch screen.

(14) In (13), the transparent conductive layer is shaped to
have four corners, and alternating voltage for position detec-
tion is supplied to each of the four corners.

(15) In (13) or (14), the polarizer plate is a conductive
polarizer plate.

Advantageous effects obtained by the representative
inventive aspects disclosed herein are briefly described as
follow:

According to the liquid crystal display device with a touch
screen of the invention, since the transparent electrode on
the front side of the color filter substrate (the side opposite
to where the color filters are formed) also serves as the
transparent electrode of the capacitive touch screen, no new
touch screen substrate is required, thus preventing reduction
in transmittance and increase in cost.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a block diagram showing a schematic configu-
ration of the liquid crystal display module with a touch
screen according to an embodiment of the invention;

FIG. 2 is a plan view showing the configuration of one
subpixel in the liquid crystal display panel according to the
embodiment of the invention;

FIG. 3 is a cross-sectional view showing the cross-
sectional structure taken along the cutting line A-A' shown
in FIG. 2;

FIG. 4 is a block diagram for explaining the touch screen
function of the liquid crystal display panel according to the
embodiment of the invention;

FIG. 5 is a block diagram showing the circuit configura-
tion of the coordinate detection circuit shown in FIG. 4;

FIGS. 6A and 6B are waveform diagrams for explaining
the operation of the coordinate detection circuit shown in
FIG. 5;

FIG. 7 shows an example of the specific configuration of
the liquid crystal display panel according to the embodiment
of the invention;

FIG. 8 is a cross-sectional view showing the cross-
sectional structure taken along the cutting line B-B' shown
in FIG. 7,
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FIG. 9 is a cross-sectional view showing the cross-
sectional structure taken along the cutting line C-C' shown
in FIG. 7; and

FIG. 10 shows the liquid crystal display module with a
tough panel according to the embodiment of the invention
disposed, for example, in a housing of a mobile phone.

FIG. 11 shows an example of the specific configuration of
the liquid crystal display panel according to the embodiment
of the invention;

FIG. 12 shows an example of the specific configuration of
the liquid crystal display panel according to the embodiment
of the invention;

DESCRIPTION OF THE PREFERRED
EMBODIMENT

An embodiment of the invention will be described below
in detail with reference to the drawings.

Throughout the drawings used for describing the embodi-
ment, portions having the same function have the same
reference character and redundant description thereof will be
omitted.

FIG. 1 is a block diagram showing a schematic configu-
ration of the liquid crystal display module with a touch
screen according to this embodiment of the invention. The
liquid crystal display module with a touch screen according
to this embodiment is a small-sized TFT liquid crystal
display module used as the display section of a mobile phone
or the like. The touch screen is also referred to as a touch
screen.

As shown in FIG. 1, the liquid crystal display panel of this
embodiment includes a first substrate (also referred to as a
TFT substrate or an active matrix substrate) (SUB1) on
which pixel electrodes, thin film transistors and the like are
provided, and a second substrate (also referred to as a
counter substrate) (SUB2) on which color filters are pro-
vided. The first and second substrates are overlaid with a
predetermined gap therebetween and bonded to each other
with a seal material provided around a frame-like area close
to the peripheries of the two substrates. Liquid crystal
material is then injected inside the seal material between the
two substrates through a liquid crystal injection port pro-
vided at part of the seal material, and the injected liquid
crystal material is encapsulated. Polarizer plates are attached
to outer surfaces of the bonded substrates.

The liquid crystal display module of this embodiment thus
has a configuration in which the liquid crystal material is
sandwiched between the pair of substrates.

The first substrate (SUB1) is larger than the second
substrate (SUB2). A semiconductor chip (Dr) that forms a
driver for driving the thin film transistors is mounted on the
area of the first substrate (SUB1) that does not face the
second substrate (SUB2). A flexible printed circuit board
(FPC) is mounted at one of the peripheries of that area.

FIG. 2 is a plan view showing the configuration of one
subpixel in the liquid crystal display panel according to the
embodiment of the invention.

FIG. 3 is a cross-sectional view showing the cross-
sectional structure taken along the cutting line A-A' shown
in FIG. 3. The structure of the liquid crystal display panel of
this embodiment will be described below with reference to
FIG. 2.

The liquid crystal display panel of this embodiment is an
IPS liquid crystal display panel using planar counter elec-
trodes, and the principal surface side of the second substrate
(SUB2) is the viewing side. The top side in FIG. 3 is the
principal surface.
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The second substrate (SUB2) is formed of a transparent
substrate, such as a glass substrate and a plastic substrate. On
the liquid crystal layer (LC) side of the second substrate
(SUB2), there are formed a light blocking layer (BM)/color
filter layer (CF), an overcoat layer (OC), and an orientation
layer (AL2) in this order from the second substrate (SUB2)
toward the liquid crystal layer (LC). Furthermore, a trans-
parent conductive layer (CD) and a polarizer plate (POL2)
are formed on the outer surface of the second substrate
(SUB2).

The first substrate (SUB1) is formed of a transparent
substrate, such as a glass substrate and a plastic substrate. On
the liquid crystal layer (LC) side of the first substrate
(SUBL), there are formed a scan line (also referred to as a
gate line) (GL, not shown), an interlayer insulating layer
(PAS3), a transparent electrode that functions as a counter
electrode (ITO2), an image line (also referred to as a drain
line or a source line) (DL, not shown), an interlayer insu-
lating layer (PAS2), a planar counter electrode (CT), an
interlayer insulating layer (PAS1), a pixel electrode (PX)
with a comb electrode, and an orientation layer (ALA) in
this order from the first substrate (SUB1) toward the liquid
crystal layer (LC). Furthermore, a polarizer plate (POL1) is
formed on the outer surface of the first substrate (SUB1).

In FIG. 2, reference numeral 2 denotes a gate electrode.
Reference numeral 3 denotes a semiconductor layer. Refer-
ence numeral 4 denotes a source electrode (referred to as a
drain electrode when the image line (DL) is referred to as a
source line).

An TIPS liquid crystal display panel has no counter elec-
trode (CT) on the substrate on which color filters are
provided, unlike a TN liquid crystal display panel and a VA
liquid crystal display panel. Therefore, to reduce display
noise and from other reasons, the transparent conductive
layer (CD) is formed on the substrate where the color filters
are provided. The transparent conductive layer (CD) on the
front side of the color filter substrate (the side opposite to
where the color filters are provided) is hereinafter referred to
as a backside transparent electrode (CD).

In the invention, the backside transparent conductive
layer (CD) also serves as the transparent electrode of the
capacitive touch screen to achieve the touch screen function.

FIG. 4 is a block diagram for explaining the touch screen
function of the liquid crystal display panel according to this
embodiment of the invention.

As shown in FIG. 4, the backside transparent conductive
layer (CD) formed on the outer surface of the second
substrate (SUB2) is expressed by an equivalent circuit
having inner resistance (INR) formed on the entire surface.

Inner node voltage lines (1024, 102B, 102C, and 102D)
are extended from the four corners (upper right, lower right,
upper left, and lower left) of the backside transparent
conductive layer (CD) and connected to a coordinate detec-
tion circuit 120.

The inner node voltage lines (102A, 102B, 102C, and
102D) are also connected to a transparent conductive layer
input voltage generation circuit 110 via resistors (R) and a
transparent conductive layer input voltage line 101.

When the transparent conductive layer input voltage
generation circuit 110 generates and outputs alternating
voltage, the alternating voltages at both ends of each of the
resistors (R) have voltage waveforms having different time
constants due to the influence of the resistor (R), the inner
resistance (INR) of the transparent conductive layer (CD),
the parasitic capacitance (not shown) added to the transpar-
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6

ent conductive layer (CD), and capacitive (C) component of
a contact member (a finger of the viewer in this embodi-
ment) (FIN).

Furthermore, according to the position where the finger
(FIN) makes contact, the voltage waveforms that appear on
the inner node voltage lines (102A, 102B, 102C, and 102D)
become voltage waveforms having different time constants.

The coordinate detection circuit 120 detects the state of
differential voltage between the voltage waveforms that
appear on the transparent conductive layer input voltage line
101 and each of the inner node voltage lines (102A, 102B,
102C, and 102D) to detect the contact/non-contact state and
the contact position (coordinates) of the finger (FIN).

The transparent conductive layer input voltage generation
circuit 110 and the coordinate detection circuit 120 may be
implemented in the semiconductor chip (Dr) shown in FIG.
1, or may be externally provided (on the mobile phone body
side in this embodiment).

FIG. 5 is a block diagram showing the circuit configura-
tion of the coordinate detection circuit 120 shown in FIG. 4.
FIGS. 6A and 6B are waveform diagrams for explaining the
operation of the coordinate detection circuit 120 shown in
FIG. 5.

In FIG. 5, the coordinate detection circuit 120 includes
waveform detection circuits (132A, 132B, 132C, and 132D)
that detect the inner node voltage waveforms of the trans-
parent conductive layer (CD) from the four corners (upper
right, lower right, upper left, and lower left) of the trans-
parent conductive layer (CD), and a coordinate position
calculation circuit 133 that receives the detected data, which
are the outputs of the waveform detection circuits, and
calculates the coordinate position.

Each of the waveform detection circuits (1324, 1328,
132C, and 132D) receives the inner node voltage (the
voltage having the voltage waveform indicated by reference
character 40A in FIGS. 6A and 6B) via the corresponding
one of the inner node voltage lines (1024, 102B, 102C, and
102D) of the transparent conductive layer (CD) and the
alternating voltage (the voltage having the voltage wave-
form indicated by reference character 41A in FIGS. 6A and
6B) via the transparent conductive layer input voltage line
101. The inputted voltage levels are compared in a com-
parator circuit (13a), and the differential voltage (the voltage
having the voltage waveform indicated by reference char-
acter 42A in FIGS. 6A and 6B) is outputted to a differential
voltage output line (135).

A comparator circuit (13¢) compares the level of differ-
ential voltage outputted to the differential voltage output line
(135) with the level of the reference voltage obtained by
using a voltage divider circuit 130 to divide the alternating
voltage generated in the transparent conductive layer input
voltage generation circuit 110.

In FIG. 5, during the period when a differential voltage
higher than the reference voltage is being inputted, a “High
level” pulse width signal (the pulse signal indicated by
reference character 43A in FIGS. 6A and 6B) is outputted to
a pulse width signal output line (134).

A counter (13¢) converts the “High level” period of the
inputted pulse width signal into a count, and outputs the
value of the time constant of the inner node voltage as the
counter output data (130 for digital processing.

A filter circuit (13g) averages a plurality of counter output
data (130 to prevent malfunction. The filter output data (13%)
of the filter circuit (13g) is inputted to the coordinate
position calculation circuit 133.

The coordinate position calculation circuit 133 calculates
the contact position (coordinate position) of the finger (FIN)
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on the backside transparent conductive layer (CD) based on
the filter output data (13%) outputted from the waveform
detection circuits (132A, 132B, 132C, and 132D), and
outputs the result as coordinate data 122.

In FIG. 5, reference numeral 134 denotes an adjustment
control circuit, which controls the coordinate position cal-
culation circuit 133 and adjusts the voltage division ratio
used in the voltage divider circuit 130 based on an externally
inputted control signal.

FIG. 6(A) is a waveform diagram for explaining the
operation of the coordinate detection circuit 120 in the
non-contact state in which the finger (FIN) is not in contact
with the backside transparent conductive layer (CD). FIG.
6(B) is a waveform diagram for explaining the operation of
the coordinate detection circuit 120 in the contact state in
which the finger (FIN) is in contact with the backside
transparent conductive layer (CD).

FIGS. 6(A) and 6(B) show that the “High” level (first
voltage level) period of the pulse width signal indicated by
the reference character 43 A in the non-contact state in FIG.
6(A) 1s shorter than the “High” level period of the pulse
width signal indicated by the reference character 43A in the
contact state in FIG. 6(B).

Judging the “High” level period of the pulse width signal
therefore allows detection of whether or not the finger (FIN)
is in contact with the backside transparent conductive layer
(CD).

It is noted that in the contact state, the “High” level period
of the pulse width signal generated in each of the waveform
detection circuits (132A, 132B, 132C, and 132D) varies
depending on the contact position of the finger (FIN).

That is, depending on the contact position of the finger
(FIN) on the backside transparent conductive layer (CD), the
distance between the contact position and each of the inner
node voltage lines (102A, 102B, 102C, and 102D) varies. In
other words, the value of the inner resistance (INR) in the
backside transparent conductive layer (CD) between the
contact position of the finger (FIN) on the backside trans-
parent conductive layer (CD) and each corner of the back-
side transparent conductive layer (CD) varies.

Therefore, the amount of voltage distortion that appears
on each of the inner node voltage lines (1024, 102B, 102C,
and 102D) varies according to the value of the inner resis-
tance (INR). As a result, the “High” level period of the pulse
width signal varies, allowing detection of the contact posi-
tion (coordinate position) of the finger (FIN) on the backside
transparent conductive layer (CD).

FIG. 7 shows an example of the specific configuration of
the liquid crystal display panel according to this embodi-
ment.

In FIG. 7, a first substrate 203 and a second substrate 201,
which is smaller than the first substrate, are overlaid, and a
planar transparent conductive layer 704 is disposed on the
second substrate 201. In an IPS liquid crystal display device,
the transparent conductive layer 704 can be configured by
using a planar backside transparent conductive layer dis-
posed on one side of the second substrate opposite to where
the liquid crystal material is disposed to reduce display
noise.

In a liquid crystal display device that requires no trans-
parent conductive layer to be formed on one side of the
second substrate opposite to where the liquid crystal mate-
rial is disposed, as in a TN liquid crystal display panel and
a VA liquid crystal display panel, a transparent conductive
layer will be newly formed.

A transparent conductive member 705 is then disposed on
the transparent conductive layer 704 to prevent a finger of
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the viewer from directly touching the transparent conductive
layer 704. Such a configuration is particularly effective when
no polarizer plate is disposed on the second substrate 201
(the side opposite to where the liquid crystal material is
disposed) but a polarizer plate (or a polarizer film) is built in
under the second substrate 201 (the side where the liquid
crystal material is disposed). The conductive member 705
can of course be configured by using a conductive polarizer
plate. (FIG. 3 illustrates such a configuration). Since the
conductive member 705 is primarily provided to protect the
transparent conductive layer 704, the conductive member
705 can be omitted, for example, when it is not necessary to
protect the transparent conductive layer 704. It is conceiv-
able that the conductive member 705 may be replaced with
an anti-reflection layer (AR layer) or an anti-dirt layer, or
may also serve as anti-reflection layer or an anti-dirt layer.

In this embodiment, the transparent conductive layer 704
is used as the transparent electrode of the capacitive touch
screen. To this end, for example, a rectangular transparent
conductive layer is used and alternating voltage for position
detection is supplied to the four corners of the rectangle.
FIG. 7 shows how to specifically achieve such a configu-
ration.

Terminals 703 to which the alternating voltage for posi-
tion detection is supplied are disposed on the first substrate
203. The terminals 703 are electrically connected to the four
corners of the transparent conductive layer 704, for example,
through conductive tapes 701.

Since two (two positions) of the four corners of the
transparent conductive layer 704 are distant from the termi-
nals 703 to which the alternating voltage for position detec-
tion is supplied, for example, each of these two corners is
electrically connected to a relay terminal 702 disposed on
the first substrate 203 through the conductive tape 701, and
the relay terminal 702 is then connected through a wiring
line 706 to the terminal 703 to which the alternating voltage
for position detection is supplied.

To achieve such a configuration, the first substrate 203 is
configured in such a way that the substrate width w1 of the
first substrate 203 is wider than the substrate width w2 of the
second substrate 201. The terminals 703 to which the
alternating voltage for position detection is supplied are
connected to a drive circuit chip 713 through a driver chip
707 and a flexible printed circuit board 708 or directly
through the flexible printed circuit board 708 without pass-
ing through the driver chip 707.

FIG. 8 is a cross-sectional view showing the cross-
sectional structure taken along the cutting line B-B' shown
in FIG. 7.

As shown in FIG. 8, the drive circuit chip 713 is disposed
on the flexible printed circuit board 708, and one or more
LED light sources 712, for example, are disposed next to a
light guide plate 710. A polarizer plate (not shown) is
disposed on the underside of the first substrate (the side
opposite to where the liquid crystal material is disposed).
Furthermore, a plurality of optical sheets 709, such as an
upper diffuser sheet, an upper prism sheet, a lower prism
sheet, and a lower diffuser sheet, are disposed under the first
substrate 203. Since these optical sheets are disposed to
improve optical characteristics, a greater or fewer number of
optical sheets can be disposed as required. One optical sheet
may suffice in some cases. The light guide plate 710 is
disposed under the optical sheets 709, and a reflective sheet
711 is disposed on the underside of the light guide plate 701.

FIG. 9 is a cross-sectional view showing the cross-
sectional structure taken along the cutting line C-C' shown
in FIG. 7.
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As shown in FIG. 9, the substrate width w1 of the first
substrate 203 is wider than the substrate width w2 of the
second substrate, and the wider portions are used to form the
terminals and route the wiring lines. In FIG. 9, the substrate
thickness of the first substrate 203 is illustrated to be thicker
than that of the second substrate 201. This is because the
thickness of the second substrate is reduced by mechanical
or chemical polishing to meet the demand of a thinner
display device. The first substrate 203 may of course be
polished as well to a thickness comparable to that of the
second substrate 201 as required.

FIG. 10 shows the liquid crystal display module with a
tough panel according to this embodiment disposed, for
example, in a housing 715 of a mobile phone. As shown in
FIG. 10, the conductive member 705 is not covered with the
housing 715, and a finger 714 of the viewer will touch the
exposed conductive member 705.

As described above, this embodiment can make use of the
characteristics of an IPS liquid crystal display panel and
provide a liquid crystal display module with a capacitive
high-transmittance touch screen at a low cost.

That is, according to this embodiment, no new glass
substrate (that is, a touch screen substrate) is required
because the backside transparent conductive layer (CD) also
serves as the transparent electrode of the capacitive touch
screen. It is therefore possible to prevent reduction in
transmittance and increase in cost.

Furthermore, in this embodiment, the fact that no new
glass substrate (that is, a touch screen substrate) is required
allows the liquid crystal display module to be thinner and
lighter.

While the invention made by the present inventor has
been specifically described above with reference to the
above embodiment, the invention is not limited thereto.
Various changes can be made thereto to the extent that they
do not depart from the spirit of the invention.

In above embodiment, the conductive layer is the planer
conductive layer. In addition, the conductive layer may be
not only the planer conductive layer, but also liner conduc-
tive layer or matrix conductive layer.

FIG. 11 is a plan view showing the configuration of the
backside transparent conductive layer (CD) formed the
matrix. FIG. 12 is a plan view showing the configuration of
the backside transparent conductive layer (CD) formed the
strip.

What is claimed is:

1. A liquid crystal display device comprising:

a first substrate;

a second substrate; and

a liquid crystal material sandwiched between the first and
second substrate,

wherein the second substrate has a touch detecting elec-
trode for detecting a position,

wherein the first substrate has a wiring line for supplying
a position detection voltage,

wherein a conductive tape electrically connects with the
touch detecting electrode,

wherein a transparent electrically conductive protecting
layer is disposed above the touch detecting electrode,

wherein an outer edge portion of the touch detecting
electrode protrudes from the transparent electrically
conductive protecting layer,

wherein the conductive tape is electrically connected to
the outer edge portion of the touch detecting electrode
which protrudes beyond the transparent electrically
conductive protecting layer,
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wherein the transparent electrically conductive protecting
layer covers the touch detecting electrode, except the
outer edge portion,

wherein the wiring line has terminals at both ends of the

wiring line, and

wherein the wiring line does not overlap the second

substrate from one terminal to the other terminal.

2. The liquid crystal display device according to claim 1,
wherein the transparent electrically conductive protecting
layer 1s provided for protecting the touch detecting elec-
trode.

3. The liquid crystal display device according to claim 1,
wherein the transparent electrically conductive protecting
layer is an anti-reflection layer.

4. The liquid crystal display device according to claim 1,
wherein the liquid crystal display device is an IPS liquid
crystal display device.

5. The liquid crystal display device according to claim 1,
farther comprising a driver circuit

wherein the driver circuit drives the liquid crystal display

device and includes a coordinate detection circuit.

6. The liquid crystal display device according to claim 1,
wherein the touch detecting electrode is strip-shaped.

7. A liquid crystal display device comprising:

a first substrate including a comb-shaped pixel electrode

and a counter electrode;

a second substrate including a color filter layer;

a liquid crystal material sandwiched between the first and

second substrate, and

a driver circuit driving the liquid crystal display and

electrically connected with a first wiring line provided
above the first substrate,

wherein the second substrate has a touch screen electrode

for detecting a position which is disposed above the
second substrate,

wherein the first substrate has a second wiring line for

supplying a position detection voltage,

wherein a conductive tape electrically connects with the

touch screen electrode,

wherein the terminal electrically connects between the

first wiring line and the driver circuit,
wherein a transparent electrically conductive protecting
layer is disposed above the touch screen electrode,

wherein an outer edge portion of the touch screen elec-
trode protrudes from the transparent electrically con-
ductive protecting layer,

wherein the conductive tape is electrically connected at

the outer edge portion of the touch screen electrode
which protrudes beyond the transparent electrically
conductive protecting layer,

wherein the first wiring line is formed closer to the driver

circuit than the second wiring line, wherein the trans-
parent electrically conducting protective layer covers
the touch screen electrode, except the outer edge por-
tion,

wherein the wiring line has terminals at both ends of the

wiring line, and

wherein the wiring line does not overlap the second

substrate from one terminal to the other terminal.

8. The liquid crystal display device according to claim 7,
wherein the transparent electrically conductive protecting
layer is provided for protecting the touch screen electrode.

9. The liquid crystal display device according to claim 7,
wherein the transparent electrically conductive protecting
layer is an anti-reflection layer.
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10. The liquid crystal display device according to claim 7,
wherein the liquid crystal display device is an IPS liquid
crystal display device.

11. The liquid crystal display device according to claim 7,
wherein the driver circuit includes a coordinate detection
circuit.

12. The liquid crystal display device according to claim 7,
wherein the touch screen electrode is strip-shaped.

13. The liquid crystal display device according to claim 7,
wherein the touch screen electrode is an electrode of a
capacitive touch screen.

14. A liquid crystal display device comprising:

a first substrate including a comb-shaped pixel electrode

and a counter electrode;

a second substrate including a color filter layer; and

a liquid crystal material sandwiched between the first and

second substrate,

wherein the second substrate has a capacitive touch

electrode for detecting a position which is disposed
above the second substrate,

wherein the first substrate has a pair of wiring lines for

supplying a position detection voltage,

wherein a conductive tape electrically connects with the

capacitive touch electrode,

wherein the terminal electrically connects between the

first wiring line and the driver circuit,
wherein a transparent electrically conductive protecting
layer is disposed above the capacitive touch electrode,

wherein an outer edge portion of the capacitive touch
electrode protrudes from the transparent electrically
conductive protecting layer,

wherein the conductive tape is electrically connected at

the outer edge portion of the capacitive touch electrode
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which protrudes beyond the transparent electrically
conductive protecting layer,

wherein the capacitive touch electrode is sandwiched

between the second substrate and the transparent elec-
trically conductive protecting layer,

wherein the outer edge portion of the capacitive touch

electrode is sandwiched between the pair of wiring
lines,

wherein the transparent electrically conductive protecting

layer covers the capacitive touch electrode, except the
outer edge portion,

wherein the wiring line has terminals at both ends of the

wiring line, and

wherein the wiring line does not overlap the second

substrate from one terminal to the other terminal.

15. The liquid crystal display device according to claim
14, wherein the transparent electrically conductive protect-
ing layer is provided for protecting the capacitive touch
electrode.

16. The liquid crystal display device according to claim
14, wherein the transparent electrically conductive protect-
ing layer is an anti-reflection layer.

17. The liquid crystal display device according to claim
14, wherein the liquid crystal display device is an IPS liquid
crystal display device.

18. The liquid crystal display device according to claim
14, further comprising a driver circuit wherein the driver
circuit drives the liquid crystal display device and includes
a coordinate detection circuit.

19. The liquid crystal display device according to claim
14, wherein the capacitive touch electrode is strip-shaped.
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