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LIQUID CRYSTAL DISPLAY DEVICE

CROSS REFERENCE TO RELATED
APPLICATIONS

[0001] This application claims the benefit of the Korean
Patent Application No. 10-2010-0118262 filed on Nov. 25,
2010, which is hereby incorporated by reference as if fully set
forth herein.

BACKGROUND OF THE INVENTION

[0002] 1. Field of the Invention

[0003] The present invention relates to a liquid crystal dis-
play (LCD) device, and more particularly, to an LCD device
with a sensing electrode for sensing a user’s touch.

[0004] 2. Discussion of the Related Art

[0005] A liquid crystal display (LCD) device is widely
applied in various fields, for example, notebook computers,
monitors, spacecraft, and aircraft, due to advantageous prop-
erties such as low driving voltage, low power consumption,
and portability. An LCD device includes a lower substrate, an
upper substrate, and a liquid crystal layer disposed between
the lower and upper substrates. According to whether or not
an electric field is applied, an alignment of the liquid crystal
layer is controlled so that light transmittance is controlled in
the LCD device, thereby displaying images on the LCD
device.

[0006] Typically, a mouse or keyboard is used as an input
device for an LCD device. However, when the LCD device is
applied to navigation systems, mobile terminals, and electric
appliances, a touch screen is recently used as a new input
means instead of using the mouse or keyboard, wherein the
touch screen enables a user to directly input information with
a finger or pen.

[0007] Hereinafter, a related art LCD device with a touch
screen will be described in detail as follows. FIG. 1 is a cross
section view illustrating a related art LCD device.

[0008] As shown in FIG. 1, the related art LCD device
includes a liquid crystal panel 10 and a touch screen 20. The
liquid crystal panel 10 displays images. Here, the liquid crys-
tal panel 10 includes a lower substrate 12, an upper substrate
14, and a liquid crystal layer 16 formed between the lower and
upper substrates 12 and 14. The touch screen 20 is formed on
an upper surface of the liquid crystal panel 10, and the touch
screen 20 is provided to sense a user’s touch. The touch screen
20 includes a touch substrate 22, a first sensing electrode 24
formed on a lower surface of the touch substrate 22, and a
second sensing electrode 26 formed on an upper surface of the
touch substrate 22.

[0009] The first sensing electrode 24 is arranged in the
horizontal direction on the lower surface of the touch sub-
strate 22; and the second sensing electrode 26 is arranged in
the vertical direction on the upper surface of the touch sub-
strate 22. Thus, if the user touches a predetermined portion,
capacitance between the first and second sensing electrodes
24 and 26 is changed at the touched portion. As such, the
user’s touching point is sensed by the change of the capaci-
tance.

[0010] However, since the related art LCD device is formed
with the touch screen 20 additionally formed on the upper
surface of the liquid crystal panel 10, the entire thickness is
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increased due to the touch screen 20, the manufacturing pro-
cess is complicated, and the manufacturing cost is also
increased.

SUMMARY OF THE INVENTION

[0011] Accordingly, the present invention is directed to an
LCD device that substantially obviates one or more problems
due to limitations and disadvantages of the related art.
[0012] An object of the present invention is to provide an
LCD device in which a sensing electrode for sensing a user’s
touch is provided inside a liquid crystal panel. Thus, it is not
needed to provide an additional touch screen on an upper
surface of the liquid crystal panel, thereby decreasing the
entire thickness, simplifying the manufacturing process, and
lowering the manufacturing cost.

[0013] Additional advantages and features of the invention
will be set forth in part in the description which follows and in
part will be apparent from the description, or may be learned
by practice of the invention. The objectives and other advan-
tages of the invention will be realized and attained by the
structure particularly pointed out in the written description
and claims hereof as well as the appended drawings.

[0014] To achieve these and other advantages and in accor-
dance with the purpose of the invention, as embodied and
broadly described herein, a liquid crystal display device
includes a substrate; gate and data lines disposed on the
substrate crossing each other to define a plurality of pixel
regions; a plurality of pixel electrodes disposed in the pixel
regions; a common electrode which is patterned to have com-
mon electrode pattern portions, each common electrode pat-
tern portion corresponding to a respective pixel region; a
plurality of sensing lines disposed on the common electrode
and electrically connected with the common electrode; and at
least one an electric field shield layer disposed over a region
between adjacent common electrode pattern portions.
[0015] Ttis to be understood that both the foregoing general
description and the following detailed description of the
present invention are exemplary and explanatory and are
intended to provide further explanation of the invention as
claimed.

BRIEF DESCRIPTION OF THE DRAWINGS

[0016] The accompanying drawings, which are included to
provide a further understanding of the invention and are
incorporated in and constitute a part of this application, illus-
trate embodiments of the invention and together with the
description serve to explain the principle of the invention. In
the drawings:

[0017] FIG. 1 is a cross sectional view illustrating a related
art LCD device;
[0018] FIG.2A s aplane view illustrating a lower substrate

of'an LCD device according to an exemplary embodiment of
the present invention, FIG. 2B is a cross sectional view along
line A-A of FIG. 2A, and FIG. 2C is a cross sectional view
along line B-B of FIG. 2A;

[0019] FIG. 3 is a simulation graph illustrating a distribu-
tion of electric field caused by a data line of an LCD device
according to an exemplary embodiment of the present inven-
tion;

[0020] FIG.4A s aplane view illustrating a lower substrate
of an LCD device according to another exemplary embodi-
ment of the present invention, FIG. 4B is a cross sectional
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view along line A-A of FIG. 4A, and FIG. 4C is a cross
sectional view along line B-B of FIG. 4A;

[0021] FIG. 5 is a simulation graph illustrating a distribu-
tion of electric field caused by a data line of an LCD device
according to another exemplary embodiment of the present
invention;

[0022] FIG. 6 is a plane view illustrating a lower substrate
of an LCD device according to another exemplary embodi-
ment of the present invention;

[0023] FIG.7A s aplane view illustrating a lower substrate
of an LCD device according to another embodiment of the
present invention, and FIG. 7B is a cross sectional view along
line A-A of FIG. 7A; and

[0024] FIG. 8is aliquid crystal display device according to
the present invention.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENTS

[0025] Reference will now be made in detail to the pre-
ferred embodiments of the present invention, examples of
which are illustrated in the accompanying drawings. Wher-
ever possible, the same reference numbers will be used
throughout the drawings to refer to the same or like parts.
Hereinafter, an LCD device according to the present inven-
tion will be described with reference to the accompanying
drawings.

[0026] FIG.2A s aplane view illustrating a lower substrate
ofan LCD device according to one embodiment of the present
invention, FIG. 2B is a cross sectional view along line A-A of
FIG.2A, and FIG. 2C is a cross sectional view along line B-B
of FIG. 2A. As shown in FIG. 2A, the LCD device according
to an exemplary embodiment of the present invention
includes a substrate 100, a gate line 210, a data line 230, a
common electrode 300, a sensing line 400, and a pixel elec-
trode 500. The substrate 100 may be formed of glass or
transparent plastic. The gate line 210 is formed in the hori-
zontal direction on the substrate 100; and the data line 230 is
formed in the vertical direction on the substrate 100. A plu-
rality of pixel regions are defined by the gate line 210 and the
data line 230 crossing each other. The gate line 210 is pro-
vided in a straight-line shape, and the data line 230 is provided
in a bent shape, but not limited to it. The data line 230 may be
provided in a straight-line shape.

[0027] Although not shown, a thin film transistor is formed
as a switching device for each of the pixel regions. The thin
film transistor includes a gate electrode, a semiconductor
layer, and source/drain electrodes. The thin film transistor
may be formed in a bottom gate structure in which the gate
electrode is positioned under the semiconductor layer, or a top
gate structure in which the gate electrode is positioned above
the semiconductor layer.

[0028] The common electrode 300 together with the pixel
electrode 500 forms an electric field to drive liquid crystal. In
addition, the common electrode 300 functions as a sensing
electrode for sensing a user’s touch. To use the common
electrode 300 as the sensing electrode, the plural common
electrodes 300 are provided in a predetermined pattern. Each
of the plural common electrodes 300 may be formed in the
size corresponding to one or more pixel regions. For example,
as shown in the drawings, each common electrode 300 may be
formed in the size corresponding to the three pixel regions.
[0029] The sensing line 400 electrically connects the plural
common electrodes 300 with one another. That is, the indi-
vidually-formed plural common electrodes 300 are con-
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nected with the sensing line 400, and a sensing circuit element
is connected with an end of the sensing line 400, to thereby
sense the user’s touch. The sensing line 400 is arranged par-
allel to the data line 230 and also parallel to the gate line 210
to thereby sense the touched portion in the X-axis and Y-axis
coordinates.

[0030] The sensing line 400 functions to reduce resistance
of'the common electrode 300 and to prevent disclination from
occurring, which will be described as follows.

[0031] Typically, the common electrode 300 is formed of a
transparent conductive material such as indium tin oxide
(ITO). The transparent conductive material is disadvanta-
geous in that it has the large resistance. In this respect, the
sensing line 400 formed of a metal material with good con-
ductivity is connected with the common electrode 300,
whereby the resistance of the common electrode 300 is
reduced.

[0032] As shown in FIG. 2A, if the data line 230 is formed
in the bent shape, light leakage occurs in the bent portion of
the data line 230, thereby causing disclination. Thus, the
sensing line 400 arranged in parallel with the gate line 210 is
formed in the disclination-occurring portion, to thereby pre-
vent the disclination from occurring. The above sensing line
400 prevents the disclination from occurring. However, the
decrease of aperture ratio caused by the sensing line 400
needs to be prevented. Thus, the sensing line 400 arranged
parallel to the data line 230 is preferably overlapped with the
data line 230. If needed, the sensing line 400 overlapped with
the gate line 210 may be additionally provided to reduce the
resistance of the common electrode 300 while preventing the
decrease of transmittance.

[0033] The pixel electrode 500 is formed in each of the
pixel regions. Especially, the shape of the pixel electrode 500
may correspond to the shape of the pixel region. As will be
described with reference to FIG. 4A, at least one slit may be
provided in the pixel electrode 500 to realize a fringe field
switching mode LCD device.

[0034] The LCD device according to an exemplary
embodiment of the present invention will be described in
detail with reference to the cross section views of FIGS. 2B
and 2C.

[0035] As shown in FIG. 2B, the gate line 210 is patterned
on the substrate 100, and a gate insulating layer 220 and a
passivation layer 240 are sequentially formed on the gate line
210. The common electrode 300 is patterned on the passiva-
tion layer 240, and the sensing line 400 is patterned on the
common electrode 300. An insulating interlayer 450 is
formed on the sensing line 400, and the pixel electrode 500 is
patterned on the insulating interlayer 450.

[0036] AsshowninFIG.2C,the gate insulating layer 220 is
formed on the substrate 100, the data line 230 is patterned on
the gate insulating layer 220, and the passivation layer 240 is
formed on the data line 230. The common electrode 300 is
patterned on the passivation layer 240, and the sensing line
400 is patterned on the common electrode 300. The insulating
interlayer 450 is formed on the sensing line 400, and the pixel
electrode 500 is patterned on the insulating interlayer 450.

[0037] The cross section shown in FIGS. 2B and 2C illus-
trates the thin film transistor of the bottom gate structure. If
forming the thin film transistor of the top gate structure, an
insulating layer may be additionally formed under the gate
line 210 to insulate the semiconductor layer and the gate line
210 from each other.



US 2012/0133858 Al

[0038] As shown in FIG. 2C, according to an exemplary
embodiment of the present invention, the common electrode
300 is patterned such that the common electrode 300 corre-
sponds to the plurality of pixel regions. Also, the respectively
patterned common electrodes 300 are provided at fixed inter-
vals while being positioned at the left and right sides with
respect to the data line 230, i.e., the central data line 230
shown in FIG. 2C. Thus, there is a region where the common
electrode 300 is formed above the data line 230, and a region
where the common electrode 300 is not formed above the data
line 230.

[0039] If the common electrode 300 is formed above the
data line 230, the electric field occurring in the data line 230
is blocked by the common electrode 300 so that the liquid
crystal layer is not influenced by the electric field occurring in
the data line 230. However, if the common electrode 300 is
not formed above the data line 230, since the electric field
occurring in the data line 230 is not blocked by the common
electrode 300, the liquid crystal layer is influenced by the
electric field occurring in the data line 230, and crosstalk may
occur.

[0040] FIG. 3 is a simulation graph illustrating a distribu-
tion of electric field caused by the data line of the LCD device
according to an exemplary embodiment of the present inven-
tion. As shown in FIG. 3, in the region where the common
electrode 300 is not formed above the data line 230, the size
of electric field is increased so that the crosstalk occurs
therein. (See the circled portion of FIG. 3.)

[0041] Hereinafter, an LCD device according to another
exemplary embodiment of the present invention will be
described, wherein an electric field shield layer for preventing
crosstalk is additionally formed over a data line of a lower
substrate.

[0042] FIG.4A is aplane view illustrating a lower substrate
of an LCD device according to another embodiment of the
present invention, FIG. 4B is a cross sectional view along line
A-A of FIG. 4A, and FIG. 4C is a cross sectional view along
line B-B of FIG. 4A. Except that an electric field shield layer
600 is additionally formed, the lower substrate of the LCD
device according to another embodiment of the present is
identical in structure to the lower substrate of the LCD device
according to the aforementioned embodiment of the present
invention. Thus, the same reference numbers will be used
throughout the drawings to refer to the same or like parts, and
a detailed explanation for the same parts will be omitted.
[0043] As shown in FIG. 4A, the LCD device according to
another embodiment of the present invention includes a sub-
strate 100, a gate line 210, a data line 230, a common elec-
trode 300, a sensing line 400, a pixel electrode 500, and an
electric field shield layer 600. A plurality of pixel regions are
defined by the gate line 210 and the data line 230 crossing
each other. At a crossing portion of the gate and data lines 210
and 230, a thin film transistor is formed as a switching device.
The common electrode 300 is patterned at a size correspond-
ing to one or more pixel regions. Also, the respectively pat-
terned common electrodes 300 are provided at fixed intervals
while being positioned at the left and right sides with respect
to the data line 230. The sensing line 400 electrically connects
the plurality of common electrodes 300 with one another, and
is arranged parallel to the data line 230 and the gate line 210.
Also, the sensing line 400 arranged parallel to the gate line
210 may be formed in the disclination-occurring region, and
the sensing line 400 arranged in parallel with the data line 230
may be overlapped with the data line 230. The pixel electrode
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500 may be provided in the pixel region, and formed in the
shape corresponding to the pixel region.

[0044] At least one slit 510 may be provided in the pixel
electrode 500. If the pixel electrode 500 includes the slit 510
therein, a fringe field is formed above the slit 510 between the
pixel electrode 500 and the common electrode 300. As such,
the liquid crystal is driven by the fringe field, thereby realiz-
ing a fringe field switching mode LCD device.

[0045] The electric field shield layer 600 is formed in a
region where the common electrode 300 is not formed, that is,
a region positioned between each common electrode 300. In
more detail, the electric field shield layer 600 is formed above
the data line 230 in the region where the common electrode
300 is not formed. Thus, the electric field occurring in the data
line 230 is blocked by the electric field shield layer 600,
thereby preventing the crosstalk occurrence.

[0046] The electric field shield layer 600 may be formed at
the same layer as the pixel electrode 500, and may be formed
of the same material as the pixel electrode 500, for example,
ITO. In this case, when the electric field shield layer 600 is
formed at the same layer as the pixel electrode 500 and
formed of the same material as the pixel electrode 500, it is
unnecessary to carry out an additional process for forming the
electric field shield layer 600. The electric field shield layer
600 may be electrically connected with the common elec-
trode 300. That is, the electric field shield layer 600 includes
a contact portion 610 protruding toward the common elec-
trode 300, wherein the contact portion 610 is connected with
the common electrode 300 via a contact hole 455.

[0047] In the drawings, the contact portion 610 protrudes
rightward so that the contact portion 610 is connected with the
common electrode 300 formed at the right side with respect to
the data line 230. However, the contact portion 610 may
protrude leftward so that the contact portion 610 is connected
with the common electrode 300 formed at the left side with
respect to the data line 230.

[0048] The contact portion 610 is formed in a non-trans-
mission region to prevent the aperture ratio from being low-
ered by the contact portion 610. That is, the contact portion
610 is formed in a thin film transistor region (not shown), or
formed corresponding to a light-shielding layer region, such
as a black matrix region, on an upper substrate.

[0049] Hereinafter, an LCD device according to another
exemplary embodiment of the present invention will be
described with reference to cross sectional views of FIGS. 4B
and 4C.

[0050] Asshownin FIG. 4B, a gate line 210 is patterned on
a substrate 100, and a gate insulating layer 220 and a passi-
vation layer 240 are sequentially formed on the gate line 210.
A common electrode 300 is patterned on the passivation layer
240, and a sensing line 400 is patterned on the common
electrode 300. An insulating interlayer 450 is formed on the
sensing line 400, and a pixel electrode 500 is patterned on the
insulating interlayer 450.

[0051] AsshowninFIG.4C,the gate insulating layer 220 is
formed on the substrate 100; a data line 230 is patterned on the
gate insulating layer 220; and the passivation layer 240 is
formed on the data line 230. The common electrode 300 is
patterned on the passivation layer 240, and the sensing line
400 is patterned on the common electrode 300. The insulating
interlayer 450 is formed on the sensing line 400, and the pixel
electrode 500 and an electric field shield layer 600 are pat-
terned on the insulating interlayer 450. The electric field
shield layer 600 includes a contact portion 610 extending
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toward the common electrode 300, wherein the contact por-
tion 610 is connected with the common electrode 300 via a
contact hole 455 provided in the insulating interlayer 450.
[0052] FIG. 5 is a simulation graph illustrating a distribu-
tion of electric field caused by the data line of the LCD device
according to another embodiment of the present invention. As
shown in FIG. 5, when the electric field shield layer 600 is
formed above the data line, the size of electric field is not
increased (see the circled portion) so that crosstalk is pre-
vented.

[0053] FIG. 6 is a plane view illustrating a lower substrate
of an LCD device according to another exemplary embodi-
ment of the present invention. Except a structure of electric
field shield layer 600, the lower substrate of the LCD device
shown in FIG. 6 is identical to the lower substrate of the LCD
device shown in FIGS. 4A-4C. Thus, the same reference
numbers will be used throughout the drawings to refer to the
same or like parts, and a detailed explanation for the same
parts will be omitted.

[0054] InFIGS.4A-4C, the electric field shield layer 600 is
not continuously formed above the data line 230 in the region
where the common electrode 300 is not formed. That is, the
electric field shield layer 600 is patterned while being not
overlapped with the gate line 210. In FIG. 6, the electric field
shield layer 600 is continuously formed above the data line
230 in the region where the common electrode 300 is not
formed. That is, the electric field shield layer 600 is patterned
while being overlapped with the gate line 210.

[0055] Also, in FIGS. 4A-4C, since the electric field shield
layer 600 is not continuously formed, each electric field
shield layer 600 is provided with the contact portion 610
protruding toward the common electrode 300. However, in
FIG. 6, since the electric field shield layer 600 is continuously
formed, the electric field shield layer 600 may be provided
with only one contact portion 610 protruding toward the
common electrode 300. Selectively, the electric field shield
layer 600 may be provided with the plural contact portions.
[0056] FIG.7A s aplane view illustrating a lower substrate
of an LCD device according to another exemplary embodi-
ment of the present invention, and FIG. 7B is a cross section
view along line A-A of FIG. 7A. Except that an electrical
connection is changed between the electric field shield layer
600 and the common electrode 300, the lower substrate of the
LCD device shown in FIGS. 7A-7B is identical to the above
lower substrate of the LCD device shown in FIG. 6. Thus, the
same reference numbers will be used throughout the draw-
ings to refer to the same or like parts, and a detailed explana-
tion for the same parts will be omitted.

[0057] As shown in FIG. 6, the contact portion 610 is pro-
vided in the electric field shield layer 600, and the contact
portion 610 is connected with the common electrode 30 via
the contact hole 455. However, in FIGS. 7A-7B, the electric
field shield layer 600 is connected with the sensing line 400 in
the periphery of active region, whereby the electric field
shield layer 600 is electrically connected with the common
electrode 300.

[0058] In more detail, as shown in FIGS. 7A and 7B, the
contact portion 610 protrudes from one end of the electric
field shield layer 600 toward the sensing line 400. The contact
portion 610 is connected with the sensing line 400 via the
contact hole 455 of the insulating interlayer 450. The sensing
line 400 is connected with the common electrode 300 in the
active region. Accordingly, the electric field shield layer 600
is electrically connected with the common electrode 300 via

May 31, 2012

the sensing line 400. Meanwhile, when the common electrode
300 and sensing line 400 are patterned by an exposure process
using a halftone mask, the common electrode 300 is addition-
ally formed under the sensing line 400 in FIG. 7B.

[0059] Fortheabove description of the LCD device accord-
ing to the present invention, the lower substrate has been
explained. FIG. 8 shows a completed a liquid crystal display
device according to the present invention. In the completed
liquid crystal device, the lower substrate 100 is joined with an
upper substrate 800 with a liquid crystal layer 900 therebe-
tween. The upper substrate 800 may include a light-shielding
layer 810, such as a black matrix layer, to prevent light leak-
age in other regions except the pixel region; red(R), green(G),
and blue(B) color filter layers 820 respectively formed
between each light-shielding layer; and an overcoat layer
which is formed on the color filter layers.

[0060] As above explained, the common electrode is used
for forming the electric field to drive the liquid crystal, and
furthermore used as the sensing electrode for sensing the
user’s touch. Unlike the related art, it is unnecessary for the
LCD device according to the present invention to provide
additional touch screen on the liquid crystal panel, whereby
the LCD device according to the present invention has
decreased the thickness, and realizes a simplified manufac-
turing process and decreased manufacturing cost.

[0061] Also, the electric field shield layer is formed in the
region between the common electrodes so that it is possible to
prevent the liquid crystal from being influenced by the elec-
tric field occurring in the data line, thereby overcoming the
problem of crosstalk.

[0062] It will be apparent to those skilled in the art that
various modifications and variations can be made in the
present invention without departing from the spirit or scope of
the invention. Thus, it is intended that the present invention
cover the modifications and variations of this invention pro-
vided they come within the scope of the appended claims and
their equivalents.

What is claimed is:

1. An LCD device, comprising:

a substrate;

gate and data lines disposed on the substrate crossing each

other to define a plurality of pixel regions;

a plurality of pixel electrodes disposed in the pixel regions;

a common electrode which is patterned to have common

electrode pattern portions, each common electrode pat-
tern portion corresponding to a respective pixel region;

a plurality of sensing lines disposed on the common elec-

trode and electrically connected with the common elec-
trode; and

at least one an electric field shield layer disposed over a

region between adjacent common electrode pattern por-
tions.

2. The LCD device according to claim 1, wherein the
electric field shield layer is disposed above the data line over
at least a region where the common electrode is absent.

3. The LCD device according to claim 1, wherein the
electric field shield layer is disposed on the same layer as the
pixel electrode, and is formed of the same material as the pixel
electrode.

4. The LCD device according to claim 1, wherein the
electric field shield layer is electrically connected with a
respective common electrode pattern portion.

5. The LCD device according to claim 4, wherein the
electric field shield layer includes a contact portion protrud-
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ing toward the respective common electrode pattern portion,
and wherein the contact portion is connected with the com-
mon electrode pattern portion via a contact hole.

6. The LCD device according to claim 5, wherein the
contact portion is formed in a non-transmission region to
prevent the decrease of aperture ratio.

7. The LCD device according to claim 6, wherein the
non-transmission region correspond to a black matrix region
or thin film transistor region.

8. The LCD device according to claim 1, wherein the
electric field shield layer is overlapped with the gate line.

9. The LCD device according to claim 8, wherein the
electric field shield layer is continuous between at least two
pixel region.

10. The LCD device according to claim 1, wherein the
electric field shield layer includes a contact portion protrud-
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ing toward a respective sensing line, and the contact portion is
connected with the sensing line via a contact hole.

11. The LCD device according to claim 1, wherein the pixel
electrode is formed over the common electrode with an insu-
lating interlayer disposed between the pixel electrode and the
common electrode.

12. The LCD device of claim 1, wherein the common
electrode pattern portions each have a bent shape, and
wherein the first sensing line is disposed at the bent portion of
the common electrode pattern portions to prevent disclina-
tion.

13. The LCD device of claim 1, wherein the common
electrode forms an electric filed together with the pixel elec-
trode.

14. The LCD device of claim 1, wherein the sensing lines
sense a position of a user’s touch.
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