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LIQUID CRYSTAL DISPLAY DEVICE

CROSS-REFERENCE TO RELATED
APPLICATION

[0001] The present application claims priority from Japa-
nese application JP2011-254094 filed on Nov. 21, 2011, the
content of which is hereby incorporated by reference into this
application.

BACKGROUND OF THE INVENTION

[0002] 1. Field of the Invention
[0003] The present invention relates to a liquid crystal dis-
play device.

[0004] 2. Description of the Related Art

[0005] As an information communication terminal such as
a computer and a display device such as a television, liquid
crystal display devices have been widely used. The liquid
crystal display device changes an orientation of a liquid crys-
tal composition confined between two glass substrates
according to a change in electric field, and controls the degree
of transmission of light that passes through the two glass
substrates and the liquid crystal composition to display an
image.

[0006] Inthe liquid crystal display device, there is aneed to
arrange a driver circuit for applying a voltage corresponding
to a given tone value to respective pixels on a screen on the
glass substrate or a circuit board connected to the glass sub-
strate. There has been known the driver circuit that is incor-
porated into an IC (integrated circuit) chip, and placed on the
glass substrate. In recent years, it is desirable to narrow an
area outside a display area on the glass substrate (hereinafter
referred to as “frame area”). Therefore, there is a case in
which a thin film transistor is formed on the frame area
without mounting the IC chip thereon, and the driver circuitis
arranged directly on the glass substrate without using the IC
chip.

[0007] TP 2006-080472 A discloses a structure in which a
parasitic capacity is reduced in an amorphous silicon thin film
transistor arranged in the frame area.

[0008] Inthe liquid crystal display device having the frame
area thus narrowed, an oriented film that defines the orienta-
tion of the liquid crystal composition may be formed on the
driver circuit, and a seal with which a portion between the
glass substrates is sealed may be formed on the oriented film.
In this case, when the adhesiveness of the seal formed on the
oriented film is not sufficient, or the seal is not sufficiently
cured, there is a risk that moisture penetrates inside of a panel
to adversely affect the characteristic of the liquid crystal
composition.

SUMMARY OF THE INVENTION

[0009] The present invention has been made in view of the
above-mentioned circumstances, and therefore an object of
the present invention is to provide a display device that can
seal the liquid crystal composition with high sealing property
while realizing the narrowed frame area.

[0010] According to the present invention, there is provided
a liquid crystal display device, including a thin film transistor
substrate on which a thin film transistor is formed; a counter
substrate that faces a surface of the thin film transistor sub-
strate on which the thin film transistor is formed; a liquid
crystal composition that is arranged between the thin film
transistor substrate and the counter substrate; an oriented film
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that arranges orientation of the liquid crystal composition
contacting with the thin film transistor substrate; a seal mate-
rial that sticks the thin film transistor substrate and the counter
substrate together, and seals the liquid crystal composition;
and a driver circuit that is formed outside of a display area of
the thin film transistor substrate with the user of the thin film
transistor, and outputs a scanning signal to scanning signal
lines in the display area, in which the driver circuit has a light
transmission area that is formed inside of the driver circuit,
and is higher in light transmittance than an area in which a
non-transparent conductive film forming the driver circuit is
formed, and a high sealing property area in which the seal
material and an insulating film come into direct contact with
each other between the light transmission area and an outer
edge of'the thin film transistor substrate, when viewed from a
display direction.

[0011] Also, in the liquid crystal display device according
to the present invention, in the driver circuit, a main transistor
having a source or a drain connected directly or indirectly to
the scanning signal line may have a plurality of pectinate
channel areas in which a pectinate drain signal line and a
pectinate source signal line are alternating with each other,
the transistors formed by the plurality of pectinate channel
areas may form circuits connected in parallel to each other,
and the light transmission area may be arranged between the
plurality of pectinate channel areas when viewed from the
display direction.

[0012] Also, in the liquid crystal display device according
to the present invention, the light transmission area may be
surrounded by a gate signal line of the main transistor in at
least three ways, when viewed from the display direction.
[0013] Also, in the liquid crystal display device according
to the present invention, the light transmission area may be
surrounded by at least one of a source signal line and a drain
signal line of the main transistor in at least three ways, when
viewed from the display direction.

[0014] Also, in the liquid crystal display device according
to the present invention, the plurality of pectinate channel
areas may be formed by forming the main transistor into a
crank shape as a whole.

[0015] Also, in the liquid crystal display device according
to the present invention, the light transmission area may be
surrounded by an electrode forming a capacitor in the driver
circuit in at least three ways, when viewed from the display
direction.

[0016] Also, in the liquid crystal display device according
to the present invention, the oriented film may be stacked on
the light transmission area.

BRIEF DESCRIPTION OF THE DRAWINGS

[0017] FIG. 1 is a schematic diagram illustrating a liquid
crystal display device according to a first embodiment of the
present invention;

[0018] FIG. 2 is a front view illustrating a liquid crystal
panel in FIG. 1;

[0019] FIG. 3 isanenlarged diagram illustrating an appear-
ance of wiring in an area A of a driver circuit in FIG. 2;

[0020] FIG. 4 is a circuit diagram illustrating a main tran-
sistor in FIG. 3;
[0021] FIG. 5is a schematically cross-sectional view taken

along a line V-V in FIG. 3;
[0022] FIG. 6 is a diagram illustrating a main transistor
according to a first modified example of the first embodiment;
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[0023] FIG. 7 is a diagram illustrating a main transistor
according to a second modified example of the first embodi-
ment;

[0024] FIG. 8 is a diagram illustrating a main transistor
according to a third modified example of the first embodi-
ment;

[0025] FIG. 9 is a diagram illustrating a main transistor
according to a fourth modified example of the first embodi-
ment;

[0026] FIG. 10 is an enlarged diagram illustrating an
appearance of wiring in an area A of a driver circuit in FIG. 2
in the second embodiment;

[0027] FIG. 11 isacircuitdiagram ofa capacitorin FIG. 10;
and

[0028] FIG. 12 is a schematically cross-sectional view
taken along a line XII-XII in FIG. 10.

DETAILED DESCRIPTION OF THE INVENTION

[0029] Hereinafter, a description will be given of a first
embodiment and a second embodiment of the present inven-
tion with reference to the accompanying drawings. In the
drawings, the same or equivalent elements are denoted by
identical reference numerals or symbols, and repetitive
description will be omitted.

First Embodiment

[0030] FIG. 1 schematically illustrates a liquid crystal dis-
play device 100 according to a firstembodiment of the present
invention. As illustrated in the figure, the liquid crystal dis-
play device 100 includes a liquid crystal panel 200 fixed to be
sandwiched between an upper frame 101 and a lower frame
102.

[0031] FIG. 2 illustrates a front view of the liquid crystal
panel 200. As illustrated in the figure, the liquid crystal panel
200 includes a thin film transistor substrate 201 having pixel
circuits each using a thin film transistor formed in a display
area 203, and a driver circuit 204 using thin film transistors
formed around the display area 203, a color filter substrate
202 having color filters of respective colors of R (red), G
(green), and B (blue) formed for each of pixels, which is a
counter substrate facing the thin film transistor substrate 201,
a liquid crystal composition sealed between the thin film
transistor substrate 201 and the color filter substrate 202, and
a seal material 205 for sealing the liquid crystal composition
between the thin film transistor substrate 201 and the color
filter substrate 202.

[0032] FIG. 3 is an enlarged diagram illustrating an appear-
ance of wiring in an area A of the driver circuit 204 in FIG. 2.
In FIG. 3, there are shown a scanning signal line 305 that is
connected to gates of pixel transistors in the display area, a
plurality of circuit drive signal lines 302 to which a plurality
of different clock signals are each supplied, a main transistor
310 for supplying a clock signal of one circuit drive signal line
302 to the scanning signal line 305 at a given timing, a
capacitor 303, and a capacitor 304. As illustrated in the figure,
the main transistor 310 includes pectinate channel areas 311
and 312 having pectinate source and drain electrodes engaged
with each other. Between the pectinate channel areas 311 and
312 are formed a light transmission area 313 in which a
non-transparent conductive film is not formed, but a light
transmittance is higher than that in an area where the non-
transparent conductive film is formed.
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[0033] The circuit and wirings illustrated in FIG. 3 are
exemplary, and a circuit used for the driver circuit 204 may be
another circuit that supplies a pulse signal to the scanning
signal line at a given timing. In this example, the light trans-
mission area 313 is surrounded by a gate signal line formed of
a first conductive film 321 in four ways, and also surrounded
by a source signal line and a drain signal line formed of a
second conductive film 323 in three ways.

[0034] FIG. 4 illustrates a circuit diagram of the main tran-
sistor 310. As illustrated in the circuit diagram, the main
transistor 310 is configured so that a first sub-transistor 331
formed by the pectinate channel area 311 and a second sub-
transistor 332 formed by the pectinate channel area 312 are
connected in parallel to each other. A gate, a drain, and a
source of the first sub-transistor 331, and a gate, a drain, and
a source of the second sub-transistor 332 are connected to one
node 315, one pulse signal line 316, and one fixed signal line
317, respectively.

[0035] FIG. 5is a schematically cross-sectional view taken
along aline V-V in FIG. 3. FIG. 5 illustrates a cross-section of
the main transistor 310 and the capacitor 303 with the inclu-
sion of the first conductive film 321 which is an opaque metal
film formed as a part of the thin film transistor substrate 201,
a first insulating film 322, a semiconductor film 326, the
second conductive film 323 which is an opaque metal film, a
second insulating film 324, an oriented film 325 formed so as
to be poured from the display area 203 side, and the seal
material 205 formed for sealing the liquid crystal composi-
tion between the seal material 205 and the color filter sub-
strate 202. The liquid crystal composition and the film on the
color filter substrate 202 are omitted from the drawing.
[0036] As schematically illustrated in the figure, the first
conductive film 321, the first insulating film 322, the semi-
conductor film 326, the second conductive film 323, and the
second insulating film 324 are formed in the stated order.
Thereafter, the oriented film 325 formed so as to be poured
from the display area 203 side is so stemmed as to be
impounded in a recess C of the light transmission area 313,
and the oriented film 325 is not arranged in an area D. With
this configuration, a high sealing property area 328 is formed
in which the second insulating film 324 and the seal material
205 come into direct contact with each other through no
oriented film 325. As a result, the adhesiveness and the tight-
ness of the seal material 205 can be improved, moisture can be
prevented from penetrating inside of a liquid crystal panel,
and the characteristics of the liquid crystal composition can
be enhanced.

[0037] Also, in an ultraviolet irradiation process for curing
the seal material 205, because ultraviolet rays transmit from
the light transmission area 313, the seal material 205 can be
sufficiently cured, and moisture can be prevented from pen-
etrating inside of the liquid crystal panel caused by uncuring.
[0038] FIG. 6 schematically illustrates a main transistor
410 which is a first modified example of the main transistor
310 of the first embodiment. As illustrated in the figure, in the
main transistor 410, the light transmission area 313 is formed
between pectinate channel areas 411 and 412 as in the main
transistor 310. However, the main transistor 410 is different
from the main transistor 310 in that a direction of extending
the light transmission area 313 is perpendicular to a direction
of extending the pectinate source and drain. Even in this
configuration, the main transistor 410 is configured so that a
first sub-transistor formed by the pectinate channel area 411
and a second sub-transistor formed by the pectinate channel
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area 412 are connected in parallel to each other. Also, the light
transmission area 313 is surrounded by a gate signal line
formed of the first conductive film 321 in four ways, and
surrounded by a source signal line and a drain signal line
formed of the second conductive film 323 in three ways.

[0039] FIG. 7 schematically illustrates a main transistor
420 which is a second modified example of the main transis-
tor 310 of the first embodiment. As illustrated in the figure, the
main transistor 420 is formed into a crank shape as a whole to
form pectinate channel areas 421 and 422, and the light trans-
mission area 313 is formed between the pectinate channel
areas 421 and 422. Thus, the main transistor 420 is formed
into the crank shape as a whole, as a result of which a bound-
ary between the main transistor and the adjacent main tran-
sistor is also formed into the crank shape, and a progress of the
oriented film poured into the configuration as illustrated in
FIG. 7 is slowed, thereby making it difficult to put the oriented
film on an entire surface of the second insulating film. As a
result, the second insulating film and the seal material are
liable to come into direct contact with each other. Even in this
configuration, the main transistor 420 is configured so that the
first sub-transistor formed by the pectinate channel area 421
and the second sub-transistor formed by the pectinate channel
area 422 are connected in parallel to each other. Also, the light
transmission area 313 is surrounded by the gate signal line
formed of the first conductive film 321 in four ways, and also
surrounded by the source signal line and the drain signal line
formed of the second conductive film 323 in the three direc-
tions.

[0040] FIG. 8 schematically illustrates a main transistor
430 which is a third modified example of the main transistor
310 of the first embodiment. As illustrated in the figure, as in
the second modified example, the main transistor 430 is
formed into a crank shape as a whole to form pectinate chan-
nel areas 431 and 432, and the light transmission area 313 is
formed between the pectinate channel areas 431 and 432. In
this example, the light transmission area 313 is not arranged
between the source line and the drain linen as in the second
modified example, but the source line and the drain line
approach one side, and the other side at which the source line
and the drain line are not present is set as the light transmis-
sion area 313 coupled to a boundary between the main tran-
sistor and the adjacent main transistor. With the above con-
figuration, the oriented film 325 (refer to FIG. 5) poured into
the boundary between the respective main transistors as indi-
cated by an arrow in FIG. 8 can arrive at the light transmission
area 313 without a need to exceed a barrier of height, and the
oriented film 325 is liable to be accumulated in the light
transmission area 313. Even in this configuration, the main
transistor 430 is configured so that the first sub-transistor
formed by the pectinate channel area 431 and the second
sub-transistor formed by the pectinate channel area 432 are
connected in parallel to each other. Also, the light transmis-
sion area 313 is surrounded by the gate signal line formed of
the first conductive film 321 in the three ways, and also
surrounded by the source signal line and the drain signal line
formed of the second conductive film 323 in the three ways.

[0041] FIG. 9 schematically illustrates a main transistor
440 which is a fourth modified example of the main transistor
310 of the first embodiment. As illustrated in the figure, as in
the third modified example, the main transistor 440 is formed
into a crank shape as a whole to form pectinate channel areas
441 and 442, and the light transmission area 313 coupled to
the boundary between the main transistor and the adjacent
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main transistor is formed. Further, the main transistor 440 is
different from the main transistor 310 in that the first conduc-
tive film 321 and the semiconductor film 326 are separated by
the pectinate channel areas 441 and 442. With this configu-
ration, the oriented film 325 (refer to FIG. 5) is poured into the
light transmission area 313 from two ways as indicated by an
arrow in FIG. 9 so that the oriented film 325 is more liable to
be accumulated in the light transmission area 313. Even in
this configuration, the main transistor 440 is configured so
that the first sub-transistor formed by the pectinate channel
area 441 and the second sub-transistor formed by the pecti-
nate channel area 442 are connected in parallel to each other.
Also, the light transmission area 313 is surrounded by the
source signal line and the drain signal line formed of the
second conductive film 323 in the three ways.

[0042] Even in the configurations illustrated in the above-
mentioned first to fourth modified examples, as with the main
transistor 310 in the first embodiment, the oriented film is so
stemmed as to be impounded in the light transmission area
313, and a high sealing property area 328 in which the second
insulating film and the seal material come into direct contact
with each other through no oriented film is formed. As a
result, the adhesiveness and the tightness of the seal material
can be improved, moisture can be prevented from penetrating
inside of the liquid crystal panel, and the characteristics of the
liquid crystal composition can be enhanced.

[0043] Also, in the ultraviolet irradiation process for curing
the seal material, because ultraviolet rays transmit from the
light transmission area 313, the seal material can be suffi-
ciently cured, and moisture can be prevented from penetrat-
ing inside of the liquid crystal panel caused by uncuring.

Second Embodiment

[0044] A second embodiment of the present invention will
be described. A configuration of a display device according to
the second embodiment is identical with the configuration of
the first embodiment illustrated in FIGS. 1 and 2, and there-
fore a repetitive description will be omitted.

[0045] FIG. 10 is an enlarged diagram illustrating an
appearance of wiring in an area A of the driver circuit 204 in
FIG. 2. In FIG. 10, as in FIG. 3 of the first embodiment, there
are shown a scanning signal line 505 that is connected to gates
of pixel transistors in the display area, a plurality of circuit
drive signal lines 502 to which a plurality of different clock
signals are each supplied, a main transistor 510 for supplying
a clock signal of one circuit drive signal line 502 to the
scanning signal line 505 at a given timing, a capacitor 503,
and a capacitor 504. As illustrated in the figure, inside of each
of the capacitor 503 and the capacitor 504 a non-transparent
conductive film is not formed, but a light transmission area
513 which is higher in the light transmittance than that an area
where the non-transparent conductive film is formed is
formed. In this example, the light transmission area 513 is
surrounded by electrodes of the capacitor 503 or 504 in the
four ways, but may be surrounded in the three ways, and
opened in one way.

[0046] FIG. 11 is a circuit diagram of the capacitor 503
divided by the light transmission area 513. As illustrated in
the circuit diagram, the capacitor 503 is structured by a first
sub-capacitor 511 and a second sub-capacitor 512 which are
divided by the light transmission area 513 and connected in
parallel to each other. Both ends of the first sub-capacitor 511
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and the second sub-capacitor 512 are connected to one scan-
ning signal line 516 and one fixed signal line 517, respec-
tively.
[0047] FIG. 12 is a schematically cross-sectional view
taken along a line XII-XII in FIG. 10. FIG. 12 illustrates a
cross-section of the sub-capacitor 512, with the inclusion of
the first conductive film 321 which is an opaque metal film
formed as a part of the thin film transistor substrate 201, the
first insulating film 322, the second conductive film 323 that
is an opaque metal film, the second insulating film 324, the
oriented film 325 formed so as to be poured from the display
area 203 side, and the seal material 205 formed for sealing the
liquid crystal composition between the thin film transistor
substrate 201 and the color filter substrate 202. The liquid
crystal composition and the film on the color filter substrate
202 are omitted from the drawing.
[0048] As illustrated in the figure, the first conductive film
321, the first insulating film 322, the second conductive film
323, and the second insulating film 324 are formed in the
stated order. Thereafter, the oriented film 325 formed so as to
be poured from the display area 203 side is so stemmed as to
be impounded in a recess E of the light transmission area 513,
and the oriented film 325 is not arranged in an area F. With this
configuration, a high sealing property area 528 is formed in
which the second insulating film 324 and the seal material 205
come into direct contact with each other through no oriented
film 325. As a result, the adhesiveness and the tightness of the
seal material 205 can be improved, moisture can be prevented
from penetrating inside of a liquid crystal panel, and the
characteristics of the liquid crystal composition can be
enhanced.
[0049] Also, in an ultraviolet irradiation process for curing
the seal material 205, because ultraviolet rays transmit from
the light transmission area 313, the seal material 205 can be
sufficiently cured, and moisture can be prevented from pen-
etrating inside of the liquid crystal panel caused by uncuring.
[0050] The liquid crystal display device according to the
above-mentioned embodiments can be applied to any one of
an IPS (in-plane switching) system, a VA (vertically aligned)
system, and a TN (twisted nematic) system although the
system is not particularly designated.
[0051] While there have been described what are at present
considered to be certain embodiments of the invention, it will
be understood that various modifications may be made
thereto, and it is intended that the appended claims coverall
such modifications as fall within the true spirit and scope of
the invention.
What is claimed is:
1. A liquid crystal display device, comprising:
a thin film transistor substrate on which a thin film transis-
tor is formed;
a counter substrate that faces a surface of the thin film
transistor substrate on which the thin film transistor is
formed;
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a liquid crystal composition that is arranged between the
thin film transistor substrate and the counter substrate;

an oriented film that arranges orientation of the liquid
crystal composition contacting with the thin film tran-
sistor substrate;

a seal material that sticks the thin film transistor substrate
and the counter substrate together, and seals the liquid
crystal composition; and

adriver circuit that is formed outside of a display area of the
thin film transistor substrate with the user of the thin film
transistor, and outputs a scanning signal to scanning
signal lines in the display area,

wherein the driver circuit has a light transmission area that
is formed inside of the driver circuit, and is higher in
light transmittance than an area in which a non-transpar-
ent conductive film forming the driver circuit is formed,
and a high sealing property area in which the seal mate-
rial and an insulating film come into direct contact with
each other between the light transmission area and an
outer edge of the thin film transistor substrate, when
viewed from a display direction.

2. The liquid crystal display device according to claim 1,

wherein in the driver circuit, a main transistor having a
source or a drain connected directly or indirectly to the
scanning signal line has a plurality of pectinate channel
areas in which a pectinate drain signal line and a pecti-
nate source signal line are alternating with each other,

wherein the transistors formed by the plurality of pectinate
channel areas form circuits connected in parallel to each
other, and

wherein the light transmission area is arranged between the
plurality of pectinate channel areas when viewed from
the display direction.

3. The liquid crystal display device according to claim 2,

wherein the light transmission area is surrounded by a gate
signal line of the main transistor in at least three ways,
when viewed from the display direction.

4. The liquid crystal display device according to claim 2,

wherein the light transmission area is surrounded by at
least one of a source signal line and a drain signal line of
the main transistor in at least three ways, when viewed
from the display direction.

5. The liquid crystal display device according to claim 1,

wherein the plurality of pectinate channe] areas are formed
by forming the main transistor into a crank shape as a
whole.

6. The liquid crystal display device according to claim 1,

wherein the light transmission area is surrounded by an
electrode forming a capacitor in the driver circuit in at
least three ways, when viewed from the display direc-
tion.

7. The liquid crystal display device according to claim 1,

wherein the oriented film is stacked on the light transmis-
sion area.



patsnap

TREMOF) BRIETREE
[F(RE)E US20130128172A1 K (aH)A 2013-05-23
RiES US13/677349 RiEH 2012-11-15

FRIERBEERFR)AGE) BEERBRROBRLA
RF(EFR)AGE) HZA R REAST INC.

HHBE(TRRN)AE) BARETREASTINC.

FRI& B A

KRN

L 5ER
HAh A TF 30k
HAEREEEE

E)

REBEERTEREALESEEAEER , ANERABEEERNEER
HEESERAGEERINERZANRRBEESY , HEREI@AE 77 7]
RS ERSAEERZMNBEASY  BERIERZANRSE
SYMHEZEEME | RSB, W3 Bk EA K RERS) BRI
BRXE , AREXRS TR R B IER S BENXE N
DR EEHMHEXE, BEMBNLEEEXERXENSERAGTER
RSN 5 2 (B 1 bt I R A

OCHIAI TAKAHIRO
KURAMOTO YUKI
HOSHIBA MASAHIRO

OCHIAI, TAKAHIRO
KURAMOTO, YUKI
HOSHIBA, MASAHIRO

GO02F1/136

GO02F1/136 G02F1/13454 GO2F1/1341 G02F1/1339 G02F1/13306 G02F1/1368 G09G3/3648
G09G2310/0286 G11C19/28 HO1L29/41733 HO1L29/41758

2011254094 2011-11-21 JP

US9122113

Espacenet USPTO

410

|

——323

=
=
f d
.,

313

_kx

326

1 ~—321

ezzzzz27]
o
ez
=
==


https://share-analytics.zhihuiya.com/view/2ace7df7-84d0-436d-bb22-310571b8740e
https://worldwide.espacenet.com/patent/search/family/048426530/publication/US2013128172A1?q=US2013128172A1
http://appft.uspto.gov/netacgi/nph-Parser?Sect1=PTO1&Sect2=HITOFF&d=PG01&p=1&u=%2Fnetahtml%2FPTO%2Fsrchnum.html&r=1&f=G&l=50&s1=%2220130128172%22.PGNR.&OS=DN/20130128172&RS=DN/20130128172

