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TRANSFLECTIVE LIQUID CRYSTAL
DISPLAY DEVICE

CROSS-REFERENCE TO RELATED
APPLICATIONS

[0001] This application is a continuation of U.S. patent
application Ser. No. 11/907,370 filed on Oct. 11, 2007. Pri-
ority is claimed based on U.S. patent application Ser. No.
11/907,370 filed on Oct. 11, 2007, which claims the priority
date of Japanese Application JP 2006-280192 filed on Oct.
13, 2006, the content of which is hereby incorporated by
reference into this application.

BACKGROUND OF THE INVENTION

[0002] 1. Field of the Invention

[0003] The present invention relates to a transflective liquid
crystal display device, and more specifically to a technique
effective when applied to a transflective liquid crystal display
device based on the IPS (In Plane Switching) system.

[0004] 2. Description of the Related Art

[0005] A transflective liquid crystal display device having a
transmissive section and a reflective section within one sub-
pixel has been used as a display for a portable device.
[0006] In this type of transflective liquid crystal display
device, generally the vertical electric field system is used. In
this system, an electric field is applied to a liquid crystal held
between a pair of substrates in the direction vertical to a
substrate plane of the pair of substrates to drive the liquid
crystal. Furthermore, to match performance of the transmis-
sive section to that of the reflective section, a step is provided
for each of the transmissive section and the reflective section,
and in addition a phase difference plate is provided between a
polarization plate and a liquid crystal layer.

[0007] A liquid crystal device based on the IPS system has
been known as a liquid crystal device. In the liquid crystal
device based on the IPS system, a pixel electrode (PIX) and a
counter electrode (CT) are formed on one substrate, and an
electric field is applied to the two electrodes and the liquid
crystal is turned on the substrate plane to provide controls
over the brightness. Because of the mechanism, this type of
liquid crystal device has a feature that contract of the dis-
played image is not inverted when the screen is viewed in the
diagonal direction.

[0008] To effectively utilize the feature described above,
the technique for configuring a transflective liquid crystal
display device with the liquid crystal display device based on
the IPS system is proposed, for instance, in JP-A-2003-
344837.

[0009] Examples of the related art document relating to the
present invention includes JP-A-2003-344837.

SUMMARY OF THE INVENTION

[0010] The transflective liquid crystal display device based
on the IPS system is driven by the I-line inversion system for
achieving reduction in power consumption.

[0011] Forthel-line inversion system, however, a reference
voltage (a counter voltage or a common voltage) is applied to
respective counter electrodes for one and the other in two
display lines adjoining each other. Since the applied reference
voltages have the opposite polarity to each other, an electric
field is generated between the counter electrode for one of the
display lines and that for the other even during the black
display mode. Because of the feature, liquid crystal mol-
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ecules in the liquid crystal layer move in a direction different
from the initial orientation direction of the liquid crystal to
cause leakage of light at several portions (black-spotted por-
tions), which may sometimes cause degradation of display
quality.

[0012] The present invention has been made to solve the
problems in the related art as described above, and an object
of the present invention is to provide a technique enabling
improvement of image quality in a transflective liquid crystal
display device based on the IPS system.

[0013] The above-described and other objects of the
present invention will be clarified by referring to descriptions
in the present specification as well as to the attached draw-
ings.

[0014] Briefly, representative features of the present inven-
tion disclosed herein are as described below.

[0015] (1) Atransflectiveliquid crystal display device com-
prises a liquid crystal display panel including a pair of sub-
strates and a liquid crystal layer held between the pair of
substrates, the liquid crystal display panel having a plurality
of sub-pixels each having a transmissive section and a reflec-
tive section, each of the sub-pixels having a counter electrode
formed over one of the pair of substrates and a pixel electrode
formed over the one of the pair of the substrates, the counter
electrode and the pixel electrode generating an electric field to
drive a liquid crystal in the liquid crystal layer, wherein the
liquid crystal layer is of positive type liquid crystal, and the
initial orientation direction of the liquid crystal in the liquid
crystal layer is perpendicular to the direction in which a
I-display line extends or angularly displaced within +2
degrees clockwise with respect to the direction perpendicular
to the direction in which the 1-display line extends.

[0016] (2)A transflective liquid crystal display device com-
prising a liquid crystal display panel including a pair of sub-
strates and a liquid crystal layer held between the pair of
substrates, the liquid crystal display panel having a plurality
of sub-pixels each having a transmissive section and a reflec-
tive section, each of the sub-pixels having a counter electrode
formed over one of the pair of substrates and a pixel electrode
formed over the one of the pair of the substrates, the counter
electrode and the pixel electrode generating an electric field to
drive a liquid crystal in the liquid crystal layer, wherein the
liquid crystal layer is of negative type liquid crystal, and the
initial orientation direction of the liquid crystal in the liquid
crystal layer is parallel to the direction in which a 1-display
line extends or angularly displaced within +2 degrees with
respect to the direction in which the I-display line extends.
[0017] (3) In (1) or (2) above, the counter electrode is a
planar electrode; the pixel electrode is an electrode having a
plurality of linear portions; the pixel electrode is formed over
the counter electrode on the side where the one of the sub-
strates is disposed; and the direction in which the 1-display
line extends diagonally crosses the direction in which the
linear portions of the pixel electrode extend.

[0018] (4) In (1) or (2) above, the pixel electrode is a planar
electrode; the counter electrode is an electrode having a plu-
rality of linear portions; the counter electrode is formed over
the pixel electrode on the side where the one of the substrates
is disposed; and the direction in which the I-display line
extends diagonally crosses the direction in which the linear
portions of the counter electrode extend.

[0019] (5)In(3)or(4)above,the plurality oflinear portions
are provided in the transmissive section and the reflective
section respectively.
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[0020] (6) Inany of (1) to (5) above, the counter electrode
is provided for each display line.

[0021] (7)Inanyof(1)to(6)above,aphasedifference plate
and a step forming layer are provided in the reflective section.
[0022] (8) In (7) above, assuming that adjoining two dis-
play lines form a pair of one display line and the other display
line, the reflective section of the one display line adjoins the
reflective section of the other display line; and the phase
difference plate and the step forming layer are provided to
extend over an area ranging from the counter electrode on the
one display line to the counter electrode on the other display
line when viewed from the top.

[0023] (9) In any of (1) to (8), a light-shielding film is
formed on the other substrate of the pair of substrates; and the
light-shielding film is not formed in a boarder area between
sub-pixels adjoining each other in the direction perpendicular
to the direction in which the 1-display line extends when
viewed from the top.

[0024] Representative effects provided by the present
invention disclosed herein are as described below briefly.
[0025] With the present invention, it is possible to improve
display quality in a transflective liquid crystal display device
based on the IPS system.

BRIEF DESCRIPTION OF THE DRAWINGS

[0026] FIG.1is a plan view illustrating an electrode struc-
ture in the side where a TFT substrate included in a liquid
crystal display panel is disposed in a transflective liquid crys-
tal display device according to a first embodiment of the
present invention;

[0027] FIG. 2-1 is a view illustrating a portion of FIG. 1 in
the enlarged, state, and illustrates a relation between an initial
orientation direction of liquid crystal when the liquid crystal
is of the positive type and the direction in which a 1-display
line extends;

[0028] FIG. 2-2 is a view illustrating a portion of FIG. 1 in
the enlarged state, and illustrates a relation between an initial
orientation direction of liquid crystal when the liquid crystal
is of the negative type and the direction in which a 1-display
line extends;

[0029] FIG. 3 is a plan view illustrating a state in which a
light-shielding film in the CF substrate side is overlaid on the
electrode structure shown in FIG. 1;

[0030] FIG. 4 is a cross-sectional view illustrating a cross-
sectional structure taken along the line a-a' in FIG. 3;

[0031] FIG. 5is a plan view illustrating an electrode struc-
ture in the side where a TFT substrate included in a liquid
crystal display panel is disposed in a transflective liquid crys-
tal display device according to a second embodiment of the
present invention;

[0032] FIG. 6 is a plan view illustrating a state in which a
light-shielding film in the CF substrate side is overlaid on the
electrode structure shown in FIG. 5; and

[0033] FIG. 7 is a cross-sectional view illustrating a cross-
sectional structure along the line b-b' in FIG. 6.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENTS

[0034] Embodiments of the present invention will be
described in detail below with reference to the drawings. In
the drawings used for illustrating embodiments of the present
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invention, parts having the same function are assigned the
same reference numerals, and repetitive description thereof
will be omitted.

First Embodiment

[0035] FIGS. 1 to 4 are views each illustrating a transflec-
tive liquid crystal display device based on the IPS system
according to a first embodiment of the present invention. FIG.
1 is a plan view illustrating a structure of an electrode on the
side where a TFT substrate included in a liquid crystal panel
is disposed in the transflective liquid crystal display device.
FIG. 2-1 is a plan view illustrating a portion of FIG. 1 in the
enlarged form, namely illustrating a relation between the
initial orientation direction of a liquid crystal and a direction
in which a l-display line extends when a positive type liquid
crystal is used. FIG. 2-2 is a plan view illustrating a portion of
FIG. 1 in the enlarged form, namely illustrating a relation
between the initial orientation direction of a liquid crystal and
a direction in which a 1-display line extends when a negative
type liquid crystal is used. FIG. 3 is a plan view illustrating the
state in which a light-shuttering film on the CF substrate is
overlaid on electrode structure shown in FIG. 1. FIG. 4 is a
cross-sectional view illustrating a cross-sectional structure
taken along the line a-a' in FIG. 3.

[0036] The liquid crystal display device based on the IPS
system according to the first embodiment includes a liquid
crystal display panel 45 shown in FIG. 4. The liquid crystal
display panel 45 has a structure in which a liquid crystal layer
(LC) comprising a number of liquid crystal molecules is held
between a pair of glass substrates (SUB1, SUB2) as shown in
FIG. 4, and a main surface of the glass substrate (SUB2) is
used for observation. Furthermore, the liquid crystal display
panel 45 has a plurality of sub-pixels 40. Each of the sub-
pixels 40 has a pixel electrode (PIX) and a counter electrode
(CT; also referred to as common electrode), having a trans-
missive section 30 and a reflective section 31.

[0037] Referring to FIG. 1, a first direction is referred to as
direction X, and a second direction perpendicular to the first
direction (direction X) is referred to as direction Y when the
liquid crystal display panel 45 is viewed from the top.
[0038] Thesub-pixels 40 arearrayed in the matrix-like state
(m rowsxn columns). For instance, in the case of a liquid
crystal display panel for color displays used in a mobile
telephone, 240x320x3 sub-pixels are arrayed in the matrix
state.

[0039] The transmissive section 30 constitutes a transmis-
sive liquid crystal display panel, while the reflective section
31 constitutes a reflective liquid crystal display panel.
[0040] The sub-pixels 40 arrayed in the X direction form a
I-display line, and a plurality of the 1-display lines are pro-
vided in the Y direction.

[0041] The arrow C in FIG. 1 indicates the scanning direc-
tion.
[0042] As shown in FIG. 4, a light-shielding film (BM:

black matrix), a color filter layer (FIR), a phase difference
plate (Y2 wavelength plate) for changing a light polarization
state (RET), a protection film (OC), a step forming layer
(MR), and an orientational film (OR2) are formed in the side
of the liquid crystal layer included in the glass substrate
(SUB2; also referred to as “CF substrate) from the glass
substrate (SUB2) toward the liquid crystal layer (LC). A
polarizing plate is provided in the outer side opposite the side
of the liquid crystal layer included in the glass substrate
(SUB2).
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[0043] A scan line (GL, also referred to as gate line), an
insulating film (PAS1), an insulating film (PAS2), the counter
electrode (CT), a reflection electrode (RAL), an insulating
film (PAS3), the pixel electrode (PIX), and an orientational
film (OR1) are formed in the side of the liquid crystal layer
included in the glass substrate (SUBI, also referred to as TFT
substrate) from the glass substrate (SUB1) toward the liquid
crystal layer (LC). A polarizing plate (POL1) is provided in
the outer side opposite the side of the liquid crystal layer
included in the glass substrate (SUB1).

[0044] Although not shown in FIG. 4, the image lines (DL;
also referred to as source line or drain line) as shown in FIG.
1 are formed between the insulating film (PAS1) and the
insulating film (PAS2). The image line (DL) extends in the
zig-zag state for each display line in the Y direction as shown
in FIG. 1, while the scan line (GL) linearly extends in the X
direction although not shown in detail in the figure.

[0045] Furthermore, an active matrix is comprised of a
plurality of scan lines (GL), a plurality of image lines (DL),
and thin-film transistors (TFT, an active device) each formed
in association with each sub-pixel 40, although not shown in
the figure.

[0046] As shown in FIG. 4, the pixel electrode (PIX) is
formed over the counter electrode (CT) on the side where the
glass substrate (SUB1) is provided. The pixel electrode (PIX)
and the counter electrode (CT) are superposed through the
insulating film (PAS3). This allows a holding capacity to be
formed. Each of the pixel electrode (PIX) and the counter
electrode (CT) is made of a transparent conductive film such
as ITO (Indium Tin Oxide)

[0047] The reflective section 31 has a reflection electrode
(RAL). In the first embodiment 1, the reflection electrode
(RAL) is composed of a metallic film having a monolayer
structure made of an aluminum (Al), or of a two-layered
metallic film having a lower layer made of molybdenum and
an upper layer made of aluminum (Al). The reflection elec-
trode (RAL) is formed on the counter electrode (CT) in the
reflective section 31.

[0048] The phase difference plate (RET) and the step form-
ing layer (MR) are provided in association with the reflective
section 31. The step forming layer (MR) is provided to adjust
a cell gap length (d) of the liquid crystal layer (LC) included
in the reflective section 31 so that a light path length of light
in the reflective section 31 is equivalent to a light path length
of'a\/4 wavelength plate. The phase difference plate (RET)is
used to prevent contrast between the transmissive section 30
and the reflective section 31 from being reversed. The phase
difference plate (RET) is formed, for instance, with a 14
wavelength plate in the first embodiment.

[0049] The counter electrode (CT) has a planar form as
shown in FIG. 1. The counter electrode (CT) is formed for
each l-display line. The counter electrode (CT) extends in the
X direction as the display line does, and is common for each
l-display line. In two display lines adjoining each other, a gap
10 is provided between a counter electrode (CT) for one
display line and that for the other display line. A gap 10 is
provided between the counter electrodes (CTs) for one and
the other in two the display lines adjoining each other.
[0050] The pixel electrode (PIX) has a comb-shaped elec-
trode structure as shown in FIG. 1. The comb-shaped elec-
trode structure includes a coupling section 51, a plurality of
comb-shaped electrode portions (linear portions) 52, and a
plurality of comb-shaped electrode portions (linear portions)
53. The coupling section 51 extends in the X direction when
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viewed from the top. The plurality of comb-shaped electrode
portions (linear portions) 52 extend from this coupling sec-
tion 51 in the Y direction toward the transmissive section 30
with a predetermined gap provided in the X direction. A
plurality of comb-shaped electrode portions (linear portions)
53 extend from the coupling section 51 in the Y direction
toward the reflective section 31 with a predetermined interval
provided in the X direction.

[0051] In the first embodiment, the comb-shaped portions
(52, 53) are described as a portion of the pixel electrode
(PIX), but sometimes the comb-shaped portions (52, 53) are
referred to as a pixel electrode.

[0052] In the pixel electrode (PIX), the comb-shaped por-
tions 52 of the transmissive section 30 and the comb-shaped
portions 53 of the reflective section 31 are formed with the
substantially same width and gap provided, but the number of
the comb-shaped electrode portions 53 of the reflective sec-
tion 31 is larger than that of the comb-shaped electrode por-
tions of the transmissive section 30.

[0053] An image voltage is applied to the pixel electrode
(PIX) from the image line (DL) via a thin film transistor
(TFT) having a semiconductor layer (poly-si) and a through-
hole (TH). This through-hole (TH) is filled with a metal such
as aluminum (Al).

[0054] The transflective liquid crystal display device based
on the IPS system is driven by the 1-line inversion system for
reduction of power consumption.

[0055] Referring to FIG. 1, however, for the 1-line inversion
system, however, a reference voltage (a counter voltage or a
common voltage) is applied to respective counter electrodes
(CT) for one and the other in two display lines adjoining each
other. Since the applied reference voltages have the opposite
polarity to each other, an electric field is generated between
the counter electrode (CT) for one of the display lines and that
for the other even during the black display mode. Because of
the feature, liquid crystal molecules in the liquid crystal layer
(LC) move in a direction different from the initial orientation
direction (S) of the liquid crystal to cause leakage of light at
several portions (black-spotted portions), which may some-
times cause degradation of display quality.

[0056] To overcome this problem, there is the need for
controlling the initial orientation direction (S) of liquid crys-
tal molecules in the liquid crystal (LC) layer so that the liquid
crystal molecules in the liquid crystal (LC) layer will not
move even when an electric field is generated between a
counter electrode (CT) for one display line and that for the
other display line. More specifically, the technique used for
achieving the object described above varies according to a
type of the liquid crystal (LC) layer.

[0057] In the case where a liquid crystal (LC) layer is of a
positive type, as shown in FIG. 2-1, the initial orientation
direction (S) of a liquid crystal in the liquid crystal (LC) layer
is set in a direction perpendicular to the direction (X direc-
tion) in which the I-display line extends or angularly dis-
placed within +2 degrees in the clockwise direction with
respect to the direction (Y direction) perpendicular to the
direction in which the 1-display line extends (X direction).
This means that an orientation of a magnetic field generated
between a counter electrode (CT) for one display line and that
for the other display line coincides with the initial orientation
direction (S) of liquid crystal molecules in the liquid crystal
(LC) layer, and therefore even when leakage of an electric
field occurs during black display, leakage of light does not
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occur. Because of the characteristics, it is possible to improve
image quality in the transflective liquid crystal display device
based on the IPS system.

[0058] When the liquid crystal (LC) layer is of a negative
type, the initial orientation direction (S) of liquid crystal
molecules in the liquid crystal (LC) layer is set in a direction
parallel to the direction in which the 1-display line extends (X
direction) or angularly displaced within +2 degrees in the
clockwise direction with respect to the direction in which the
I-display line extends (X direction) as shown in FIG. 2-2. Also
in this case, even when leakage of an electric field to the
transmissive section 30 occurs during black display, liquid
crystal molecules in the transmissive section 30 do not move,
so that leakage of light (gray display) never occurs. Because
of the features as described above, it is possible to improve
image quality in the transflective liquid crystal display device
based on the IPS system.

[0059] On the other hand, an electric field is generated by
the pixel electrode (PIX) and the counter electrode (CT) to
realize white display, it is required to generate an electric field
in a direction different from the initial orientation direction
(S) of liquid crystal molecules in the liquid crystal (L.C) layer
in main portions of the display. To satisfy this requirement,
the following two directions are changed: the direction in
which the pixel electrode (PIX) extends and the initial orien-
tation direction (S) of liquid crystal molecules in the liquid
crystal (LC) layer.

[0060] Whether liquid crystal molecules rotate in response
to an electric field generated between the counter electrode
(CT) and the pixel electrode (PIX) depends on the relation
between the initial orientation direction (S) of liquid crystal
molecules and a direction (M) perpendicular to the direction
(N) in which the comb-shaped pixel electrode (PIX) extends,
because the electric field has an orientation in the direction
M).

[0061] Inthe first embodiment, in the case where a negative
type of liquid crystal is used and also in the case where a
positive type of liquid crystal is used, the direction in which
the 1-display line extends (X direction) and the direction (N)
in which linear portions (52, 53) of the pixel electrode (PIX)
extend are not parallel or not perpendicular to each other, but
cross each other diagonally as shown in FIGS. 2-1 and 2-2.

[0062] As shown in FIG. 1, in two display lines adjoining
each other, the direction (N) in which a pixel electrode (PIX)
for one display line extends and the direction (N) in which a
pixel electrode (PIX) for the other display line extends are in
line symmetry with respect to the gap 10. The gap 10 is
defined between a counter electrode (CT) for the one display
line and a counter electrode (CT) for the other display elec-
trode. More specifically, sub-pixels each with the pixel elec-
trode (PIX) extending in the direction (N) inclined by, for
instance, +15 degrees clockwise with respect to the initial
orientation direction (S) of liquid crystal molecules and sub-
pixels 40 each with the pixel electrode (PIX) extending in the
direction (N) inclined by, for instance, —15 degrees clockwise
with respect to the initial orientation direction (S) of liquid
crystal molecules coexist and are provided alternately line by
line. Because of the configuration as described above, an
array of sub-pixels may assume a matrix-form when viewed
from a panel.

[0063] A plurality of display lines in the liquid crystal dis-
play panel 45 are arrayed so that, in two display lines adjoin-
ing each other, the transmissive section (or the reflective

Sep. 29, 2011

section 31) for one display line and the reflective section 31
(or the transmissive section 30) for the other display line face
each other.

[0064] Leakage oflight occurs, in two display lines adjoin-
ing to each other, due to inverse polarities of a reference
voltage applied to a counter electrode (CT) for one display
line and that applied to a counter electrode (CT) for the other
display line. Such leakage can be suppressed by covering the
gap 10 between the counter electrode (CT) for one display
line and the counter electrode (CT) for the other display line
with the light-shielding film (BM). In this case, however, the
aperture ratio becomes lower.

[0065] In contrast, according to the method which is pos-
sible to control and adjust the initial orientation direction (S)
of liquid crystal molecules in the liquid crystal (LC) layer to
prevent liquid crystal molecules in the liquid crystal (LC)
layer from moving even when an electric field is generated
between a counter electrode (CT) for one display line and a
counter electrode (CT) for the other display line, it is not
necessary to cover the gap 10 between the counter electrode
(CT) for the one display line and that for the other display line.
Thus it is possible to suppress leakage of light without low-
ering the aperture ratio.

[0066] In the first embodiment of the present invention,
when viewed from the top, the light-shielding film (BM) is
not formed over the gap 10 between a counter electrode (CT)
for one in two display lines adjoining each other and that (CT)
for the other as shown in FIG. 3. In other words, the light-
shielding film (BM) is not formed in the border area between
the sub-pixels 40 adjoining each other in the direction (Y
direction) perpendicular to the direction (X direction) in
which the l-display line extends. When it is necessary to cover
the image line (DL) with the light-shielding film (BM), the
gap 10 is covered with the light-shielding film (BM) only ina
portion where the image line (DL) crosses the 1-display line.

Second Embodiment

[0067] FIGS. 5to 7 are views each illustrating a transflec-
tive liquid crystal display device based on the IPS system
according to a second embodiment of the present invention.
FIG. 5 is a plan view illustrating an electrode structure in the
side where a TFT substrate included in a liquid crystal display
panel is disposed in a transflective, liquid crystal display
device. FIG. 6 is a plan view illustrating a state in which a
light-shielding film in the CF substrate side is overlaid on the
electrode structure shown in FIG. 5. FIG. 7 is a cross-sec-
tional view illustrating a cross-sectional structure along the
line b-b' in FIG. 6

[0068] The transflective liquid crystal display device based
on the IPS system according to the second embodiment has
basically the same configuration as that described in the first
embodiment above excluding the following points.

[0069] In the first embodiment, when one and the other in
two display lines adjoining each other are referred to, the
transmissive section 30 (or the reflective section 31) for one
display line and the reflective section 31 (or the transmissive
section 30) for the other display line are adapted to face each
other as shown in FIGS. 1, 3, and 4.

[0070] In contrast, in the second embodiment, when one
and the other in two display lines adjoining each other are
referred to, the reflective section 31 (or the transmissive sec-
tion 30) for one display line adjoins the reflective section 31
(or the transmissive section 30) for the other display line as
shown in FIGS. 5, 6, and 7. Further the phase difference plate
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(RET) and the step-forming layer (MR) are provided to
extend over the gap 10 between the counter electrode (CT) for
the one display line and that for the other display line when
viewed from the top.

[0071] With the configuration as described above, an
unuseful area which would be otherwise formed by an
inclined portion for the phase difference plate (RET) and the
step forming layer (MR) can be reduced and the aperture
ration can be improved.

[0072] The invention made by the inventor was described
above with reference to the embodiments above, but the
present invention is not limited to the embodiments, and it is
needless to say that various changes and modifications are
possible without departing from the gist of the present inven-
tion.

[0073] For instance, in the first and second embodiments,
the pixel electrode (PIX) is arranged at a higher position than
the counter electrode (CT) on the side where the TFT sub-
strate is disposed, but the present invention is not limited to
the configuration described above. The counter electrode
(CT) may be arranged at a higher position than the pixel
electrode (PIX) on the side where the TFT substrate is dis-
posed. When viewed from the top, the counter electrode (CT)
has a form in which a plurality of linear portions are arranged
with a predetermined interval defined, while the pixel elec-
trode (PIX) has a flat form.

Sep. 29, 2011

What is claimed is:

1. A liquid crystal display device comprising:

a first region and a second region formed in a subpixel
region, a plurality of the first electrodes belong to the
first region and a plurality of the second electrodes
belong to the second region, wherein

a number of first electrodes is smaller than a number of
second electrodes, and

a length of the first region is longer than a length of the
second region.

2. The liquid crystal display device according to claim 1,
wherein the first region is a transparent part and the second
region is a reflective part.

3. The liquid crystal display device according to claim 1,
wherein the first region and the second region are rhomboid
shapes.

4. The liquid crystal display device according to claim 1,
wherein the plurality of second electrodes include a longer
electrode and a shorter electrode.

5. The liquid crystal display device according to claim 4,
wherein the shorter electrode is sandwiched by longer elec-
trodes.

6. The liquid crystal display device according to claim 4,
wherein a through hole is formed at a region where the shorter
electrodes are arranged.
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