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gate electrode and the data wire, a second interlayer insu-
lating layer positioned the first interlayer insulating layer
and the data wire, and an organic light emitting diode
positioned on the data wire and connected to the first active
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1
ORGANIC LIGHT EMITTING DIODE
DISPLAY COMPRISING INTERLAYER
INSULATING LAYERS

CROSS-REFERENCE TO RELATED
APPLICATION

Korean Patent Application No. 10-2014-0164742, filed on
Nov. 24, 2014, in the Korean Intellectual Property Office,
and entitled: “Organic Light Emitting Diode Display,” is
incorporated by reference herein in its entirety.

BACKGROUND

1. Field

Embodiments relate to an organic light emitting diode
display, and more particularly, to an organic light emitting
diode display including a plurality of thin film transistors.

2. Description of the Related Art

Generally, as a representative example of a flat panel
display, there are an organic light emitting diode display, a
liquid crystal display, and a plasma display panel, and the
like. Among these, the organic light emitting diode display
includes a plurality of thin film transistors, a capacitor, and
a plurality of wirings.

Recently, the organic light emitting diode display is
manufactured to have a high resolution and a large area, and
thus the number of thin film transistors configuring one pixel
which is a minimum unit displaying an image is increased
and the number of wirings passing through one pixel is
increased.

SUMMARY

An exemplary embodiment provides an organic light
emitting diode display, including: a substrate, a first thin film
transistor including a first active pattern on the substrate and
a first gate electrode which is positioned on the first active
pattern; a data wire on the first gate electrode, a first
interlayer insulating layer between the first gate electrode
and the data wire, a second interlayer insulating layer
between the first interlayer insulating layer and the data
wire; and an organic light emitting diode positioned on the
data wire and connected to the first active pattern.

At least any one of the first interlayer insulating layer and
the second interlayer insulating layer may be an organic
layer or an inorganic layer.

At least any one of the first interlayer insulating layer and
the second interlayer insulating layer may be an organic
layer and another one thereof may be an inorganic layer.

The data wire may include a gate bridge which contacts
the first gate electrode through the first interlayer insulating
layer and the second interlayer insulating layer.

The first interlayer insulating layer may include a first
contact hole through which the gate bridge passes, and the
second interlayer insulating layer may include a second
contact hole through which the gate bridge passes.

The first interlayer insulating layer may be an inorganic
layer and the second interlayer insulating layer may be an
organic layer.

The first contact hole of the first interlayer insulating layer
may be formed by etching and the second contact hole of the
second interlayer insulating layer may be formed by expo-
sure and development.

The first interlayer insulating layer may be an organic
layer and the second interlayer insulating layer may be an
inorganic layer.
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The second contact hole of the second interlayer insulat-
ing layer may be formed by etching and the first contact hole
of the first interlayer insulating layer may be formed by
etching using the second interlayer insulating layer as a
mask.

The organic light emitting diode display may further
include: a second thin film transistor including a second
active pattern which is connected to the first active pattern
and a second gate electrode on the second active pattern; a
third thin film transistor including a third active pattern
which contacts the gate bridge to connect between the first
active pattern and the first gate electrode and a third gate
electrode on the third active pattern; and a first scan line on
the second active pattern to cross the second active pattern
and the third active pattern, respectively, and connected to
the second gate electrode and the third gate electrode,
wherein the data wire may include: a data line being adjacent
to the gate bridge on the first scan line to cross the first scan
line and connected to the second active pattern; and a driving
power line being adjacent to the data line on the first scan
line to cross the first scan line and connected to the first
active pattern.

The organic light emitting diode display may further
include: a capacitor electrode positioned between the first
gate electrode and the first interlayer insulating layer to be
connected to the driving power line through the first inter-
layer insulating layer and the second interlayer insulating
layer and overlapping the first gate electrode to form a
capacitor along with the first gate electrode.

The first gate electrode and the capacitor electrode may be
each made of metal.

The capacitor electrode may include an opening through
which a portion of the first gate electrode is exposed and the
gate bridge may be connected to the first gate electrode
through the opening.

The first active pattern, the second active pattern, and the
third active pattern may each be on the same layer, and the
data line, the driving power line, and the gate bridge may
each be on the same layer.

The organic light emitting diode display may further
include: a fourth thin film transistor including a fourth active
pattern which is connected to the first gate electrode and a
third active pattern and a fourth gate electrode which is on
the fourth active pattern; a second scan line on the fourth
active pattern to cross the fourth active pattern and con-
nected to the fourth gate electrode; and an initialization
power line on the second scan line and connected to the
fourth active pattern.

The first gate electrode, the second gate electrode, the
third gate electrode, the fourth gate electrode, the first scan
line, and the second scan line may each be on the same layer.

The organic light emitting diode display may further
include: a seventh thin film transistor including a seventh
active pattern which is connected to the fourth active pattern
and a seventh gate electrode which is positioned on the
seventh active pattern; and a third scan line positioned on the
seventh active pattern to cross the seventh active pattern and
connected to the seventh gate electrode.

The organic light emitting diode display may further
include: a fifth thin film transistor including a fifth active
pattern which connects between the first active pattern and
the driving power line and a fifth gate electrode which is
positioned on the fifth active pattern; a sixth thin film
transistor including a sixth active pattern which connects
between the first active pattern and the organic light emitting
diode and a sixth gate electrode which is positioned on the
sixth active pattern; and a light emitting control line posi-
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tioned on the fifth active pattern and the sixth active pattern
to cross the fifth active pattern and the sixth active pattern,
respectively and connected to the fifth gate electrode and the
sixth gate electrode, respectively.

The first gate electrode, the second gate electrode, the
third gate electrode, the fifth gate electrode, the sixth gate
electrode, the light emitting control line may be each posi-
tioned on the same layer.

A channel region of the first active pattern overlapping the
first gate electrode may be bent at least once and may extend.

The second interlayer insulating layer may have a lower
dielectric constant than the first interlayer insulating layer.

BRIEF DESCRIPTION OF THE DRAWINGS

Features will become apparent to those of skill in the art
by describing in detail exemplary embodiments with refer-
ence to the attached drawings in which:

FIG. 1 illustrates a circuit diagram of a pixel of an organic
light emitting diode display according to an exemplary
embodiment.

FIG. 2 illustrates a layout view of the pixel of the organic
light emitting diode display according to the exemplary
embodiment.

FIG. 3 illustrates a cross-sectional view taken along line
HI-1IT of FIG. 2.

FIG. 4 illustrates a cross-sectional view of an organic light
emitting diode display according to another exemplary
embodiment.

DETAILED DESCRIPTION

Example embodiments will now be described more fully
hereinafter with reference to the accompanying drawings;
however, they may be embodied in different forms and
should not be construed as limited to the embodiments set
forth herein. Rather, these embodiments are provided so that
this disclosure will be thorough and complete, and will fully
convey exemplary implementations to those skilled in the
art.

Portions unrelated to the description will be omitted in
order to obviously describe the embodiments, and same or
similar components will be denoted by the same reference
numerals throughout the present specification.

In addition, in several exemplary embodiments, compo-
nents having the same configuration will be representatively
described using the same reference numerals in an exem-
plary embodiment, and only components different from
those of an exemplary embodiment will be described in the
other exemplary embodiments.

In addition, since sizes and thicknesses of the respective
components shown in the accompanying drawings are arbi-
trarily shown for convenience of explanation, embodiments
are not necessarily limited to contents shown in the accom-
panying drawings.

In the drawings, the thickness of layers, regions, etc., are
exaggerated for clarity. In addition, in the accompanying
drawings, thicknesses of some of layers and regions have
been exaggerated. It will be understood that when an ele-
ment such as a layer, a film, a region, or a plate is referred
to as being “on” another element, it may be directly on
another element or may have an intervening element present
therebetween.

Further, throughout the present specification, unless
explicitly described to the contrary, “comprising” any com-
ponents will be understood to imply the inclusion of other
elements rather than the exclusion of any other elements. In
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addition, throughout the specification, the word “on” does
not necessarily mean that any element is positioned at an
upper side based on a gravity direction, but means that any
element is positioned above or below a target portion.

Hereinafter, a display light emitting diode display accord-
ing to an exemplary embodiment will be described with
reference to FIGS. 1 to 3.

Next, a pixel circuit of the organic light emitting diode
display according to the exemplary embodiment will be
described with reference to FIG. 1. Here, the pixel may
mean a minimum unit displaying an image.

FIG. 1 illustrates a circuit diagram of a pixel of an organic
light emitting diode display according to an exemplary
embodiment. As illustrated in FIG. 1, a pixel Px of the
organic light emitting diode display according to the exem-
plary embodiment includes a plurality of thin film transistors
T1, T2, T3, T4, T5, T6, and T7, a plurality of wirings Sn,
Sn-1, Sn-2, EM, Vin, DA, and ELVDD, which are connected
to the plurality of thin film transistors T1, T2, T3, T4, T5,T6,
and T7, a capacitor Cst, and an organic light emitting diode
(OLED).

The plurality of thin film transistors T1, T2, T3, T4, TS5,
T6, and T7 include a first thin film transistor T1, a second
thin film transistor T2, a third thin film transistor T3, a fourth
thin film transistor T4, a fifth thin film transistor T5, a sixth
thin film transistor T6, and a seventh thin film transistor T7.

The first thin film transistor T1 has a first gate electrode
G1 connected to a third drain electrode D3 of the third thin
film transistor T3 and a fourth drain electrode D4 of the
fourth thin film transistor T4, respectively, a first source
electrode Si connected to a second drain electrode D2 of the
second thin film transistor T2 and a fifth drain electrode D5
of the fifth thin film transistor T5, and a first drain electrode
D1 connected to a third source electrode S3 of the third thin
film transistor T3 and a sixth source electrode S6 of the sixth
thin film transistor T6, respectively.

The second thin film transistor T2 has a second gate
electrode G2 connected to a first scan line Sn, the second
source electrode S2 connected to a data line DA, and the
second drain electrode D2 connected to the first source
electrode S1 of the first thin film transistor T1.

The third thin film transistor T3 has a third gate electrode
G3 connected to the first scan line Sn, the third source
electrode S3 is connected to the first drain electrode D1 of
the first thin film transistor T1, and the third drain electrode
D3 is connected to the first gate electrode G1 of the first thin
film transistor T1.

The fourth thin film transistor T4 has a fourth gate
electrode G4 connected to a second scan line Sn-1, a fourth
source electrode S4 connected to an initialization power line
Vin, and a fourth drain electrode D4 connected to the first
gate electrode G1 of the first thin film transistor T1.

The fifth thin film transistor T5 has a fifth gate electrode
G5 connected to a light emitting control line EM, a fifth
source electrode S5 is connected to a driving power line
ELVDD, and the fifth drain electrode D3 is connected to the
first source electrode S1 of the first thin film transistor T1.

The sixth thin film transistor T6 has a sixth gate electrode
G6 connected to the light emitting control line EM and a
sixth source electrode S6 connected to the first drain elec-
trode D1 of the first thin film transistor T1.

The seventh thin film transistor T7 has a seventh gate
electrode G7 connected to a third scan line Sn-2, a seventh
source electrode S7 connected to an organic light emitting
diode (OLED), and a seventh drain electrode D7 connected
to the fourth source electrode S4 of the fourth thin film
transistor T4.
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The plurality of wirings include the first scan line Sn,
which transfers a first scan signal to the second gate elec-
trode G2 and the third gate electrode G3 of the second thin
film transistor T2 and the third thin film transistor T3,
respectively, the second scan line Sn-1, which transfers a
second scan signal to the fourth gate electrode G4 of the
fourth thin film transistor T4, the third scan line Sn-2, which
transfers a third scan signal to the seventh gate electrode G7
of the seventh thin film transistor T7, the light emitting
control line EM, which transfers a light emitting control
signal to each of the fifth gate electrode G5 and the sixth gate
electrode G6 of the fifth thin film transistor TS and the sixth
thin film transistor T6, respectively, a data line DA, which
transfers a data signal to the second source electrode S2 of
the second thin film transistor T2, the driving power line
ELVDD, which supplies a driving signal to one electrode of
the capacitor Cst and the fifth source electrode S5 of the fifth
thin film transistor T5, respectively, and the initialization
power line Vin, which supplies an initialization signal to the
fourth source electrode S4 of the fourth thin film transistor
T4. The data line DA and the driving power line ELVDD
may be formed as a data wire.

The capacitor Cst includes a first electrode connected to
the driving power line ELVDD and a second electrode
connected to the first gate electrode G1 and the third drain
electrode D3 of the third thin film transistor T3, respectively.

The organic light emitting diode (OLED) includes a first
electrode, a second electrode on the first electrode, and an
organic light emitting layer between the first electrode and
the second electrode. The first electrode of the organic light
emitting diode (OLED) is connected to the seventh source
electrode S7 of the seventh thin film transistor T7 and the
sixth drain electrode D6 of the sixth thin film transistor T6,
respectively, and the second electrode is connected to a
common power supply ELVSS to which a common signal is
transferred.

As one example of driving the pixel circuit, first, when the
third scan signal is transferred to the third scan line Sn-2,
turning on the seventh thin film transistor T7, a residual
current flowing in the first electrode of the organic light
emitting diode (OLED) exits to the fourth thin film transistor
T4 through the seventh thin film transistor T7, such the
organic light emitting diode (OLED) may be prevented from
unintentionally emitting light due to the residual current
flowing in the first electrode of the organic light emitting
diode (OLED).

Next, when the second scan signal is transferred to the
second scan line Sn-1 and the initialization signal is trans-
ferred to the initialization power line Vin, the fourth thin film
transistor T4 is turned on and, thus, the initialization voltage
by the initialization signal 1s supplied to the first gate
electrode G1 of the first thin film transistor T1 and the
second electrode of the capacitor Cst, such that the first gate
electrode G1 and the capacitor Cst are initialized. In this
case, the first thin film transistor T1 is turned on while the
first gate electrode G1 is initialized.

Next, when the first scan signal is transferred to the first
scan line Sn and the data signal is transferred to the data line
DA, the second thin film transistor T2 and the third thin film
transistor T3 are each turned on and thus a data voltage Vd
by the data signal is supplied to the first gate electrode G1
through the second thin film transistor T2, the first thin film
transistor T1, and the third thin film transistor T3. In this
case, as the voltage supplied to the first gate electrode G1,
acompensation voltage {Vd+Vth, in which Vth is a negative
(=) value} which is reduced as much as a threshold voltage
Vth of the first thin film transistor T1 from the data voltage

20

25

40

45

60

65

6

Vd which is supplied from a first data line Da is supplied to
the first gate electrode G1. The compensation voltage
Vd+Vth which is supplied to the first gate electrode G1 is
also supplied to the second electrode of the capacitor Cst
which is connected to the first gate electrode G1.

Next, the first electrode of the capacitor Cst is supplied
with a driving voltage Vel by a driving signal from the
driving power line ELVDD and the second electrode thereof
is supplied with the above compensation voltage Vd+Vth.
Thus, the capacitor Cst stores charges that correspond to a
difference between voltages applied to the first and second
electrodes thereof, respectively, such that the first thin film
transistor T1 is turned on for a predetermined time.

Next, when the light emitting control signal is applied to
the light emitting control line EM, the fifth thin film tran-
sistor T5 and the sixth thin film transistor T6 are each turned
on. Thus, the driving voltage Vel of the driving signal is
supplied from the driving power line ELVDD to the first thin
film transistor T1 through the fifth thin film transistor T5.

Then, a driving current Id, which corresponds to a dif-
ference between the voltage supplied to the first gate elec-
trode G1 by the capacitor Cst and the driving voltage Vel,
flows in the first drain electrode D1 of the first thin film
transistor T1 while the driving voltage Vel passes through
the first thin film transistor T1, which is turned on by the
capacitor Cst, and the driving current Id is supplied to the
organic light emitting diode (OLED) through the sixth thin
film transistor T6, such that the organic light emitting diode
(OLED) emits light for a predetermined time.

While the particular configuration of the pixel circuit
illustrated in FIG. 1 includes the first thin film transistor T1
to the seventh thin film transistor T7, the capacitor Cst, the
first scan line Sn to the third scan line Sn-2, the data line DA,
the driving power line ELVDD, and the initialization power
line Vin, embodiments are not limited thereto, and a pixel
circuit of an organic light emitting diode display according
to another exemplary embodiment may include at least two
thin film transistors, at least one capacitor, and wirings
including at least one scan line and at least one driving
power line.

Hereinafter, a disposition of the pixel of the organic light
emitting diode display as described above according to an
exemplary embodiment will be described with reference to
FIGS. 2 and 3. Insulating layers are between components
that are on different layers to be described below, in which
the insulating layer may be an inorganic insulating layer or
an organic insulating layer, e.g., silicon nitride, silicon
oxide, or the like. Further, the insulating layers may be
formed of a single layer or a multilayer.

FIG. 2 illustrates a layout view of the pixel of the organic
light emitting diode display according to the exemplary
embodiment. FIG. 3 is a cross-sectional view taken along
line MI-IIT of FIG. 2.

As illustrated in FIGS. 2 and 3, the organic light emitting
diode display according to the exemplary embodiment
includes a substrate (SUB), the first thin film transistor T1,
the second thin film transistor T2, the third thin film tran-
sistor T3, the fourth thin film transistor T4, the fifth thin film
transistor T5, the sixth thin film transistor T6, the seventh
thin film transistor T7, the first scan line Sn, the second scan
line Sn-1, the third scan line Sn-2, the light emitting control
line EM, the capacitor Cst, the data line DA, the driving
power line ELVDD, and the gate bridge GB which are the
data wire DW, a first interlayer insulating layer 1LD1, a
second interlayer insulating layer ILD2, the initialization
power line Vin, and the organic light emitting diode
(OLED).
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In FIG. 2, the second scan line Sn-1 and the third scan line
Sn-2 are illustrated as one scan line, but embodiments are
not limited thereto, e.g., the second scan line Sn-1 and the
third scan line Sn-2 may be positioned as respective scan
lines separated from each other.

The substrate SUB may be made of glass, quartz, ceramic,
sapphire, plastic, metal, and the like, and may be flexible,
stretchable, rollable, or foldable, and so forth. When the
substrate (SUB) is flexible, stretchable, rollable, or foldable,
the organic light emitting diode display may be flexible,
stretchable, rollable, or foldable on the whole.

The first thin film transistor T1 is on the substrate (SUB)
and includes the first active pattern Al and the first gate
electrode G1.

The first active pattern Al includes the first source elec-
trode S1, the first channel C1, and first drain electrode D1.
The first source electrode S1 is connected to the second drain
electrode D2 of the second thin film transistor T2 and the
fifth drain electrode D5 of the fifth thin film transistor T5,
respectively. The first drain electrode D1 is connected to the
third source electrode S3 of the third thin film transistor T3
and the sixth source electrode S6 of the sixth thin film
transistor T6, respectively.

The first channel C1, which is a channel region of the first
active pattern A1 overlapping the first gate electrode G1, is
bent at least once and extends within a space overlapping the
first gate electrode G1, which is a limited space. Thus, the
length of the first channel C1 may be increased, such that a
driving range of a gate voltage applied to the first gate
electrode G1 may be increased. As a result, a magnitude of
the gate voltage applied to the first gate electrode G1 is
changed within the increased driving range to more pre-
cisely control a gray scale of light emitted from the organic
light emitting diode (OLED), thereby improving image
quality displayed by the organic light emitting diode display.
A shape of the first active pattern A1 may be variously
changed and may be include various forms, e.g., ‘inverse S’,
S, ‘M, ‘W’, and so forth.

The first active pattern A1 may be made of polysilicon or
oxide semiconductor. The oxide semiconductor may include
any one of an oxide of titanium (Ti), hafnium (Hf), zirco-
nium (7r), aluminum (Al), tantalum (Ta), germanium (Ge),
zine (7Zn), gallium (Ga), tin (Sn), or indium (In), and a zinc
oxide (Zn0), an indium-gallium-zinc oxide (InGaZnO4), an
indium-zinc oxide (Zn—In—Q), a zinc-tin oxide (Zn—
Sn—O0), an indium-gallium oxide (In—Ga—O0), an indium-
tin oxide (In—Sn—O), an indium-zirconium oxide (In—
Zr—0), an indium-zirconium-zinc oxide (In—7r—7n—0),
an indium-zirconium-tin oxide (In—Zr—Sn—Q0), an
indium-zirconium-gallium oxide (In—7Zr—Ga—O0), an
indium-aluminum oxide (In—Al—Q), an indium-zinc-alu-
minum oxide (In—Zn—Al—O0), an indium-tin-aluminum
oxide (In—Sn—Al—0), an indium-aluminum-gallium
oxide (In—Al—Ga—O0), an indium-tantalum oxide (In—
Ta—0), an indium-tantalum-zinc oxide (In—Ta—7Zn—0),
an indium-tantalum-tin oxide (In—Ta—Sn—O), an indium-
tantalum-gallium oxide (In—Ta—Ga—Q), an indium-ger-
manium oxide (In—Ge—0), an indium-germanium-zinc
oxide (In—Ge—7n—0), an indium-germanium-tin oxide
(In—Ge—Sn—0), an indium-germanium-gallium oxide
(In—Ge—Ga—0), a titanium-indium-zinc oxide (Ti—In—
Zn—0), and a hafnium-indium-zinc oxide (Hf—In—7Zn—
0), which are composite oxides thereof. When the first
active pattern Al is made of the oxide semiconductor, a
separate protecting layer may be added in order to protect
the oxide semiconductor, which is vulnerable to external
environmental conditions, e.g., high temperatures.
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The first channel C1 of the first active pattern A1 may be
channel-doped with N type impurities or P type impurities,
and the first source electrode S1 and the first drain electrode
D1 may be spaced apart from each other, having the first
channel C1 therebetween. The first source electrode S1 and
the first drain electrode D1 may each be doped with doping
impurities having an opposite type to the doping impurities
doped in the first channel C1.

The first gate electrode G1 may be on the first channel C1
of the first active pattern Al and may have an island shape.
The first gate electrode G1 may be connected to the fourth
drain electrode D4 of the fourth thin film transistor T4 and
the third drain electrode D3 of the third thin film transistor
T3 by the gate bridge GB which passes through a contact
hole of a first contact hole CH1 of the first interlayer
insulating layer ILD1 and a second contact hole CH2 of the
second interlayer insulating layer ILD2. The first gate elec-
trode G1 overlaps a capacitor electrode CE and may also
serve as the second electrode of the capacitor Cst simulta-
neously while serving as the gate electrode of the first thin
film transistor T1. That is, the first gate electrode G1 and the
capacitor electrode CE together form the capacitor Cst. The
first gate electrode G1 may be made of metal.

The second thin film transistor T2 is positioned on the
substrate (SUB) and includes the second active pattern A2
and the second gate electrode G2.

The second active pattern A2 includes the second source
electrode S2, the second channel C2, and the second drain
electrode D2. The second source electrode S2 is connected
to the data line DA through the contact hole that includes a
first contact hole CH1 of a first interlayer insulating layer
ILD1 and a second contact hole CH2 of a second interlayer
insulating layer ILD2. The second drain electrode D2 is
connected to the first source electrode S1 of the first thin film
transistor T1. The second channel C2, which is a channel
region of the second active pattern A2, overlaps the second
gate electrode G2 and is between the second source elec-
trode S2 and the second drain electrode D2. That is, the
second active pattern A2 is connected to the first active
pattern Al.

The second channel C2 of the second active pattern A2
may be channel-doped with N type impurities or P type
impurities. The second source electrode S2 and the second
drain electrode D2 are spaced apart from each other with the
second channel C2 therebetween, and may each be doped
with doping impurities having an opposite type to the doping
impurities doped in the second channel C2. The second
active pattern A2 may be on the same layer as the first active
pattern Al, made of the same material as the first active
pattern A1, and integrally formed with the first active pattern
Al.

The second gate electrode G2 may be on the second
channel C2 of the second active pattern A2 and integrally
formed with the first scan line Sn.

The third thin film transistor T3 may be on the substrate
SUB and includes a third active pattern A3 and the third gate
electrode G3. The third active pattern A3 includes the third
source electrode S3, a third channel C3, and the third drain
electrode D3. The third source electrode S3 is connected to
the first drain electrode D1 and the third drain electrode D3
is connected to the first gate electrode G1 of the first thin film
transistor T1 by a gate bridge GB which passes through the
contact hole that includes the first contact hole CH1 of the
first interlayer insulating layer ILD1 and the second contact
hole CH2 of the second interlayer insulating layer ILD2. The
third channel C3. which is a channel region of the third
active pattern A3, overlaps the third gate electrode G3 and
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is between the third source electrode S3 and the third drain
electrode D3. That is, the third active pattern A3 connects
the first active pattern Al and the first gate electrode G1.

The third channel C3 of the third active pattern A3 may
be channel-doped with N type impurities or P type impuri-
ties. The third source electrode S3 and the third drain
electrode D3 are spaced apart from each other with the third
channel C3 therebetween and may each be doped with
doping impurities having an opposite type to the doping
impurities doped in the third channel C3. The third active
pattern A3 may be on the same layer as the first active
pattern Al and the second active pattern A2, made of the
same material as the first active pattern Al and the second
active pattern A2, and integrally formed with the first active
pattern A1 and the second active pattern A2.

The third gate electrode G3 may be on the third channel
C3 of the third active pattern A3 and integrally formed with
the first scan line Sn. The third gate electrode G3 may be a
dual gate electrode.

The fourth thin film transistor T4 may be on the substrate
SUB and includes a fourth active pattern A4 and the fourth
gate electrode G4. The fourth active pattern A4 includes the
fourth source electrode S4, a fourth channel C4, and the
fourth drain electrode D4. The fourth source electrode S4 is
connected to the initialization power line Vin through the
contact hole, the fourth drain electrode D4 is connected to
the first gate electrode G1 of the first thin film transistor T1
by the gate bridge GB which passes through the contact hole
which includes the first contact hole CH1 of the first
interlayer insulating layer ILD1 and the second contact hole
CH2 of the second interlayer insulating layer ILD2. The
fourth channel C4, which is a channel region of the fourth
active pattern A4, overlaps the fourth gate electrode G4 and
is between the fourth source electrode S4 and the fourth
drain electrode D4. That is, the fourth active pattern A4 is
connected to the third active pattern A3 and the first gate
electrode G1, respectively, simultaneously with connecting
between the initialization power line Vin and the first gate
electrode G1.

The fourth channel C4 of the fourth active pattern A4 may
be channel-doped with N type impurities or P type impuri-
ties. The fourth source electrode S4 and the fourth drain
electrode D4 are spaced apart from each other with the
fourth channel C4 therebetween and may each be doped
with doping impurities having an opposite type to the doping
impurities doped in the fourth channel C4. The fourth active
pattern A4 may be on the same layer as the first active
pattern A1, the second active pattern A2, the third active
pattern A3, made of the same material as the first active
pattern A1, the second active pattern A2, and the third active
pattern A3, and integrally formed with the first active pattern
A1, the second active pattern A2, and the third active pattern
A3.

The fourth gate electrode G4 may be on the fourth channel
C4 of the fourth active pattern A4 and integrally formed with
the second scan line Sn-1. The fourth gate electrode G4 may
be a dual gate electrode.

The fifth thin film transistor TS may be on the substrate
SUB and includes a fifth active pattern A5 and the fifth gate
electrode G5. The fifth active pattern A5 includes the fifth
source electrode S5, a fifth channel C5, and the fifth drain
electrode D5

The fifth source electrode S5 is connected to the driving
power line ELVDD through the contact hole that includes
the first contact hole CHI1 of the first interlayer insulating
layer ILD1 and the second contact hole CH2 of the second
interlayer insulating layer ILD2. The fifth drain electrode D5
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is connected to the first source electrode S1 of the first thin
film transistor T1. The fifth channel C5, which is a channel
region of the fifth active pattern A5, overlaps the fifth gate
electrode G5 and is between the fifth source electrode S5 and
the fifth drain electrode D5. That is, the fifth active pattern
AS connects between the driving power line ELVDD and the
first active pattern Al.

The fifth channel C5 of the fifth active pattern A5 may be
channel-doped with N type impurities or P type impurities.
The fifth source electrode S5 and the fifth drain electrode D5
are spaced apart from each other with the fifth channel C5
therebetween and may each be doped with doping impurities
having an opposite type to the doping impurities doped in
the fifth channel C5. The fifth active pattern A5 may be on
the same layer as the first active pattern Al, the second
active pattern A2, the third active pattern A3, and the fourth
active pattern Ad, made of the same material as the first
active pattern Al, the second active pattern A2, the third
active pattern A3, and the fourth active pattern A4, and
integrally formed with the first active pattern A1, the second
active pattern A2, the third active pattern A3, and the fourth
active pattern A4.

The fifth gate electrode G5 is positioned on the fifth
channel C5 of the fifth active pattern A5 and integrally
formed with the light emitting control line EM.

The sixth thin film transistor T6 may be on the substrate
(SUB) and includes the sixth active pattern A6 and the sixth
gate electrode G6. The sixth active pattern A6 includes the
sixth source electrode S6, a sixth channel C6, and the sixth
drain electrode D6. The sixth source electrode S6 is con-
nected to the first drain electrode D1 of the first thin film
transistor T1 and the sixth drain electrode D6 is connected
to the first electrode E1 of the organic light emitting diode
(OLED) through the contact hole. The sixth channel C6,
which is a channel region of the sixth active pattern A6,
overlaps the sixth gate electrode G6 and is between the sixth
source electrode S6 and the sixth drain electrode D6. That is,
the sixth active pattern A6 connects between the first active
pattern A1 and the first electrode E1 of the organic light
emitting diode (OLED).

The sixth channel C6 of the sixth active pattern A6 may
be channel-doped with N type impurities or P type impuri-
ties. The sixth source electrode S6 and the sixth drain
electrode D6 are spaced apart from each other with the sixth
channel C6 therebetween and may each be doped with
doping impurities having an opposite type to the doping
impurities doped in the sixth channel C6. The sixth active
pattern A6 may be on the same layer as the first active
pattern A1, the second active pattern A2, the third active
pattern A3, the fourth active pattern A4, and the fifth active
pattern A5, made of the same material as the first active
pattern A1, the second active pattern A2, the third active
pattern A3, the fourth active pattern A4, and the fifth active
pattern AS, and integrally formed with the first active pattern
Al, the second active pattern A2, the third active pattern A3,
the fourth active pattern Ad, and the fifth active pattern AS.

The sixth gate electrode G6 may be on the sixth channel
C6 of the sixth active pattern A6 and integrally formed with
the light emitting control line EM.

The seventh thin film transistor T7 may be on the sub-
strate (SUB) and includes the seventh active pattern A7 and
the seventh gate electrode G7. The seventh active pattern A7
includes the seventh source electrode S7, a seventh channel
C7, and the seventh drain electrode D7. The seventh source
electrode S7 is connected to the first electrode of the organic
light emitting diode of another pixel (pixel positioned over
the pixel of FIG. 2, not illustrated in FIG. 2) and the seventh
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drain electrode D7 is connected to the fourth source elec-
trode S4 of the fourth thin film transistor T4. The seventh
channel C7, which is a channel region of the seventh active
pattern A7, overlaps the seventh gate electrode G7 and is
between the seventh source electrode S7 and the seventh
drain electrode D7. That is, the seventh active pattern A7
connects between the first electrode and the fourth active
pattern A4 of the organic light emitting diode.

The seventh channel C7 of the seventh active pattern A7
may be channel-doped with N type impurities or P type
impurities. The seventh source electrode S7 and the seventh
drain electrode D7 are spaced apart from each other with the
seventh channel C7 therebetween and may each be doped
with doping impurities having an opposite type to the doping
impurities doped in the seventh channel C7. The seventh
active pattern A7 may be on the same layer as the first active
pattern A1, the second active pattern A2, the third active
pattern A3, the fourth active pattern A4, the fifth active
pattern A5, and the sixth active pattern A6, made of the same
material as the first active pattern Al, the second active
pattern A2, the third active pattern A3, the fourth active
pattern A4, the fifth active pattern AS, and the sixth active
pattern A6, and integrally formed with the first active pattern
A1, the second active pattern A2, the third active pattern A3,
the fourth active pattern Ad, the fifth active pattern A5, and
the sixth active pattern A6.

The seventh gate electrode G7 may be on the seventh
channel C7 of the seventh active pattern A7 and integrally
formed with the third scan line Sn-2.

The first scan line Sn may be on the second active pattern
A2 and the third active pattern A3 and extends in a first
direction crossing the second active pattern A2 and the third
active pattern A3. The first scan line Sn is connected to the
second gate electrode G2 and the third gate electrode G3,
being integrally formed with the second gate electrode G2
and the third gate electrode G3.

The second scan line Sn-1 may be on the fourth active
pattern A4, being spaced apart from the first scan line Sn
along a second direction, and extends in the first direction
crossing the fourth active pattern A4. The second scan line
Sn-2 is connected to the fourth gate electrode G4, being
integrally formed with the fourth gate electrode G4. The
second scan line Sn-1 is shown herein as being integrally
formed with the third scan line Sn-2, but is not limited
thereto and may be formed as a different line from the third
scan line Sn-2.

The third scan line Sn-2 may be on the seventh active
pattern A7, being spaced apart from the second scan line
Sn-1 along the second direction, and extends in the first
direction crossing the seventh active pattern A7. The third
scan line Sn-2 is connected to the seventh gate electrode G7,
being integrally formed with the seventh gate electrode G7.
The third scan line Sn-2 is integrally formed with the second
scan line Sn-1, but is not limited thereto and may be formed
as a different line from the second scan line Sn-1.

The light emitting control line EM may be on the fifth
active pattern A5 and the sixth active pattern A6, being
spaced apart from the first scan line Sn along the second
direction, and extends in the first direction crossing the fifth
active pattern A5 and the sixth active pattern A6. The light
emitting control line EM is connected to the fifth gate
electrode G5 and the sixth gate electrode G6, being inte-
grally formed with the fifth gate electrode G5 and the sixth
gate electrode G6.

As described above, the light emitting control line EM,
the third scan line Sn-2, the second scan line Sn-1, the first
scan line Sn, the first gate electrode G1, the second gate

10

15

20

25

30

35

40

45

50

55

60

65

12

electrode G2, the third gate electrode G3, the fourth gate
electrode G4, the fifth gate electrode G5, the sixth gate
electrode G6, and the seventh gate electrode G7 are posi-
tioned on the same layer and made of the same material. For
example, the light emitting control line EM, the third scan
line Sn-2, the second scan line Sn-1. the first scan line Sn,
the first gate electrode G1, the second gate electrode G2, the
third gate electrode G3, the fourth gate electrode G4, the
fifth gate electrode G5, the sixth gate electrode G6, and the
seventh gate electrode G7 may form the first gate wire.

Alternatively, the light emitting control line EM, the third
scan line Sn-2, the second scan line Sn-1, the first scan line
Sn, the first gate electrode G, the second gate electrode G2,
the third gate electrode G3, the fourth gate electrode G4, the
fifth gate electrode G5, the sixth gate electrode G6, and the
seventh gate electrode G7 may each be selectively posi-
tioned on different layers and/or made of different materials.

The capacitor Cst includes the first electrode and the
second electrode that face each other and have the insulating
layer therebetween. The first electrode may be the capacitor
electrode CE and the second electrode may be the first gate
electrode G1. The capacitor electrode CE may be on the first
gate electrode G1 and connected to the driving power line
ELVDD through the contact hole that includes the first
contact hole CH1 of the first interlayer insulating layer [LD1
and the second contact hole CH2 of the second interlayer
insulating layer ILD2. The capacitor electrode CE may
overlap the first gate electrode G1 on the first gate electrode
G1.

The capacitor electrode CE forms the capacitor Cst along
with the first gate electrode G1 and the first gate electrode
G1 and the capacitor electrode CE may each be made of
different materials or the same material on different layers.
The capacitor electrode CE extends in one direction and
crosses a plurality of adjacent pixels Pxs. The capacitor
electrode CE may formed a second gate wire on the above-
mentioned first gate wire.

The capacitor electrode CE includes an opening OA
through which a portion of the first gate electrode G1 is
exposed. The gate bridge GB is connected to the first gate
electrode G1 through the opening OA and the contact hole
that includes the first contact hole CH1 of the first interlayer
insulating layer ILD1 and the second contact hole CH2 of
the second interlayer insulating layer ILD2.

A data wire DW is on the first gate wire including the first
gate electrode G1 and the second gate wire including the
capacitor electrode CE, and includes the data line DA, the
driving power line ELVDD, and the gate bridge GB. The
data line DA is on the first scan line Sn, being adjacent to the
gate bridge GB and extends in the second direction crossing
the first scan line Sn. The data line DA is connected to the
second source electrode S2 of the second active pattern A2
through the contact hole that includes the first contact hole
CH1 of the first interlayer insulating layer ILD1 and the
second contact hole CH2 of the second interlayer insulating
layer ILD2. The data line DA crosses the first scan line Sn,
the second scan line Sn-1, the third scan line Sn-2, and the
light emitting control line EM.

The driving power line ELVDD is on the first scan line Sn
adjacent to the data line DA and extends in the second
direction crossing the first scan line Sn. The driving power
line ELVDD is connected to the fifth source electrode S5 of
the fifth active pattern A5 which is connected to the capaci-
tor electrode CE and the first active pattern Al through the
contact hole that include the first contact hole CHI of the
first interlayer insulating layer ILD1 and the second contact
hole CH2 of the second interlayer insulating layer ILD2. The
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driving power line ELVDD extends along the second direc-
tion crossing the first scan line Sn, the second scan line Sn-1,
the third scan line Sn-2, and the light emitting control line
EM.

The gate bridge GB is on the first scan line Sn adjacent to
the data line DA and is spaced apart from the driving power
line ELVDD, having the data line DA therebetween. The
gate bridge GB is connected to the third drain electrode D3
of the third active pattern A3 and the fourth drain electrode
D4 of the fourth active pattern A4, respectively, through the
contact hole that includes the first contact hole CH1 of the
first interlayer insulating layer ILD1 and the second contact
hole CH2 of the second interlayer insulating layer ILD2 and,
thus, is connected to the first gate electrode G1 exposed by
the opening OA of the capacitor electrode CE through the
contact hole which is formed of the first contact hole CH1
of the first interlayer insulating layer ILD1 and the second
contact hole CH2 of the second interlayer insulating layer
ILD2.

As described above, the data line DA, the driving power
line ELVDD, and the gate bridge GB are positioned on the
same layer and made of the same material to form the data
wire DW. Alternatively, according to another exemplary
embodiment, the data line DA, the driving power line
ELVDD, and the gate bridge GB may each be selectively
positioned on different layers and/or may be made of dif-
ferent materials.

The first interlayer insulating layer ILD1 is between the
first gate electrode G1 and the data wire DW and may be an
inorganic layer. The first interlayer insulating layer ILD1
includes the first contact hole CH1 through which the data
wire DW passes. The first contact hole CHI1 of the first
interlayer insulating layer ILD1 may be formed by a pho-
tolithography process including etching.

The second interlayer insulating layer ILD2 is between
the first interlayer insulating layer ILD1 and the data wire
DW and may be an organic layer. The second interlayer
insulating layer ILD2 includes the second contact hole CH2
through which the data wire DW passes. The second contact
hole CH2 of the second interlayer insulating layer ILD2 may
be formed by the photolithography process including expo-
sure and development.

The data wire DW selectively contacts other wirings
through the contact hole that includes the first contact hole
CH1 of the first interlayer insulating layer ILD1 and the
second contact hole CH2 of the second interlayer insulating
layer ILD2. In detail, by the contact hole that includes the
first contact hole CH1 of the first interlayer insulating layer
ILD1 and the second contact hole CH2 of the second
interlayer insulating layer ILD2, the gate bridge GB contacts
the first gate electrode G1 and the third drain electrode D3
of the third active pattern A3, the data line DA contacts the
second source electrode S2 of the second active pattern A2,
and the driving power line ELVDD contacts the fifth source
electrode S5 of the fifth active pattern A5 and the capacitor
electrode CE, respectively.

Alternatively, according to another exemplary embodi-
ment, at least any one of the first interlayer insulating layer
ILD1 and the second interlayer insulating layer ILD2 may
be the organic layer or the inorganic layer. Further, accord-
ing to another exemplary embodiment, any one of the first
interlayer insulating layer ILD1 and the second interlayer
insulating layer ILD2 may be the organic layer and the other
one thereof may be the inorganic layer.

The first interlayer insulating layer ILD1 and the second
interlayer insulating layer ILD2 are positioned between the
data wire DW and the first gate electrode G1. If the second
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interlayer insulating layer ILD2 has a lower dielectric con-
stant than the first interlayer insulating layer ILD1, parasitic
capacitance is formed in a first region AA1 between the gate
bridge GB and the data line DA which are adjacent to each
other and a second region AA2 between the fourth drain
electrode D4 of the fourth active pattern A4 and the data line
DA, respectively, may be suppressed, such that crosstalk
from occurring in the gate bridge GB, the data line DA, and
the fourth active pattern Ad, respectively, may be sup-
pressed.

The first interlayer insulating layer ILD1 and the second
interlayer insulating layer ILD2 are between the data wire
DW and the capacitor electrode CE. If the second interlayer
insulating layer ILD2 is thicker than the inorganic layer first
interlayer insulating layer ILD1 along a third direction, a
distance L between the capacitor electrode CE and the data
wire DW may be increased, such that a short-circuit between
the capacitor electrode CE and the data line DA, between the
capacitor electrode CE and the driving power line ELVDD,
and between the capacitor electrode CE and the gate bridge
GB, respectively, may be suppressed.

The initialization power line Vin may be on the second
scan line Sn-1 and is connected to the fourth source elec-
trode S4 of the fourth active pattern A4 through the contact
hole. The initialization power line Vin may be on the same
layer as the first electrode E1 of the organic light emitting
diode (OLED) and may be made of the same material.
Alternatively, according to another exemplary embodiment,
the initialization power line Vin may be positioned on a
different layer from the first electrode E1 and/or may be
made of different materials.

The organic light emitting diode (OLED) includes the first
electrode E1, an organic light emitting layer OL, and the
second electrode E2. The first electrode E1 is connected to
the sixth drain electrode D6 of the sixth thin film transistor
T6 through the contact hole. The organic light emitting layer
OL is between the first electrode E1 and the second electrode
E2. The second electrode E2 is on the organic light emitting
layer OL. At least one of the first electrode E1 and the
second electrode E2 may be at least any one of a light
transmitting electrode, a light reflective electrode, and a light
translucent electrode, and light emitted from the organic
light emitting layer OL may be emitted in at least any one
direction of the first electrode E1 and the second electrode
B2.

A capping layer covering the organic light emitting diode
(OLED) may be positioned on the organic light emitting
diode (OLED) and a thin film encapsulation may be posi-
tioned or an encapsulation substrate may be positioned on
the organic light emitting diode (OLED), having the capping
layer therebetween.

According to the organic light emitting diode display
according to the exemplary embodiment as described above,
since one pixel PX is formed of seven thin film transistors
and one capacitor, even though the number of wirings
passing through the one pixel is increased and, thus, an
interval between the wirings is narrow, since the first inter-
layer insulating layer ILD1 and the second interlayer insu-
lating layer 1ILD2 between the data wire DW and the first
gate electrode G1 include an organic layer having a lower
dielectric constant than the inorganic layer, and thus it is
suppressed that the parasitic capacitance is formed in the
first region AA1 between the gate bridge GB and the data
line DA which are adjacent to each other and the second
region AA2 between the fourth drain electrode D4 of the
fourth active pattern A4 and the data line DA, respectively,
such that it is possible to suppress the crosstalk from
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occurring in the gate bridge GB, the data line DA, and the
fourth active pattern Ad, respectively.

As a result, since it is suppressed that a signal passing
through the data line DA, the gate bridge GB, the fourth
active pattern Ad is delayed, the organic light emitting diode
display with the improved quality of image on the whole is
provided.

Further, according to the organic light emitting diode
display according to the exemplary embodiment, the first
interlayer insulating layer ILD1 and the second interlayer
insulating layer ILD2 are positioned between the data wire
DW and the capacitor electrode CE and the second interlayer
insulating layer ILD2 is formed of the organic layer which
may be formed to have a thicker thickness than the inorganic
layer, and thus a distance L between the capacitor electrode
CE positioned on the first gate electrode G1 and the data
wire DW is long, such that the short-circuit between the
capacitor electrode CE and the data line DA, between the
capacitor electrode CE and the driving power line ELVDD,
and between the capacitor electrode CE and the gate bridge
GB, respectively, may be suppressed.

Hereinafter, the organic light emitting diode display
according to another exemplary embodiment will be
described with reference to FIG. 4. Hereinafter, only com-
ponents different from those of the organic light emitting
diode display according to an exemplary embodiment
described above will be described.

FIG. 4 illustrates a cross-sectional view of an organic light
emitting diode display according to another exemplary
embodiment.

As illustrated in FIG. 4, the first interlayer insulating layer
ILD1 of the organic light emitting diode display according
to another exemplary embodiment is between the first gate
electrode G1 and the data wire DW and is formed of the
organic layer. The first interlayer insulating layer 1LD1
includes the first contact hole through which the data wire
DW passes. The first contact hole CH1 of the first interlayer
insulating layer ILD1 may be formed by the etching using
the second interlayer insulating layer ILD2, on which the
second contact hole CH2 is formed, as the mask.

The second interlayer insulating layer ILD2 is between
the first interlayer insulating layer ILD1 and the data wire
DW, and is formed of the inorganic layer. The second
interlayer insulating layer IL.D2 includes the second contact
hole CH2 through which the data wire DW passes. The
second contact hole CH2 of the second interlayer insulating
layer ILD2 may be formed by the photolithography process
including the etching.

As such, according to the organic light emitting diode
display according to another exemplary embodiment, the
first interlayer insulating layer 1LD1 and the second inter-
layer insulating layer ILD2 are positioned between the data
wire DW and the first gate electrode G1 and the first
interlayer insulating layer ILD1 is formed of the organic
layer having a lower dielectric constant than the inorganic
layer, and thus it is suppressed that the parasitic capacitance
is formed in the first region AA1 between the gate bridge GB
and the data line DA which are adjacent to each other and the
second region AA2 between the fourth drain electrode D4 of
the fourth active pattern A4 and the data line DA, respec-
tively, such that it is possible to suppress the crosstalk from
occurring in the gate bridge GB, the data line DA, and the
fourth active pattern A4, respectively.

Further, according to the organic light emitting diode
display according to another exemplary embodiment, the
first interlayer insulating layer 1LD1 and the second inter-
layer insulating layer ILD2 are positioned between the data
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wire DW and the capacitor electrode CE and the first
interlayer insulating layer ILD1 is formed of the organic
layer which may be formed to have a thicker thickness than
the inorganic layer, and thus the distance L between the
capacitor electrode CE and the data wire DW is long, such
that the short-circuit between the capacitor electrode CE and
the data line DA, between the capacitor electrode CE and the
driving power line ELVDD, and between the capacitor
electrode CE and the gate bridge GB, respectively, may be
suppressed.

Further, according to the organic light emitting diode
display according to another exemplary embodiment, the
first contact hole CH1 of the first interlayer insulating layer
ILD1 formed of the organic layer is formed by the etching
using the second interlayer insulating layer ILD2, on which
the second contact hole CH2 is formed, as the mask, such
that the first contact hole CH1 may be formed on the first
interlayer insulating layer ILD1 at a designed size without
process errors as compared with the process of forming the
first contact hole CH1 using the exposure and development.

That is, according to the organic light emitting diode
display according to another exemplary embodiment, by
reflecting that since the one pixel is formed of 7 thin film
transistors and one capacitor, the number of wirings passing
through the one pixel is increased and thus the interval
between the wiring is narrow, and at the same time, the
width of the wiring itself is narrow, even though the first
interlayer insulating layer ILD1 is formed of the organic
layer with process errors as compared with the inorganic
layer, the first contact hole CHI of the first interlayer
insulating layer ILD1 formed of the organic layer is formed
by the etching process using the second interlayer insulating
layer ILD2, on which the second contact hole CH2 is
formed, as the mask, such that the first contact hole CH1 of
the first interlayer insulating layer ILD1 is formed to have
the designed size without the process errors.

By way of summation and review, one or more embodi-
ments provide the organic light emitting diode display
capable of minimizing crosstalk between the wirings passing
through one pixel.

Example embodiments have been disclosed herein, and
although specific terms are employed, they are used and are
to be interpreted in a generic and descriptive sense only and
not for purpose of limitation. In some instances, as would be
apparent to one of ordinary skill in the art as of the filing of
the present application, features, characteristics, and/or ele-
ments described in connection with a particular embodiment
may be used singly or in combination with features, char-
acteristics, and/or elements described in connection with
other embodiments unless otherwise specifically indicated.
Accordingly, it will be understood by those of skill in the art
that various changes in form and details may be made
without departing from the spirit and scope of the present
invention as set forth in the following claims.

What is claimed is:

1. An organic light emitting diode display, comprising:

a substrate;

a first thin film transistor including a first active pattern on
the substrate and a first gate electrode on the first active
pattern,;

a capacitor electrode on the first gate electrode;

a first interlayer insulating layer on the capacitor elec-
trode;

a second interlayer insulating layer on the first interlayer
insulating layer;

a data conductor on the second interlayer insulating layer,
the data conductor including a data line;
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an insulating layer on the data conductor;

a first electrode on a top surface of the insulating layer;
and

an organic light emitting layer on the first electrode;
a second electrode on the organic light emitting layer,
wherein:
one of the first interlayer insulating layer and the second
interlayer insulating layer is an organic layer and
another thereof is an inorganic layer,
the data conductor contacts the second interlayer insulat-
ing layer, and
the first interlayer insulating layer and the second inter-
layer insulating layer overlap the capacitor electrode
and the first gate electrode in a direction perpendicular
to the substrate.
2. The organic light emitting diode display as claimed in
claim 1, wherein:
the data conductor includes a gate bridge which contacts
the first gate electrode through the first interlayer
insulating layer and the second interlayer insulating
layer.
3. The organic light emitting diode display as claimed in
claim 2, wherein:
the first interlayer insulating layer includes a first contact
hole through which the gate bridge passes, and
the second interlayer insulating layer includes a second
contact hole through which the gate bridge passes.
4. The organic light emitting diode display as claimed in
claim 3, wherein:
the first contact hole of the first interlayer insulating layer
is formed by etching, and
the second contact hole of the second interlayer insulating
layer is formed by exposure and development.
5. The organic light emitting diode display as claimed in
claim 3, wherein:
the first interlayer insulating layer is the organic layer, and
the second interlayer insulating layer is the inorganic
layer.
6. The organic light emitting diode display as claimed in
claim 5, wherein:
the second contact hole of the second interlayer insulating
layer is formed by etching, and
the first contact hole of the first interlayer insulating layer
is formed by etching using the second interlayer insu-
lating layer as a mask.

7. The organic light emitting diode display as claimed in
claim 1, wherein

the first interlayer insulating layer is the inorganic layer,
and

the second interlayer insulating layer is the organic layer.

8. The organic light emitting diode display as claimed in
claim 1, wherein the second interlayer insulating layer has a
lower dielectric constant than the first interlayer insulating
layer.

9. The organic light emitting diode display as claimed in
claim 1, further comprising a second thin film transistor
including a second active pattern and a second gate electrode
on the second active pattern, wherein the data conductor
includes a gate bridge, the gate bridge connecting between
the first gate electrode of the first thin film transistor and the
second active pattern of the second thin film transistor
through the first interlayer insulating layer and the second
interlayer insulating layer.
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10. An organic light emitting diode display, comprising:

a substrate;

a first thin film transistor including a first active pattern on
the substrate and a first gate electrode on the first active
pattern;

a data wire on the first gate electrode;

a first interlayer insulating layer between the first gate
electrode and the data wire;

a second interlayer insulating layer between the first
interlayer insulating layer and the data wire, wherein
the data wire includes a gate bridge which contacts the
first gate electrode through the first interlayer insulating
layer and the second interlayer insulating layer;

an organic light emitting diode on the data wire and
connected to the first active pattern;

a second thin film transistor including a second active
pattern connected to the first active pattern and a
second gate electrode on the second active pattern;

a third thin film transistor including a third active pattern
which contacts the gate bridge to connect between the
first active pattern and the first gate electrode, and a
third gate electrode on the third active pattern; and

a first scan line on the second active pattern and crossing
the second active pattern and the third active pattern,
respectively, the first scan line being connected to the
second gate electrode and the third gate electrode,

wherein the data wire includes:

a data line adjacent to the gate bridge on the first scan line
to cross the first scan line and connected to the second
active pattern; and

a driving power line adjacent the data line, crossing the
first scan line, and connected to the first active pattern.

11. The organic light emitting diode display as claimed in

claim 10, further comprising:

a capacitor electrode between the first gate electrode and
the first interlayer insulating layer to be connected to
the driving power line through the first interlayer
insulating layer and the second interlayer insulating
layer, the capacitor electrode overlapping the first gate
electrode to form a capacitor along with the first gate
electrode.

12. The organic light emitting diode display as claimed in

claim 11, wherein:

the first gate electrode and the capacitor electrode are each
made of metal.

13. The organic light emitting diode display as claimed in

claim 11, wherein:

the capacitor electrode includes an opening through which
a portion of the first gate electrode is exposed and the
gate bridge is connected to the first gate electrode
through the opening.

14. The organic light emitting diode display as claimed in

claim 10, wherein:

the first active pattern, the second active pattern, and the
third active pattern are each positioned on a same layer,
and

the data line, the driving power line, and the gate bridge
are each positioned on the same layer.

15. The organic light emitting diode display as claimed in

claim 10, further comprising:

a fourth thin film transistor including a fourth active
pattern connected to the first gate electrode and the
third active pattern, and a fourth gate electrode on the
fourth active pattern;

a second scan line on the fourth active pattern, crossing
the fourth active pattern, and connected to the fourth
gate electrode; and

an initialization power line on the second scan line and
connected to the fourth active pattern.
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16. The organic light emitting diode display as claimed in

claim 15, wherein:

the first gate electrode, the second gate electrode, the third
gate electrode, the fourth gate electrode, the first scan
line, and the second scan line are each on a same layer.

17. The organic light emitting diode display as claimed in

claim 15, further comprising:

a seventh thin film transistor including a seventh active
pattern connected to the fourth active pattern and a
seventh gate electrode on the seventh active pattern;
and

a third scan line on the seventh active pattern, crossing the
seventh active pattern, and connected to the seventh
gate electrode.

18. The organic light emitting diode display as claimed in 15

claim 10, further comprising:
a fifth thin film transistor including a fifth active pattern
which connects between the first active pattern and the

20

driving power line, and a fifth gate electrode on the fifth
active pattern,

a sixth thin film transistor including a sixth active pattern
which connects between the first active pattern and the
organic light emitting diode, and a sixth gate electrode
on the sixth active pattern; and

a light emitting control line crossing the fifth active
pattern and the sixth active pattern, respectively and
connected to the fifth gate electrode and the sixth gate
electrode, respectively.

19. The organic light emitting diode display as claimed in

claim 18, wherein:

the first gate electrode, the second gate electrode, the third
gate electrode, the fifth gate electrode, the sixth gate
electrode, the light emitting control line are each on a
same layer.
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