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(7) ABSTRACT

An OLED display and a method of manufacturing thereof are
disclosed. In one aspect, the display includes a scan line
formed over a substrate and configured to transfer a scan
signal, a data line and a driving voltage line crossing the scan
line and respectively configured to transfer a data voltage and
a driving voltage, and a switching transistor electrically con-
nected to the scan line and the data line and including a
switching drain electrode configured to output the data volt-
age. The display also includes a driving transistor including a
driving gate electrode, a driving drain electrode, and a driving
source electrode electrically connected to the switching drain
electrode. The display further includes a storage capacitor
including a first storage electrode electrically connected to
the driving gate electrode and a second storage electrode
formed on the same layer as the driving voltage line.
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ORGANIC LIGHT-EMITTING DIODE
DISPLAY AND MANUFACTURING METHOD
THEREOF

INCORPORATION BY REFERENCE TO ANY
PRIORITY APPLICATIONS

[0001] This application claims priority to and the benefit of
Korean Patent Application No. 10-2014-0161932 filed in the
Korean Intellectual Property Office on Nov. 19, 2014, the
entire contents of which are incorporated herein by reference.

BACKGROUND

[0002] 1.Field

[0003] The described technology generally relates to an
organic light-emitting diode display and a manufacturing
method thereof.

[0004] 2. Description of the Related Technology

[0005] An organic light-emitting diode (OLED) display
includes two electrodes and an organic emission layer posi-
tioned therebetween. An electron injected from one electrode
and a hole injected from the other electrode are combined in
the organic emission layer to generate an exciton, and the
exciton emits energy in the form of light.

[0006] An OLED display includes a mattix of pixels. In
each pixel, a plurality of thin film transistors (TFTs) and at
least one storage capacitor for driving the OLED are formed.
The TFTs include a switching TFT and a driving TFT.

SUMMARY OF CERTAIN INVENTIVE ASPECTS

[0007] One inventive aspect is an OLED display and a
manufacturing method thereof having advantages of chang-
ing a pixel structure of the OLED display to manufacture the
OLED display by using at least one less mask.

[0008] Another aspect includes an OLED display includ-
ing: a substrate; a scan line formed on the substrate and
transmitting a scan signal; a data line and a driving voltage
line crossing the scan lineand respectively transmitting a data
voltage and a driving voltage; a switching transistor con-
nected to the scan line and the data line and including a
switching drain electrode outputting the data voltage; a driv-
ing transistor including a driving source electrode connected
to the switching drain electrode; a storage capacitor including
a first storage electrode connected to a driving gate electrode
of the driving transistor and a second storage electrode that is
a part of the driving voltage line; and an OLED electrically
connected to a driving drain electrode of the driving transis-
tor.

[0009] The first storage electrode and the driving gate elec-
trode can overlap each other.

[0010] A gate connecting member formed with the same
layer as the scan line can be further included, the driving
voltage line can include a first driving voltage line parallel to
the data line and a second driving voltage line crossing the
data line, the data line can include an upper data line and a
lower data line separated from each other in a crossing portion
crossing the second driving voltage line, and the gate con-
necting member can connect the upper data line and the lower
data line to each other.

[0011] The gate connecting member can cross the second
driving voltage line.

[0012] A semiconductor formed on the substrate and
including a switching channel and a driving channel sepa-
rated from each other, a first gate insulating layer covering the
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semiconductor, and a switching gate electrode and a driving
gate electrode formed on the first gate insulating layer and
respectively overlapping the switching channel and the driv-
ing channel can be further included, and the gate connecting
member can be formed with the same layer as the switching
gate electrode and the driving gate electrode.

[0013] The driving channel can have at least one curved
portion.
[0014] A second gate insulating layer covering the switch-

ing gate electrode, the driving gate electrode, and the gate
connecting member, an interlayer insulating layer covering
the data line and the driving voltage line, and a passivation
layer formed between the interlayer insulating layer and the
OLED can be further included, and the data line and the
driving voltage line can be formed between the second gate
insulating layer and the interlayer insulating layer.

[0015] The first storage electrode and the driving gate elec-
trode can be separated from each other in a plane.

[0016] A semiconductor formed on the substrate and
including a switching channel and a driving channel sepa-
rated from each other, a first gate insulating layer covering the
semiconductor, a switching gate electrode and a driving gate
electrode formed on the first gate insulating layer and respec-
tively overlapping the switching channel and the driving
channel, and a second gate insulating layer covering the
switching gate electrode and the driving gate electrode can be
further included, and a thickness of the second gate insulating
layer positioned between the first storage electrode and the
second storage electrode can be thinner than the thickness of
the second gate insulating layer formed on the driving gate
electrode.

[0017] An interlayer insulating layer covering the data line
and the driving voltage line and a passivation layer formed
between the interlayer insulating layer and the OLED can be
further included, and the data line and the driving voltage line
can be formed between the second gate insulating layer and
the interlayer insulating layer.

[0018] Another aspect is a manufacturing method of an
OLED display including: forming a semiconductor on a sub-
strate; forming a first gate insulating layer on the semicon-
ductor; forming a driving gate electrode, a switching gate
electrode, and a gate connecting member on the first gate
insulating layer; forming a second gate insulating layer cov-
ering the driving gate electrode and the switching gate elec-
trode; simultaneously forming a data line including an upper
data line and a lower data line separated from each other, a
first driving voltage line parallel to the data line, and a second
driving voltage line crossing the data line on the second gate
insulating layer; forming an interlayer insulating layer cov-
ering the data line, the first driving voltage line, and the
second driving voltage line; and forming an OLED on the
interlayer insulating layer; wherein the gate connecting mem-
ber connects the upper data line and the lower data line to each
other.

[0019] Forming a passivation layer can be further included
after forming the interlayer insulating layer.

[0020] A storage capacitor can be formed in a region where
the driving gate electrode and an expansion region of the first
driving voltage line overlap.

[0021] The driving channel can have at least one curved
portion.
[0022] Another aspect is an organic light-emitting diode

(OLED) display comprising a substrate, a scan line formed
over the substrate and configured to transfer a scan signal, a
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data line and a driving voltage line crossing the scan line and
respectively configured to transfer a data voltage and a driv-
ing voltage, and a switching transistor electrically connected
to the scan line and the data line and including a switching
drain electrode configured to output the data voltage. The
display also includes a driving transistor including a driving
gate electrode, a driving drain electrode, and a driving source
electrode electrically connected to the switching drain elec-
trode. The display further includes a storage capacitor includ-
ing a first storage electrode electrically connected to the driv-
ing gate electrode and a second storage electrode formed on
the same layer as the driving voltage line. Furthermore, the
display includes an OLED electrically connected to the driv-
ing drain electrode.

[0023] In the above display, the first storage electrode and
the driving gate electrode at least partially overlap each other.

[0024] Theabove display further comprises a gate connect-
ing member formed on the same layer as the scan line,
wherein the driving voltage line includes a first driving volt-
age line substantially parallel to the data line and a second
driving voltage line crossing the data line, wherein the data
lineincludes an upper data line and a lower data line separated
from the upper data line, and wherein the gate connecting
member is configured to electrically connect the upper data
line to the lower data line.

[0025] In the above display, the gate connecting member
crosses the second driving voltage line.

[0026] The above display further comprises a semiconduc-
tor layer formed over the substrate and including a switching
channel and a driving channel separated from each other, a
first gate insulating layer at least partially covering the semi-
conductor layer, and a switching gate electrode and a driving
gate electrode formed over the first gate insulating layer and
at least partially overlapping the switching channel and the
driving channel, respectively, wherein the gate connecting
member is formed on the same layer as the switching gate
electrode and the driving gate electrode.

[0027] Inthe above display, the driving channel has at least
one curved portion.

[0028] The above display further comprises a second gate
insulating layer at least partially covering the switching gate
electrode, the driving gate electrode, and the gate connecting
member. The above display further comprises an interlayer
insulating layer at least partially covering the data line and the
driving voltage line and a passivation layer formed between
the interlayer insulating layer and the OLED, wherein the
data line and the driving voltage line are formed between the
second gate insulating layer and the interlayer insulating
layer.

[0029] In the above display, the first storage electrode and
the driving gate electrode are separated from each other.

[0030] The above display further comprises a semiconduc-
tor layer formed over the substrate and including a switching
channel and a driving channel separated from each other and
a first gate insulating layer at least partially covering the
semiconductor layer. The above display further comprises a
switching gate electrode and a driving gate electrode formed
over the first gate insulating layer and at least partially over-
lapping the switching channel and the driving channel,
respectively. The above display further comprises a second
gate insulating layer at least partially covering the switching
gate electrode and the driving gate electrode, wherein a first
thickness of the second gate insulating layer between the first
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and second storage electrodes is less than a second thickness
of the second gate insulating layer formed over the driving
gate electrode.

[0031] The above display further comprises an interlayer
insulating layer at least partially covering the data line and the
driving voltage line and a passivation layer formed between
the interlayer insulating layer and the OLED, wherein the
data line and the driving voltage line are formed between the
second gate insulating layer and the interlayer insulating
layer.

[0032] Another aspect is a method of manufacturing an
organic light-emitting diode (OLED) display, comprising
forming a semiconductor layer over a substrate, forming a
first gate insulating layer over the semiconductor layer, and
forming a driving gate electrode, a switching gate electrode,
and a gate connecting member over the first gate insulating
layer. The method also comprises forming a second gate
insulating layer at least partially covering the driving gate
electrode and the switching gate electrode and substantially
simultaneously forming i) a data line, including an upper data
line and a lower data line separated from each other, ii) a first
driving voltage line substantially parallel to the data line, and
i) a second driving voltage line crossing the data line, on the
second gate insulating layer. The method further comprises
forming an interlayer insulating layer at least partially cover-
ing the data line, the first driving voltage line, and the second
driving voltage line. The method also comprises forming an
OLED over the interlayer insulating layer, wherein the gate
connecting member is configured to electrically connect the
upper data line to the lower data line.

[0033] Theabove method further comprises forming a pas-
sivation layer after forming the interlayer insulating layer.

[0034] Theabove method further comprises forming a stor-
age capacitor where the driving gate electrode and a portion
of the first driving voltage line overlap.

[0035] Inthe above method, the driving channel has at least
one curved portion.

[0036] In the above method, the storage capacitor includes
a first storage electrode electrically connected to the driving
gate electrode and a second storage electrode electrically
connected to the driving voltage line, and wherein the data
line, the driving voltage line, and the second storage electrode
are formed using the same mask.

[0037] Another aspect is an organic light-emitting diode
(OLED) display comprising a substrate, and a data line and a
driving voltage line each formed over the substrate and con-
figured to respectively transfer a data voltage and a driving
voltage. The display also comprises a driving transistor
including a driving drain electrode, a driving gate electrode
electrically connected to the driving voltage line, and a driv-
ing source electrode electrically connected to the data line.
The display also comprises a storage capacitor including a
first storage electrode electrically connected to the driving
gate electrode and a second storage electrode formed on the
same layer and of the same material as the driving voltage
line. The display further comprises an OLED electrically
connected to the driving drain electrode.

[0038] Theabove display further comprises a gate connect-
ing member formed over the substrate, wherein the driving
voltage line includes a first driving voltage line substantially
parallel to the data line and a second driving voltage line
crossing the data line, wherein the data line includes an upper
data line and a lower data line separated from the upper data
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line, and wherein the gate connecting member is configured
to electrically connect the upper data line to the lower data
line.

[0039] The above display further comprises a semiconduc-
tor layer formed over the substrate and including a switching
channel and a driving channel separated from each other, a
first gate insulating layer at least partially covering the semi-
conductor layer, and a switching gate electrode and a driving
gate electrode formed over the first gate insulating layer and
at least partially overlapping the switching channel and the
driving channel, respectively, wherein the gate connecting
member is formed on the same layer as the switching gate
electrode and the driving gate electrode.

[0040] The above display further comprises a second gate
insulating layer at least partially covering the switching gate
electrode, the driving gate electrode, and the gate connecting
member. The above display further comprises an interlayer
insulating layer at least partially covering the data line and the
driving voltage line and a passivation layer formed between
the interlayer insulating layer and the OLED, wherein the
data line and the driving voltage line are formed between the
second gate insulating layer and the interlayer insulating
layer.

[0041] The above display further comprises a semiconduc-
tor layer formed over the substrate and including a switching
channel and a driving channel separated from each other. The
above display further comprises a first gate insulating layer at
least partially covering the semiconductor layer and a switch-
ing gate electrode and a driving gate electrode formed over
the first gate insulating layer and at least partially overlapping
the switching channel and the driving channel, respectively.
The above display further comprises a second gate insulating
layer at least partially covering the switching gate electrode
and the driving gate electrode, wherein a first thickness of the
second gate insulating layer between the first and second
storage electrodes is less than a second thickness of the sec-
ond gate insulating layer formed over the driving gate elec-
trode.

[0042] According to at least one of the disclosed embodi-
ments, the second storage capacitive plate is formed with the
same layer and the same material as the driving voltage line
and the data line such that at least one mask can be eliminated.
[0043] Further, the data line is divided into the upper data
line and the lower data line to not be short-circuited to each
other in the crossing portion of the data line and the second
driving voltage line of the same layer, and the upper data line
and the lower data line that are separated are connected
through the gate connecting member, thereby forming the
data line and the second driving voltage line at the same layer.
Accordingly, the driving voltage line can be formed with a
mesh structure by connecting the first driving voltage line of
a vertical direction and the second driving voltage line of a
horizontal direction to each other such that the voltage drop of
the driving voltage ELVDD can be prevented.

[0044] In addition, the thickness of the second gate insulat-
ing layer positioned between the first storage electrode and
the second storage electrode is thinner than the thickness of
the second gate insulating layer on the other position such that
the storage capacitance of the storage capacitor can be maxi-
mized.

BRIEF DESCRIPTION OF THE DRAWINGS

[0045] FIG. 1 is an equivalent circuit diagram of one pixel
of an OLED display according to an exemplary embodiment.
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[0046] FIG. 2is a timing diagram of a signal applied to one
pixel in the OLED display according to the exemplary
embodiment of FIG. 1.

[0047] FIG. 3 is a schematic view of a plurality of transis-
tors and a capacitor of an OLED display according to an
exemplary embodiment.

[0048] FIG. 4 is a detailed layout view of FIG. 3.

[0049] FIG. Sisacross-sectional view ofthe OLED display
of FIG. 4 taken along a line V-V.

[0050] FIG. 6is across-sectional view ofthe OLED display
of FIG. 4 taken along lines VI-VI and VI'-VI".

[0051] FIG. 7, FIG. 10, and FIG. 13 are layout views
sequentially showing a manufacturing method of an OLED
display according to exemplary embodiments.

[0052] FIG. 8is across-sectional view ofthe OLED display
of F1G. 7 taken along a line VIII-VIII.

[0053] FIG. 9is across-sectional view ofthe OLED display
of F1G. 7 taken along lines [X-IX and IX-IX'".

[0054] FIG. 11 is a cross-sectional view of the OLED dis-
play of FIG. 10 taken along a line XI-XI.

[0055] FIG. 12 is a cross-sectional view of the OLED dis-
play of F1G. 10 taken along lines XII-XII and XII'-XII".
[0056] FIG. 14 is a cross-sectional view of the OLED dis-
play of FIG. 13 taken along a line XIV-XIV.

[0057] FIG. 15 is a cross-sectional view of the OLED dis-
play of FIG. 13 taken along lines XV-XV and XV'-XV".
[0058] FIG. 16 is a schematic view of a plurality of transis-
tors and a capacitor of an OLED display according to another
exemplary embodiment.

[0059] FIG. 17 is a detailed layout view of FIG. 16.
[0060] FIG. 18 is a cross-sectional view of the OLED dis-
play of FIG. 17 taken along a line X VIII-XVIII.

[0061] FIG. 19 is a cross-sectional view of the OLED dis-
play of FIG. 17 taken along a line XIX-XIX.

DETAILED DESCRIPTION OF CERTAIN
INVENTIVE EMBODIMENTS

[0062] Since TFTs and capacitors are formed by patterning
in every OLED pixel, and an organic light-emitting layer is
formed thereon, the manufacture of OLED displays typically
uses many masks. This results in increased manufacturing
Costs.

[0063] The present disclosure will be described more fully
hereinafter with reference to the accompanying drawings, in
which exemplary embodiments of the disclosure are shown.
As those skilled in the art would realize, the described
embodiments can be modified in various different ways, all
without departing from the spirit or scope of the present
disclosure.

[0064] Parts irrelevant to a description are omitted to
clearly illustrate the present disclosure, and like reference
numbers designate like constituent elements through the
specification.

[0065] In addition, the size and thickness of each configu-
ration shown in the drawings are arbitrarily shown for better
understanding and ease of description, but the present disclo-
sure is not limited thereto.

[0066] Inthe drawings, the thickness of layers, films, pan-
els, regions, etc., are exaggerated for clarity. In the drawings,
for better understanding and ease of description, the thick-
nesses of some layers and areas are exaggerated. It will be
understood that when an element such as a layer, film, region,
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or substrate is referred to as being “on” another element, it can
be directly on the other element or intervening elements can
also be present.

[0067] In addition, unless explicitly described to the con-
trary, the word “comprise” and variations such as “com-
prises” or “comprising” will be understood to imply the inclu-
sion of stated elements but not the exclusion of any other
elements. In addition, “~on” is either positioned on or below
a portion of a target or positioned on the upper side based on
a gravity direction, throughout the specification.

[0068] Further, in the specification, the word “in a plan
view”” means when an object portion is viewed from above,
and the word “in cross-section” means when a cross-section
taken by vertically cutting an object portion is viewed from
the side. In this disclosure, the term “substantially” includes
the meanings of completely, almost completely or to any
significant degree under some applications and in accordance
with those skilled in the art. Moreover, “formed on” can also
mean “formed over.” The term “connected” can include an
electrical connection.

[0069] Now, an OLED display according to an exemplary
embodiment will be described with reference to FIG. 1 to
FIG. 6.

[0070] FIG. 1 is an equivalent circuit diagram of one pixel
of an OLED display according to an exemplary embodiment.
[0071] As illustrated in FIG. 1, one pixel 1 of the OLED
display includes a plurality of signal lines 151, 152, 153, 158,
171,172, and 192, a plurality of transistors T1, T2, T3, T4, T5,
T6, and T7 connected to the signal lines, a storage capacitor
Cst, and an OLED.

[0072] The transistors T1-17 include a driving transistor
T1, a switching transistor T2, a compensation transistor T3,
an initialization transistor T4, an operation control transistor
T5, a light emission control transistor T6, and a bypass tran-
sistor T7.

[0073] The signal lines 151, 152, 153 and 158 include a
scan line 151 transferring a scan signal Sn, a previous scan
line 152 transferring a previous scan signal S(n-1) to the
initialization transistor T4, a light emission control line 153
transferring a light emission control signal EM to the opera-
tion control transistor T5 and the light emission control tran-
sistor T6, and a bypass control line 158 transferring a bypass
signal BP to the bypass transistor T7. The signal lines 171,
172, and 192 include a data line 171 crossing the scan line 151
and transferring a data signal Dm, a driving voltage line 172
transferring a driving voltage ELVDD and fornied to be sub-
stantially parallel with the data line 171, and an initialization
voltage line 192 transferring an initialization voltage Vint
initializing the driving transistor T1.

[0074] A gate electrode G1 of the driving transistor T1 is
connected to one end Cstl of the storage capacitor Cst, a
source electrode S1 of the driving transistor T1 is connected
to the driving voltage line 172 via the operation control tran-
sistor TS, and a drain electrode D1 of the driving transistor T1
is electrically connected to an anode ofthe OLED via the light
emission control transistor T6. The driving transistor T1
receives the data signal Dm according to a switching opera-
tion of the switching transistor T2 to supply a driving current
1d to the OLED.

[0075] A gate electrode G2 of the switching transistor T2 is
connected to the scan line 121, a source electrode S2 of the
switching transistor T2 is connected to the data line 171, and
a drain electrode D2 of the switching transistor T2 is con-
nected to the source electrode S1 and the driving voltage line
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172 via the operation control transistor T5. The switching
transistor T2 is turned on according to the scan signal Sn
received through the scan line 121 to perform a switching
operation of transferring the data signal Dm transferred to the
data line 171 to the source electrode of the driving transistor
T1.

[0076] A gate electrode G3 of the compensation transistor
T3 is directly connected to the scan line 151, a source elec-
trode S3 of the compensation transistor T3 is connected to the
drain electrode D1 and an anode of the OLED via the emis-
sion control transistor T6, and a drain electrode D3 of the
compensation transistor T3 is connected to the one end Cst1,
the drain electrode D4, and the gate electrode G1. The com-
pensation transistor T3 is turned on according to the scan
signal Sn received through the scan line 151 to connect the
gate electrode G1 to the drain electrode D1 and diode-connect
the driving transistor T1.

[0077] A gate electrode G4 of the initialization transistor
T4 is connected to the previous scan line 152, a source elec-
trode S4 of the initialization transistor T4 is connected to the
initialization voltage line 192, and a drain electrode D4 of the
initialization transistor T4 is connected to the one end Cstl
and the gate electrode G1 through the drain electrode D3. The
initialization transistor T4 is turned on according to the pre-
vious scan signal S(n-1) received through the previous scan
line 152 to transfer the initialization voltage Vint to the gate
electrode 1 to perform an initialization operation of initial-
izing a voltage of the gate electrode G1.

[0078] A gate electrode G5 of the operation control tran-
sistor T5 is connected to the light emission control line 153, a
source electrode S5 of the operation control transistor T5 is
connected to the driving voltage line 172, and a drain elec-
trode D5 of the operation control transistor T5 is connected to
the source electrode S1 and the drain electrode S2.

[0079] A gate electrode G6 of the emission control transis-
tor T6 is connected to the light emission control line 153, the
source electrode S6 is connected to the drain electrode D1 and
the source electrode S3, and the drain electrode D6 is electri-
cally connected to the anode of the OLED. The operation
control transistor T5 and the first emission control transistor
T6 are substantially simultaneously turned on according to
the emission control signal EM transmitted to the emission
control line 153 such that the driving voltage ELVDD is
compensated through the diode-connected driving transistor
T1 and is transmitted to the OLED.

[0080] A gateelectrode G7 of the thin film bypass transistor
T7 is connected to the bypass control line 158, a source
electrode S7 of the bypass TFT T7 is connected to the drain
electrode D6 and the anode of the OLED together, and a drain
electrode D7 of the bypass TFT T7 is connected to the ini-
tialization voltage line 192 and the source electrode S4.
[0081] The other end Cst2 of the storage capacitor Cst is
connected to the driving voltage line 172, and a cathode of the
OLED is connected to a common voltage line 741 transfer-
ring a common voltage ELVSS.

[0082] Hereinafter, a detailed operation process of one
pixel of the pixel unit of the OLED display according to an
exemplary embodiment will be described in detail with ref-
erence to F1G. 2.

[0083] As shown in FIG. 2, first, for an initializing period,
the previous scan signal S(n-1) having a low level is supplied
through the previous scan line 152. Then, the initializing TFT
T4 is turned on in response to the previous scan signal S(n-1)
having the low level, the initial voltage Vint is connected to
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the gate electrode G1 from the initialization voltage line 194
through the initializing TFT T4, and then the driving TFT T1
is initialized by the initialization voltage Vint.

[0084] Thereafter, for a data programming period, the scan
signal Sn having a low level is supplied through the scan line
151. Then, the switching TFT T2 and the compensating TFT
T3 are turned on in response to the scan signal Sn having the
low level. At this time, the driving transistor T1 is diode-
connected through the turned-on compensation transistor T3
and is forward biased.

[0085] Then, a compensation voltage Dm+Vth (Vth is a
negative (-) value) reduced by a threshold voltage Vth of the
driving TFT T1 from a data signal Dm supplied from the data
line 171 is applied to the gate electrode G1. The driving
voltage ELVDD and the compensation voltage (Dm+Vth) are
applied to both terminals of the storage capacitor Cst, and a
charge corresponding to a voltage difference between both
terminals is stored in the storage capacitor Cst.

[0086] Next, during the emission period, the emission con-
trol signal EM supplied from the emission control line 153 is
changed from the high level into the low level. Thus, the
operation control transistor T5 and the emission control tran-
sistor T6 are turned on by the emission control signal EM of
the low level during the emission period.

[0087] Thus, a driving current Id is generated according to
the voltage difference between the gate voltage of the gate
electrode G1 and the driving voltage ELVDD, and the driving
current Id is supplied to the OLED through the emission
control transistor T6. The gate-source voltage Vgs of the
driving TFT T1 is maintained as “(Dm+Vth)-ELVDD” by the
storage capacitor Cst for the emission period, and according
to a current-voltage relationship of the driving TFT T1, the
driving current Id is proportional to the square “(Dm-
ELVDD)*” of a value obtained by subtracting the threshold
voltage from the source-gate voltage. Accordingly, the driv-
ing current Id is determined regardless of the threshold volt-
age Vth of the driving TFT T1.

[0088] In this case, the bypass transistor T7 is transmitted
with the bypass signal BP from the bypass control line 158.
Thus, a portion of the driving current Id is discharged as the
bypass current Ibp through the bypass transistor T7.

[0089] When a minimum current of the driving transistor
T1 displaying the black image flows as the driving current, if
the OLED is also emitted, the black image is not normally
displayed. Accordingly, the bypass transistor T7 of the OLED
display according to an exemplary embodiment can disperse
the portion of the minimum current of the driving transistor
T1 as the bypass current Ibp through the other current path
besides the current path of the OLED side. Here, the mini-
mum current of the driving transistor T1 corresponds to the
current in a condition when the driving transistor T1 is turned
off and the gate-source voltage Vgs of the driving transistor
T1 is less than the threshold voltage Vth. The minimum
driving current (for example, a current of about 10 pA or less)
under the condition in which the driving transistor T1 is
turned off is transferred to the OLED to be expressed as an
image with black luminance. When the minimum driving
current expressing the black image flows, an influence on a
bypass transfer of the bypass current Ibp is large, but when a
large driving current expressing an image such as a normal
image or a white image flows, there can be little influence on
the bypass current Ibp. Accordingly, when the driving current
displaying a black image flows, the light emission current
Toled of the OLED has a minimum current amount that can
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express the black image. Therefore, a black luminance image
is implemented by using the bypass transistor 17, thereby
improving a contrast ratio. In FIG. 2, the bypass signal BP is
the same as a next scan signal S(n+1), but is not necessarily
limited thereto. Also, in an exemplary embodiment, the struc-
ture of the seven transistors including the bypass transistor T7
and one capacitor is shown, however the described technol-
ogy is not limited thereto.

[0090] Next, the detailed structure of the pixel of the OLED
display shown in FIG. 1 will be described with reference to
FIG. 3 to FIG. 6 as well as FIG. 1.

[0091] FIG. 3is a schematic view of a plurality of transistor
and a capacitor of an OLED display according to an exem-
plary embodiment. FIG. 4 is a detailed layout view of FIG. 3.
FIG. 5 is a cross-sectional view of the OLED display of FIG.
4takenalonga line V-V. FIG. 6 is a cross-sectional view of the
OLED display of FIG. 4 taken along lines VI-VI and VI'-VT.
[0092] Hereinafter, adetailed planar structure of the OLED
display according to the exemplary embodiment will be first
described in detail with reference to FIG. 3 and FIG. 4, and a
detailed cross-sectional structure will be described in detail
with reference to FIG. 5 and FIG. 6.

[0093] Firstly, as shown in FIG. 3, the OLED display
includes a scan line 151, a previous scan line 152, a light
emission control line 153, and a bypass control line 158
respectively applying a scan signal Sn, a previous scan signal
S(n-1), a light emission control signal EM, and a bypass
signal BP. The lines 151, 152, 153, and 158 are formed in the
row direction. The OLED display also includes a dataline 171
and a driving voltage line 172 crossing the scan line 151, the
previous scan line 152, the light emission control line 153,
and the bypass control line 158. The driving voltage line 172
also applies a data signal Dm and a driving voltage ELVDD to
the pixel. The initialization voltage Vint is transmitted to the
compensation transistor T3 through the initialization voltage
line 192. The driving voltage line 172 includes a first driving
voltage line 172a substantially parallel to the data line 171
and a second driving voltage line 1725 substantially parallel
to the scan line 151. The first driving voltage line 172a and the
second driving voltage line 1725 are electrically connected to
each other.

[0094] Also, the pixel 1 includes the driving transistor T1,
the switching transistor T2, the compensation transistor T3,
the initialization transistor T4, the operation control transistor
T35, the first emission control transistor T6, the second emis-
sion control transistor 17, the storage capacitor Cst, and the
OLED. The OLED includes a pixel electrode 191, an organic
emission layer 370, and a common electrode 270. In this case,
the compensation transistor T3 and the initialization transis-
tor T4 are formed as dual gate transistors to prevent a leakage
current.

[0095] Each channel of the transistors T1-T7 is formed in
one semiconductor or semiconductor layer 130 connected
thereto, and the semiconductor 130 can be curved with vari-
ous shapes. The semiconductor 130 can be formed of a poly-
crystalline semiconductor material or an oxide semiconduc-
tor material. The oxide semiconductor can include one of
oxides based on titanium (Ti), hafnium (Hf), zirconium (Zr),
aluminum (Al), tantalum (Ta), germanium (Ge), zinc (Zn),
gallium (Ga), tin (Sn), or indium (In), zinc oxide (Zn0),
indium-gallium-zinc oxide (InGaZnO4), indium zinc oxide
(Zn—In—0), zinc-tin oxide (Zn—Sn—0), indium-gallium
oxide (In—Ga—O0), indium-tin oxide (In—Sn—O), indium-
zirconium oxide (In—Zr—0), indium-zirconium-zinc oxide
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(In—Zr—7n—0), indium-zirconium-tin oxide (In—Zr—
Sn—0), indium-zirconium-gallium oxide (In—Z7Zr—Ga—
0), indium-aluminum oxide (In—Al—0), indium-zinc-alu-
minum oxide (In—Zn—Al—0), indium-tin-aluminum
oxide (In—Sn—A1—0), indium-aluminum-gallium oxide
(In—Al—Ga—0), indium-tantalum oxide (In—Ta—0),
indium-tantalum-zinc oxide (In—Ta—7n—0), indium-tan-
talum-tin oxide (In—Ta—Sn—0), indium-tantalum-gallium
oxide (In—Ta—Ga—O0), indium-germanium oxide (In—
Ge—0), indium-germanium-zinc oxide (In—Ge—7n—0),
indium-germanium-tin oxide (In—Ge—Sn—O0), indium-
germanium gallium oxide (In—Ge—Ga—O0), titanium-in-
dium-zinc oxide (Ti—In—Zn—O0), and hafhium-indium-
zine oxide (Hf—In—7n—O), which are complex oxides
thereof. In the case when the semiconductor layer 130 is
formed of the oxide semiconductor, in order to protect the
oxide semiconductor that is vulnerable to an external envi-
ronment such as a high temperature, a separate passivation
layer can be added.

[0096] The semiconductor layer 130 can include a channel
region in which a channel is doped with an N-type impurity or
a P-type impurity, and a source region and a drain region
which are formed at respective sides of the channel region.
The source and drain regions are formed by doping an impu-
rity which is opposite in polarity to the impurity doped in the
channel region. In the present exemplary embodiment, the
source doping region and the drain doping region respectively
correspond to the source electrode and the drain electrode.
The source electrode and the drain electrode can be formed by
only doping the corresponding regions. Also, in the semicon-
ductor 130, the region between the source electrodes and the
drain electrodes of the different transistors are also doped
such that the source electrode and the drain electrode are
electrically connected to each other.

[0097] AsshowninFIG. 4, achannel 131 includes a driving
channel 131a formed in the driving transistor T1, a switching
channel 1315 formed in the switching transistor T2, a com-
pensation channel 131¢ formed in the compensation transis-
tor T3, an initialization channel 131d formed in the initializa-
tion transistor T4, an operation control channel 131e formed
in the operation control transistor T5, a light emission control
channel 131/ formed in the first emission control transistor
T6, and a bypass channel 131g formed in the second emission
control transistor T7.

[0098] The driving transistor T1 includes the driving chan-
nel 131a, a driving gate electrode 1554, a driving source
electrode 136a, and a driving drain electrode 137a. The driv-
ing channel 131a is curved and can have a meandering shape
or azigzag shape. As such, the curved driving channel 131a is
formed, and thus the driving channel 131a can be elongated in
a narrow space. Accordingly, since the driving channel 131a
can be elongated, a driving range of the gate voltage applied
to the driving gate electrode 1554 is increased. Accordingly,
since the driving range of a gate voltage is increased, an
intensity of light emitted from the OLED can be more finely
controlled by changing a magnitude of the gate voltage,
thereby enhancing resolution of the OLED display and
improving display quality. The shape of such a driving chan-
nel 131aq is variously modified, and thus various exemplary
embodiments such as ‘reverse S°, ‘S°, ‘M’, ‘W’, and the like
are possible.

[0099] Thedriving gate electrode 1554 overlaps the driving
channel 1314, and the driving source electrode 1364 and the
driving drain electrode 137a are formed to be adjacent to
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respective sides of the driving channel 131a. The driving gate
electrode 1554 is connected to a first data connecting member
174 through a contact hole 61.

[0100] The switching transistor T2 includes the switching
channel 13154, a switching gate electrode 1555, a switching
source electrode 1365, and a switching drain electrode 1375.
The switching gate electrode 1556 is a part extending down-
wardly from the scan line 151 and overlaps the switching
channel 1314, and the switching source electrode 1365 and
the switching drain electrode 1375 are formed to be adjacent
to respective sides of the switching channel 1315. The switch-
ing source electrode 1366 is connected to the data line 171
through a contact hole 62.

[0101] The compensation transistor T3 includes the com-
pensation channel 131¢, a compensation gate electrode 155¢,
a compensation source electrode 136¢, and a compensation
drain electrode 137¢. The compensation gate electrode 155¢
thatis a part of the scan line 151 is formed to prevent a leakage
current and overlaps the compensation channel 131¢. The
compensation source electrode 136¢ and the compensation
drain electrode 137¢ are formed to be adjacent to respective
sides of the compensation channel 131¢. The compensation
drain electrode 137¢ is connected to a first data connecting
member 174 through a contact hole 63.

[0102] The initialization transistor T4 includes the initial-
ization channel 1314, an initialization gate electrode 1554, an
initialization source electrode 1364, and an initialization
drain electrode 1374. The initialization gate electrode 1554
that is a part of the previous scan line 152 is formed as two to
prevent the leakage current and overlaps the initialization
channel 1314. The initialization source electrode 1364 and
the initialization drain electrode 1374 are formed to be adja-
cent to respective sides of the initialization channel 131d. The
initialization source electrode 1364 is connected to a second
data connecting member 175 through a contact hole 64.
[0103] The operation control transistor T5 includes the
operation control channel 131e, an operation control gate
electrode 155¢, an operation control source electrode 136e,
and an operation control drain electrode 137e. The operation
control gate electrode 155¢ that is a part of the light emission
control line 153 overlaps the operation control channel 131e.
The operation control source electrode 136¢ and the opera-
tion control drain electrode 137e are formed to be adjacent to
respective sides of the operation control channel 131e. The
operation control source electrode 136e is connected to a part
that extends from the driving voltage line 172 through a
contact hole 65.

[0104] Thelight emission control transistor T6 includes the
light emission control channel 131/, a light emission control
gate electrode 155f, a light emission control source electrode
136/, and a light emission control drain electrode 1377 The
light emission control gate electrode 155fthat is a part of the
light emission control line 153 overlaps the light emission
control channel 131f. The light emission control source elec-
trode 1367and the light emission control drain electrode 137/
are formed to be adjacent to respective sides of the light
emission control channel 131/ The light emission control
drain electrode 137fis connected to the third data connecting
member 179 through a contact hole 66.

[0105] The bypass transistor T7 includes the bypass chan-
nel 131g, a bypass gate electrode 155g, a bypass source
electrode 136g, and a bypass drain electrode 137g. The
bypass gate electrode 155¢ that is a part of the bypass control
line 158 overlaps the bypass channel 131g, and the bypass
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source electrode 136g and the bypass drain electrode 137g are
formed to be adjacent to respective sides of the bypass chan-
nel 131g.

[0106] The bypass source electrode 136g is connected
directly to the light emission control drain electrode 137f, and
the bypass drain electrode 137g is connected directly to the
initialization source electrode 1364.

[0107] Oneend of the driving channel 131a is connected to
the switching drain electrode 1375 and the operation control
drain electrode 137e. The other end of the driving channel
131a is connected to the compensation source electrode 136¢
and the light emission control source electrode 1361

[0108] The storage capacitor Cst includes a first storage
electrode 155a and a second storage electrode 178 formed via
a second gate insulating layer 142 interposed therebetween.
The first storage electrode 155a corresponds to the driving
gate electrode 155a. The second storage electrode 178 is an
expansion region of the first driving voltage line 172q and is
formed one by one for each pixel. Here, the gate insulating
layer 142 acts as the dielectric of the storage capacitor Cst,
and a storage capacitance is determined by a charge charged
to the storage capacitor Cst and a voltage between the elec-
trodes 155a and 178. As described above, by using the driving
gate electrode 1554 as the first storage electrode 1554, aspace
for forming the storage capacitor can be obtained in the space
that is decreased by the driving channel 131a occupied with
the large area in the pixel.

[0109] The first storage electrode 155a is connected to the
first data connecting member 174 through the contact hole 61
formed in the second gate insulating layer 142. The first data
connecting member 174 is formed to be parallel to and on the
same layer as the data line 171. The driving gate electrode
1554 and the compensation drain electrode 137¢ are con-
nected to each other.

[0110] Accordingly, the storage capacitor Cst stores a stor-
age capacitance corresponding to the difference between the
driving voltage ELVDD transferred to the second storage
electrode 178 through the driving voltage line 172a and the
gate voltage of the driving gate electrode 155a.

[0111] In this case, the second driving voltage line 1725
connects the first driving voltage lines 1724 formed in the
pixels adjacent to each other. The second driving voltage line
172b and the data line 171 are formed on the same layer,
thereby overlapping each other. Accordingly, to prevent the
short of the second driving voltage line 1725 and the data line
171, the data line 171 is divided into an upper data line 171a
and a lower data line 1715 in the portion crossing the second
driving voltage line 1725. One end of the upper data line 171a
is connected to a gate connecting member 159 through a
contact hole 67, and one end of the lower data line 1715 facing
the upper data line 171a is connected to the gate connecting
member 159 through a contact hole 68. The gate connecting
member 159 is formed of the same material and on the same
layer as the scan line 121.

[0112] A third data connecting member 179 is connected to
the pixel electrode 191 through a contact hole 81, and the
second data connecting member 175 is connected to the ini-
tialization voltage line 192 through a contact hole 82.
[0113] Hereinafter, a structure of the OLED display
according to exemplary embodiments will be described in
detail with reference to FIG. 5 and FIG. 6.

[0114] In this case, since the operation control TFT T5 is
almost the same as a laminating structure of the emission
control TFT T6, a detailed description is omitted.
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[0115] A bufferlayer 120 is formed on a substrate 110. The
substrate 110 can be formed of an insulating substrate such as
glass, quartz, ceramic, and plastic, and the buffer layer 120
blocks an impurity from the substrate 110 in a crystallization
process to form a polycrystalline semiconductor, thereby
improving a characteristic of the polycrystalline semiconduc-
tor and reducing a stress applied to the substrate 110.

[0116] The semiconductor 130 including the driving chan-
nel 131a, the switching channel 1315, the compensation
channel 131¢, the initialization channel 1314, the operation
control channel 131e, the light emission control channel 131,
and the bypass channel 131g is formed on the buffer layer
120. Among the semiconductor 130, the driving source elec-
trode 1364 and the driving drain electrode 137a are formed at
respective sides of the driving channel 131a, the switching
source electrode 136 and the switching drain electrode 1375
are formed at respective sides of the switching channel 1315,
and the compensation source electrode 136¢ and the compen-
sation drain electrode 137¢ are formed at respective sides of
the compensation channel 131c. Also, the initialization
source electrode 1364 and the initialization drain electrode
137d are formed at respective sides of the initialization chan-
nel 1314, the operation control source electrode 136¢ and the
operation control drain electrode 137e are formed at respec-
tive sides of the operation control channel 131e, the light
emission control source electrode 136/ and the light emission
control drain electrode 137/ are formed at respective sides of
the light emission control channel 131f; and the bypass source
electrode 136g and the bypass drain electrode 137g are
formed at respective sides of the bypass channel 131g.
[0117] A first gate insulating layer 141 covering the semi-
conductor 130 is formed thereon. On the first gate insulating
layer 141, gate wires 151, 152, 153, 1554, 1555, 155¢, 1554,
155¢,155/,158, and 159 including the scanline 151 including
the switching gate electrode 1555 and the compensation gate
electrode 155¢, the previous scan line 152 including the ini-
tialization gate electrode 1554, the light emission control line
153 including the operation control gate electrode 155¢ and
the light emission control gate electrode 155/, the driving gate
electrode (the first storage electrode) 1554, the bypass control
line 158, and the gate connecting member 159 are formed.
[0118] The second gate insulating layer 142 is formed on
the gate wires 151, 152, 153, 1554, 1555, 155¢, 155d, 155e,
1557, 158, and 159 and the first gate insulating layer 141. The
first gate insulating layer 141 and the second gate insulating
layer 142 are formed of a silicon nitride (SiNx) or a silicon
oxide (SiOx).

[0119] On the second gate insulating layer 142, data wires
171, 172a, 1725, 174, 175, 178, and 179 including the data
line 171, the first driving voltage line 1724 including the
second storage electrode 178 and the second driving voltage
line 1725, the first data connecting member 174, the second
data connecting member 175, and the third data connecting
member 179 are formed.

[0120] The data wires 171, 172a, 1725, 174, 175,178, and
179 can be formed of a triple layer of titanium/aluminum/
titanium (Ti/Al/Ti), and since aluminum is a low resistance
metal, a voltage drop is prevented.

[0121] As described above, the second storage electrode
178 is formed of the same material and on the same layer as
the second driving voltage line 1725 and the data line 171
without the formation of the second storage capacitive plate
as a separate layer such that a number of masks used in
manufacturing can be reduced. Also, the second storage elec-
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trode 178, the second driving voltage line 1725, and the data
line 171 are formed on the same layer such that an insulating
layer to insulate the second storage electrode 178 from the
second driving voltage line 1725 and the data line 171 is not
necessary and the short between the second storage electrode
178 and the second driving voltage line 1725 and the data line
171 can be prevented.

[0122] The data line 171 is connected to the switching
source electrode 1364 through the contact hole 62 formed in
the first and second gate insulating layers 141 and 142. The
second data connecting member 175 is connected to the ini-
tialization drain electrode 1374 through the contact hole 64
formed in the first and second gate insulating layers 141 and
142. The third data connecting member 179 is connected to
the light emission control drain electrode 137f through the
contact hole 66 formed in the first and second gate insulating
layers 141 and 142. Also, one end of the upper data line 171a
is connected to one end of the gate connecting member 159
through the contact hole 67 formed in the first and second gate
insulating layers 141 and 142, and one end of the lower data
line 1715 separated from the upper data line 171a is con-
nected to the other end of the gate connecting member 159
through the contact hole 68.

[0123] An interlayer insulating layer 160 covering the data
wires 171,172a,172b,174,175,178, and 179 and the second
gate insulating layer 142 is formed thereon. The interlayer
insulating layer 160 is formed of a silicon nitride (SiNx) or a
silicon oxide (Si0x). As described above, the data wire is
covered by the interlayer insulating layer 160 such that the
data wire can be protected from external moisture. A passi-
vation layer 180 covering the interlayer insulating layer 160 is
formed thereon. The passivation layer 180 can be formed of
an organic layer. A pixel electrode 191 and an initialization
voltage line 192 are formed on the passivation layer 180. The
third data connecting member 179 is connected to the pixel
electrode 191 through the contact hole 81 formed in the
passivation layer 180, and the second data connecting mem-
ber 175 is connected to the initialization voltage line 192
through the contact hole 82 of the passivation layer 180.

[0124] As described above, the dataline 171 is divided into
the upper data line 171a and the lower data line 1715 in the
crossing portion where the data line 171 and the second
driving voltage line 1725 cross. The divided upper data line
171a and lower data line 1715 are connected through the gate
connecting member 159 such that the data line 171 and the
second driving voltage line 1725 can be formed on the same
layer without the generation of the short-circuit therebe-
tween. Accordingly, the driving voltage line 172 can be
formed of a mesh structure in which the first driving voltage
line 172a of the vertical direction and the second driving
voltage line 1725 of the horizontal direction are connected to
each other, thereby preventing the voltage drop of the driving
voltage ELVDD.

[0125] A pixel definition layer 350 covering the passivation
layer 180, the initialization voltage line 192, and the edge of
the pixel electrode 191 is formed thereon. The pixel definition
layer 350 has a pixel opening 351 exposing the pixel electrode
191. The pixel defining layer 190 can be formed of a poly-
acrylate resin, a polyimide resin, or a silica-based inorganic
material.

[0126] The organic emission layer 370 is formed on the
pixel electrode 191 exposed by the pixel opening 351, and the
common electrode 270 is formed on the organic emission
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layer 370. As described above, the OLED including the pixel
electrode 191, the organic emission layer 370, and the com-
mon electrode 270 is formed.

[0127] Herein, the pixel electrode 191 is an anode which is
ahole injection electrode, and the common electrode 270 is a
cathode which is an electron injection electrode. However,
the exemplary embodiments are not limited thereto, and the
pixel electrode 191 can be the cathode and the common
electrode 270 can be the anode according to a driving method
of the OLED display. When holes and electrons are injected
into the organic emission layer 370 from the pixel electrode
191 and the common electrode 270, respectively, and exci-
tons acquired by combining the injected holes and electrons
fall from an excitation state to a ground state, light is emitted.
[0128] The organic emission layer 370 is formed of a low-
molecular organic material or a high-molecular organic mate-
rial such as poly(3,4-ethylenedioxythiophene) (PEDOT).
Further, the organic emission layer 370 can be formed of
multiple layers including at least one of an emission layer, a
hole injection layer (HIL), ahole transporting layer (HTL), an
electron transporting layer (ETL), and an electron injection
layer (EIL). When the organic emission layer 370 includes all
of the layers, the hole injection layer is formed on the pixel
electrode 191 which is the positive electrode, and the hole
transporting layer, the emission layer, the electron transport-
ing layer, and the electron injection layer are sequentially
laminated thereon.

[0129] The organic emission layer 370 can include a red
organic emission layer emitting red light, a green organic
emission layer emitting green light, and a blue organic emis-
sion layer emitting blue light. The red, green, and blue organic
emission layers are formed at a red pixel, a green pixel, and a
blue pixel, respectively, to implement color images.

[0130] Further, in the organic emission layer 370, all of the
red, green, and blue organic emission layers are laminated
together on the red pixel, the green pixel, and the blue pixel.
A red color filter, a green color filter, and a blue color filter are
formed for each pixel to implement the color images. As
another example, a white organic emission layer emitting
white light is formed on all of the red, green, and blue pixels,
and the red, green, and blue color filters are formed for each
pixel to implement the color images. In some embodiments,
when the color images are implemented by using the white
organic emission layer and the color filters, a deposition mask
for depositing the red, green, and blue organic emission layers
on individual pixels, that is, the red pixel, the green pixel, and
the blue pixel, respectively, are not used.

[0131] The white organic emission layer described in
another example can be formed by one organic emission
layer, and even includes a configuration that can emit white
light by laminating a plurality of organic emission layers. As
an example, the white organic emission layer can include a
configuration that enables the white light to be emitted by
combining at least one yellow organic emission layer and at
least one blue organic emission layer, a configuration that
enables the white light to be emitted by combining at least one
cyan organic emission layer and at least one red organic
emission layer, a configuration that enables the white light to
be emitted by combining at least one magenta organic emis-
sion layer and at least one green organic emission layer, and
the like.

[0132] An encapsulation member (not shown) protecting
the OLED can be formed on the common electrode 270. And
the encapsulation member can be sealed by a sealant and can
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be formed of various materials such as glass, quartz, ceramic,
plastic, and a metal. On the other hand, a thin film encapsu-
lation layer can be formed on the common electrode 270 by
depositing the inorganic layer and the organic layer with the
usage of the sealant.

[0133] A manufacturing method of the OLED display
according to an exemplary embodiment will now be
described with reference to accompanying drawings.

[0134] FIG. 7, FIG. 10, and FIG. 13 are layout views
sequentially showing a manufacturing method of an OLED
display according to an exemplary embodiment. FIG. 8 is a
cross-sectional view of the OLED display of FIG. 7 taken
along a line VIII-VIIL. FIG. 9 is a cross-sectional view of the
OLED display of FIG. 7 taken along lines IX-IX and IX'-IX'.
FIG. 11 is a cross-sectional view of the OLED display of FIG.
10 taken along a line XI-X1. FIG. 12 is a cross-sectional view
of the OLED display of F1G. 10 taken along lines XII-XII and
XII'-XII'. FIG. 14 is a cross-sectional view of the OLED
display of FIG. 13 taken along a line XIV-XIV. FIG. 15 is a
cross-sectional view of the OLED display of FIG. 13 taken
along lines XV-XV and XV'-XV'.

[0135] First, as illustrated in FIG. 7 to FIG. 9, the buffer
layer 120 is formed on the substrate 110. The buffer layer 120
can be formed of a single layer of a silicon nitride or a
laminate layer of a silicon nitride and a silicon oxide, and is
deposited on an entire surface of the substrate 110 by a
method such as plasma enhanced chemical vapor deposition
(PECVD). In addition, the semiconductor layer is formed on
the buffer layer 120. The semiconductor layer can be formed
of polysilicon or an oxide semiconductor, and the polysilicon
can be formed by a method of forming an amorphous silicon
layer and then crystallizing the layer. Various known methods
can be applied as the crystallizing method, and for example,
the amorphous silicon layer can be crystallized by using heat,
a laser, Joule heat, an electric field, a catalyst metal, or the
like. The semiconductor layer is an intrinsic semiconductor
that is not doped with the impurity. In addition, on the poly-
crystalline semiconductor layer, a photolithography process
is performed by using a first mask, and the polycrystalline
semiconductor layer is patterned as the semiconductor 130
having the shape illustrated in FIG. 7. The semiconductor 130
is not doped, and as a result, the semiconductor 131 is not
divided into the semiconductor, the source electrode, and the
drain electrode configuring each transistor. Also, the channel
doping having a low doping concentration is performed to the
semiconductor 130 to make the semiconductor 130 into an
impurity semiconductor.

[0136] Next, as shown in FIG. 10 to FIG. 12, the first gate
insulating layer 141 covering the buffer layer 120 and the
semiconductor 130 is formed thereon. The first gate insulat-
ing layer 141 is formed by entirely depositing a silicon nitride
(SiNx) or a silicon oxide (SiOx) by a method such as plasma
enhanced chemical vapor deposition (PECVD). Further, a
gate metal layer is deposited on the first gate insulating layer
141. The gate metal layer is patterned through a photolithog-
raphy process by using a second mask. As a result, the gate
wire including the scan line 151, the previous scan line 152,
the light emission control line 153, the bypass control line
158, the driving gate electrode 1554, and the gate connecting
member 159 is formed. The gate metal layer can be formed as
a multilayer in which a metal layer formed of any one of
copper (Cu), acopper alloy, aluminum (Al), and an aluminum
alloy and a metal layer including any one of molybdenum
(Mo) and a molybdenum alloy are laminated.
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[0137] Source and drain doping of a higher doping concen-
tration than the channel doping is performed to the semicon-
ductor 130. The semiconductor 130 is source/drain-doped to
the exposed region except for the portion that is covered by
the switching gate electrode 1555, the compensation gate
electrode 155¢, the initialization gate electrode 1554, the
operation control gate electrode 155¢, the light emission con-
trol gate electrode 155/, the bypass gate electrode 155g, and
the driving gate electrode 155a. As a result, the source elec-
trode and the drain electrode of each transistor are formed.
The channel 131 of each transistor is formed in the region that
is covered to not be doped in the semiconductor 130. That is,
the driving channel 131¢, the switching channel 1315, the
compensation channel 131¢, the initialization channel 1314,
the operation control channel 131e, the light emission control
channel 1317, and the bypass channel 131g are substantially
simultaneously formed. As described above, a separate mask
is not required when source/drain-doping the semiconductor
130.

[0138] Next, as shown in FIG. 13 to FIG. 15, the second
gate insulating layer 142 covering the first gate insulating
layer 141, the scan line 151, the previous scan line 152, the
light emission control line 153, the bypass control line 158,
and the driving gate electrode 1554 is formed thereon. The
first insulating layer 141 is formed by entirely depositing a
silicon nitride (SiNx) or a silicon oxide (SiOx) by a method
such as plasma enhanced chemical vapor deposition
(PECVD). In addition, the impurity doped on the semicon-
ductor 130 is positioned well by performing a dopant activa-
tion process, and the damage to an interface between the
semiconductor 130 and the first insulating layer 141 is elimi-
nated.

[0139] The first gate insulating layer 141 and the second
gate insulating layer 142 are patterned by the photolithogra-
phy process using a third mask to form a plurality of contact
holes 61, 62, 63, 64, 65, 66, 67, and 68. A data metal layer is
formed on the second gate insulating layer 142. The data
metal layer can be formed as a multilayer in which a metal
layer formed of any one of copper (Cu), a copper alloy,
aluminum (Al), and an aluminum alloy and a metal layer
formed of molybdenum (Mo) and a molybdenum alloy are
laminated. For example, the data metal layer can be formed as
a triple layer of titanium/aluminum/titanium (Ti/Al/Ti), a
triple layer of molybdenum/aluminum/molybdenum (Mo/Al/
Mo), or a triple layer of molybdenumy/copper/molybdenum
(Mo/Cu/Mo).

[0140] In addition, the data metal layer is patterned by the
photolithography process using a fourth mask. Accordingly,
the data wires including the upper data line 171a, the lower
dataline 1715, the first driving voltage line 172¢ including the
second storage electrode 178, the second driving voltage line
1720, the first data connecting member 174, the second data
connecting member 175, and the third data connecting mem-
ber 179 is formed on the second gate insulating layer 142. As
described above, the second storage electrode 178 is formed
of the same material and on the same layer as the second
driving voltage line 1725 and the data line 171 without the
formation of the second storage capacitive plate as the sepa-
rate layer, thereby reducing the number of masks used in the
manufacturing. Also, by connecting the upper data line 171a
and the lower data line 1715 that are separated through the
gate connecting member 159, the dataline 171 and the second
driving voltage line 1724 can be formed with the same layer.
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[0141] Next, as shown in FIG. 4 to FIG. 6, the interlayer
insulating layer 160 covering the data wires 171, 172, 174,
175, 178, and 179 is formed on the second gate insulating
layer 142. Also, a passivation layer 180 is formed on the
interlayer insulating layer 160. The interlayer insulating layer
160 and the passivation layer 180 are patterned by the pho-
tolithography process using the fifth mask to form the contact
holes 81 and 82. Further, a pixel electrode layer is formed on
the passivation layer 180 and is patterned by the photolithog-
raphy process using a sixth mask. Accordingly, the pixel
electrode 191 connected to the third data connecting member
179 through the contact hole 81 and the initialization voltage
line 192 connected to the second data connecting member
175 through the contact hole 82 are formed on the passivation
layer 180. The pixel definition layer 350 covering the pixel
electrode 191 and the initialization voltage line 192 is formed
on the passivation layer 180 and is patterned to form the pixel
opening 351 exposing the portion of the pixel electrode 191
by using a seventh mask. The organic emission layer 370 is
formed on the pixel electrode 191 exposed through the pixel
opening 351 of the pixel definition layer 350. The common
electrode 270 is formed on the organic emission layer 370 to
complete the OLED. The common electrode 270 is formed
throughout the entire region on the pixel definition layer 350
such that the separate mask is not used. As described, the
manufacturing method from the semiconductor 130 to the
common electrode 270 using the total of seven masks is
referred to as a 7 mask process, and the structure of the OLED
display manufactured by the 7 mask process is referred to as
a 7 mask structure.

[0142] Ontheotherhand, in the present exemplary embodi-
ment, the 7 mask structure in which the storage capacitor and
the driving gate electrode overlap is described, however
another exemplary embodiment of the 7 mask structure in
which the storage capacitor and the driving gate electrode do
not overlap is possible.

[0143] Next, another exemplary embodiment will be
described with reference to FIG. 16 to FIG. 19.

[0144] FIG. 16 is a schematic view of a plurality of transis-
tor and a capacitor of an OLED display according to another
exemplary embodiment. FIG. 17 is a detailed layout view of
FIG. 16. FIG. 18 is a cross-sectional view of the OLED
display of F1G. 17 taken along a line XVIII-XVIIL FIG. 19 is
a cross-sectional view of the OLED display of FIG. 17 taken
along a line XIX-XIX.

[0145] The exemplary embodiment shown in FIG. 16 to
FIG. 19 is substantially the same as the exemplary embodi-
ment shown in FIG. 1 to FIG. 6 except for that the storage
capacitor and the driving gate electrode that overlap each
other such that the repeated description is omitted.

[0146] As shown in FIG. 16 to FIG. 19, the OLED display
according to the current exemplary embodiment includes the
scan line 151, the previous scan line 152, the light emission
control line 153, and the bypass control line 158, and the data
line 171. The OLED display also includes the driving voltage
line 172 crossing the scan line 151, the previous scan line 152,
the light emission control line 153, and the bypass control line
158. Also, the driving transistor T1, the switching transistor
T2, the compensation transistor T3, the initialization transis-
tor T4, the operation control transistor T5, the light emission
control transistor T6, the bypass transistor T7, the storage
capacitor Cst, and the OLED(OLED) are formed in the pixel
1. The OLED includes the pixel electrode 191, the organic
emission layer 370, and the common electrode 270.
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[0147] The channel 131 includes a driving channel 131a
formed in the driving transistor T1, a switching channel 1315
formed in the switching transistor T2, a compensation chan-
nel 131¢ formed in the compensation transistor T3, and an
initialization channel 1314 formed in the initialization tran-
sistor T4. The channel 131 also includes an operation control
channel 131e formed in the operation control transistor T5, a
light emission control channel 131f formed in the first emis-
sion control transistor T6, and a bypass channel 131g formed
in the second emission control transistor T7.

[0148] The storage capacitor Cst includes a first storage
electrode 157 and the second storage electrode 178 formed
via the second gate insulating layer 142 interposed therebe-
tween. The first storage electrode 157 is separated from the
driving gate electrode 1554 and is formed on the same layer.
The second storage electrode 178 is the expansion region of
the first driving voltage line 172a and is formed one by one for
each pixel.

[0149] The first storage electrode 157 is connected to a
lower portion of the first data connecting member 174
through the contact hole 67, and the first data connecting
member 174 is connected to the driving gate electrode 155a
through the contact hole 61. Accordingly, the first storage
electrode 157 is electrically connected to the driving gate
electrode 155a.

[0150] Accordingly, the storage capacitor Cst stores the
storage capacitance corresponding to the difference between
the driving voltage ELVDD transmitted to the second storage
electrode 178 through the driving voltage line 172 and the
gate voltage Vg of the driving gate electrode 155a.

[0151] The first data connecting member 174 is formed to
be substantially parallel to the data line 171. An upper portion
of the first data connecting member 174 is connected to the
initialization drain electrode 137d through the contact hole
63, a center portion of the first data connecting member 174 is
connected to the driving gate electrode 1554 through the
contact hole 61, and a lower portion of the first data connect-
ing member 174 is connected to the first storage electrode 157
through the contact hole 67.

[0152] Next, a cross-sectional structure of the OLED dis-
play according to the second exemplary embodiment will be
described with reference to FIG. 18 and FIG. 19.

[0153] The buffer layer 120 is formed on the substrate 110.
The semiconductor 130 including the driving channel 131aq,
the switching channel 1314, the compensation channel 131c,
the initialization channel 1314, the operation control channel
131e, the light emission control channel 131/, and the bypass
channel 131g is formed on the buffer layer 120.

[0154] Thefirst gate insulating layer 141 covering the semi-
conductor 130 is formed thereon. The scan line 151 including
the switching gate electrode 1555 and the compensation gate
electrode 155¢, the previous scan line 152 including the ini-
tialization gate electrode 1554, the light emission control line
153 including the operation control gate electrode 155¢ and
the light emission control gate electrode 1557, the driving gate
electrode (the first storage capacitive plate) 1554, and the
bypass control line 158 are formed on the first gate insulating
layer 141.

[0155] The second gate insulating layer 142 covering the
gate wires 151, 152, 153,155a, 155b, 155¢, 155d, 155¢, 155f,
and 158 and the first gate insulating layer 141 is formed
thereon. The data wires 171, 172, 174, 175, 178, and 179
including the data line 171, the driving voltage line 172
including the second storage electrode 178, the first data
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connecting member 174, the second data connecting member
175, and the third data connecting member 179 are formed on
the second gate insulating layer 142.
[0156] The data line 171 is connected to the switching
source electrode 1364 through the contact hole 62 formed in
the first gate insulating layer 141 and the second gate insulat-
ing layer 142. The first data connecting member 174 is respec-
tively connected to the initialization drain electrode 1374, the
driving gate electrode 1554, and the first storage electrode
157 through the contact holes 63, 61, and 67 formed in the
first gate insulating layer 141 and the second gate insulating
layer 142. Also, the second data connecting member 175 is
connected to the initialization source electrode 1364 and the
bypass drain electrode 137g through the contact hole 64
formed in the first gate insulating layer 141 and the second
gate insulating layer 142. The third data connecting member
179 is connected to the light emission control drain electrode
137f through the contact hole 66 formed in the first gate
insulating layer 141 and the second gate insulating layer 142.
[0157] In this case, a thickness d1 of the second gate insu-
lating layer 142 positioned between the first storage electrode
157 and the second storage electrode 178 forming the storage
capacitor Cst is less than a thickness d2 of the second gate
insulating layer 142 at other positions. By using a half-tone
mask without a separate mask, the thickness d1 of the second
gate insulating layer 142 can be formed to be less than the
thickness d2 of the second gate insulating layer 142. Accord-
ingly, the storage capacitance of the storage capacitor maxi-
mized.
[0158] Theinterlayerinsulating layer 160 covering the data
wires 171,172, 174, 175, 178, and 179 and the second gate
insulating layer 142 is formed thereon. The passivation layer
180 covering the interlayer insulating layer 160 is formed
thereon. The pixel electrode 191 and the initialization voltage
line 193 are formed on the passivation layer 180. The third
data connecting member is connected to the pixel electrode
191 through the contact hole 81 formed in the passivation
layer 180. The second data connecting member 175 is con-
nected to the initialization voltage line 192 through the pas-
sivation layer 180.
[0159] The pixel definition layer 350 covering the passiva-
tion layer 180, the initialization voltage line 192, and the edge
of the pixel electrode 191 is formed thereon. The pixel defi-
nition layer 350 has the pixel opening 351 exposing the pixel
electrode 191. The organic emission layer 370 is formed on
the pixel electrode 191 exposed by the pixel opening 351, and
the common electrode 270 is formed on the organic emission
layer 370.
[0160] While the inventive technology has been described
in connection with what is presently considered to be practi-
cal exemplary embodiments, it is to be understood that the
disclosure is not limited to the disclosed embodiments, but,
on the contrary, is intended to cover various modifications and
equivalent arrangements included within the spirit and scope
of the appended claims.
What is claimed is:
1. An organic light-emitting diode (OLED) display com-
prising:
a substrate;
a scan line formed over the substrate and configured to
transfer a scan signal;
a data line and a driving voltage line crossing the scan line
and respectively configured to transfer a data voltage
and a driving voltage;
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a switching transistor electrically connected to the scan
line and the data line and including a switching drain
electrode configured to output the data voltage;

a driving transistor including a driving gate electrode, a
driving drain electrode, and a driving source electrode
electrically connected to the switching drain electrode;

a storage capacitor including a first storage electrode elec-
trically connected to the driving gate electrode and a
second storage electrode formed on the same layeras the
driving voltage line; and

an OLED electrically connected to the driving drain elec-
trode.

2. The display of claim 1, wherein the first storage elec-
trode and the driving gate electrode at least partially overlap
each other.

3. The display of claim 2, further comprising:

a gate connecting member formed on the same layer as the

scan line,

wherein the driving voltage line includes a first driving
voltage line substantially parallel to the data line and a
second driving voltage line crossing the data line,

wherein the data line includes an upper data line and a
lower data line separated from the upper data line, and

wherein the gate connecting member is configured to elec-
trically connect the upper data line to the lower data line.

4. The display of claim 3, wherein the gate connecting
member crosses the second driving voltage line.

5. The display of claim 3, further comprising:

a semiconductor layer formed over the substrate and
including a switching channel and a driving channel
separated from each other;

a first gate insulating layer at least partially covering the
semiconductor layer; and

a switching gate electrode and a driving gate electrode
formed over the first gate insulating layer and at least
partially overlapping the switching channel and the driv-
ing channel, respectively,

wherein the gate connecting member is formed on the same
layer as the switching gate electrode and the driving gate
electrode.

6. The display of claim 5, wherein the driving channel has

at least one curved portion.

7. The display of claim 5, further comprising:

a second gate insulating layer at least partially covering the
switching gate electrode, the driving gate electrode, and
the gate connecting member;

an interlayer insulating layer at least partially covering the
data line and the driving voltage line; and

a passivation layer formed between the interlayer insulat-
ing layer and the OLED,

wherein the data line and the driving voltage line are
formed between the second gate insulating layer and the
interlayer insulating layer.

8. The display of claim 1, wherein the first storage elec-
trode and the driving gate electrode are separated from each
other.

9. The display of claim 8, further comprising:

a semiconductor layer formed over the substrate and
including a switching channel and a driving channel
separated from each other;

a first gate insulating layer at least partially covering the
semiconductor layer;

a switching gate electrode and a driving gate electrode
formed over the first gate insulating layer and at least



US 2016/0141558 Al

partially overlapping the switching channel and the driv-
ing channel, respectively; and

asecond gate insulating layer at least partially covering the
switching gate electrode and the driving gate electrode,

wherein a first thickness of the second gate insulating layer
between the first and second storage electrodes is less
than a second thickness of the second gate insulating
layer formed over the driving gate electrode.

10. The display of claim 9, further comprising:

an interlayer insulating layer at least partially covering the
data line and the driving voltage line; and

a passivation layer formed between the interlayer insulat-
ing layer and the OLED,

wherein the data line and the driving voltage line are
formed between the second gate insulating layer and the
interlayer insulating layer.

11. A method of manufacturing an organic light-emitting

diode (OLED) display, comprising:

forming a semiconductor layer over a substrate;

forming a first gate insulating layer over the semiconductor
layer;

forming a driving gate electrode, a switching gate elec-
trode, and a gate connecting member over the first gate
insulating layer;

forming a second gate insulating layer at least partially
covering the driving gate electrode and the switching
gate electrode;

substantially simultaneously forming i) a data line, includ-
ing an upper data line and a lower data line separated
from each other, ii) a first driving voltage line substan-
tially parallel to the data line, and iii) a second driving
voltage line crossing the data line, on the second gate
insulating layer;

forming an interlayer insulating layer at least partially cov-
ering the data line, the first driving voltage line, and the
second driving voltage line; and

forming an OLED over the interlayer insulating layer,

wherein the gate connecting member is configured to elec-
trically connect the upper data line to the lower data line.

12. The method of claim 11, further comprising forming a
passivation layer after forming the interlayer insulating layer.

13. The method of claim 12, further comprising forming a
storage capacitor where the driving gate electrode and a por-
tion of the first driving voltage line overlap.

14. The method of claim 13, wherein the driving channel
has at least one curved portion.

15. The method of claim 13, wherein the storage capacitor
includes a first storage electrode electrically connected to the
driving gate electrode and a second storage electrode electri-
cally connected to the driving voltage line, and wherein the
data line, the driving voltage line, and the second storage
electrode are formed using the same mask.

16. An organic light-emitting diode (OLED) display com-
prising:

a substrate;

a data line and a driving voltage line each formed over the
substrate and configured to respectively transfer a data
voltage and a driving voltage;

a driving transistor including a driving drain electrode, a
driving gate electrode electrically connected to the driv-
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ing voltage line, and a driving source electrode electri-
cally connected to the data line;

a storage capacitor including a first storage electrode elec-
trically connected to the driving gate electrode and a
second storage electrode formed on the same layer and
of the same material as the driving voltage line; and

an OLED electrically connected to the driving drain elec-
trode.

17. The display of claim 16, further comprising a gate

connecting member formed over the substrate,

wherein the driving voltage line includes a first driving
voltage line substantially parallel to the data line and a
second driving voltage line crossing the data line,

wherein the data line includes an upper data line and a
lower data line separated from the upper data line, and

wherein the gate connecting member is configured to elec-
trically connect the upper data line to the lower data line.

18. The display of claim 16, further comprising:

a semiconductor layer formed over the substrate and
including a switching channel and a driving channel
separated from each other;

a first gate insulating layer at least partially covering the
semiconductor layer; and

a switching gate electrode and a driving gate electrode
formed over the first gate insulating layer and at least
partially overlapping the switching channel and the driv-
ing channel, respectively,

wherein the gate connecting member is formed on the same
layer as the switching gate electrode and the driving gate
electrode.

19. The display of claim 18, further comprising:

a second gate insulating layer at least partially covering the
switching gate electrode, the driving gate electrode, and
the gate connecting member;

an interlayer insulating layer at least partially covering the
data line and the driving voltage line; and

a passivation layer formed between the interlayer insulat-
ing layer and the OLED,

wherein the data line and the driving voltage line are
formed between the second gate insulating layer and the
interlayer insulating layer.

20. The display of claim 16, further comprising:

a semiconductor layer formed over the substrate and
including a switching channel and a driving channel
separated from each other;

a first gate insulating layer at least partially covering the
semiconductor layer;

a switching gate electrode and a driving gate electrode
formed over the first gate insulating layer and at least
partially overlapping the switching channel and the driv-
ing channel, respectively; and

a second gate insulating layer at least partially covering the
switching gate electrode and the driving gate electrode,

wherein a first thickness of the second gate insulating layer
between the first and second storage electrodes is less
than a second thickness of the second gate insulating
layer formed over the driving gate electrode.
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